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Abstract 

The utilization of biomass for the substitution of fossil fuels to reduce greenhouse gas emissions 
in biomass steam gasification plants is a promising technology for the production of electricity, heat, 
and fuels for transportation. The currently difficult market for the utilization of biomass makes 
optimization of these plants necessary, in terms of increasing both plant electrical efficiency and 
availability. Plant availability is often linked to operational problems which are caused by inorganic 
matters of the fuel. Ash components of biomass fuels can cause fouling, slagging, and bed material 
agglomeration during thermal utilization in fluidized bed combustion as well as gasification plants. 
Recently developed biomass gasification plants face similar ash-related problems, but inorganic 
matter is also linked to their catalytic activity to reduce the tar concentration in the product gas. 

This thesis deals with the influence of inorganic matter on the operation and optimization of a 
dual fluidized bed gasification plant. Analyses of inorganic matter at the biomass steam gasification 
plant in Güssing, Austria were carried out. Mass balances of inorganic matter are presented, 
evaluating different loop configuration of solid material flows. Investigations in the bed material from 
the plant in Güssing, Austria showed a modification of the bed material due to the interaction of the 
bed material (olivine) with biomass ash components and additives. In this thesis the influence of bed 
material modification on the gasification properties of used olivine from the plant in Güssing is 
compared with the case of fresh olivine. The test runs were carried out under similar conditions in a 
pilot plant at the Vienna University of Technology. Additionally, a variation of the gasification 
temperature from 870 °C to 750 °C was carried out in a 100 kW pilot plant. 

The findings of the pilot plant test runs and investigations in inorganic matter were applied at the 
plant in Güssing to optimize the plant in terms of efficiency and availability. The main optimization 
steps included a reduction in gasification temperature, a simplification of ash loops and a focus on 
the controlling of the combustion reactor. The optimization was evaluated in terms of mass and 
energy balances, and plant availability. 

Analyses of the used bed material show the existence of two calcium-rich layers around the bed 
material particles. The inner layer is homogeneous, comprised mainly of calcium and silicate, while 
the outer layer has a similar composition to the fly ash of the plant. Inorganic balances showed an 
accumulation of potassium in the system during operation of the plant.  

Pilot plant test runs comparing fresh and used olivine from the Güssing plant showed an increase 
in hydrogen and carbon dioxide in the product gas in case of the used bed material while the content 
of carbon monoxide in the product gas decreased. The exothermal water-gas shift reaction is 
enhanced by the used bed material, resulting in a lower energy demand for the gasification. Tar 
content was decreased by around 80% for tars detected by gas chromatography – mass 
spectrometry (GCMS) and the composition of the tar showed less components during the test run 
with used bed material.  

A reduction of the gasification temperature down to 750 °C reduces the concentration of 
hydrogen and carbon monoxide in the product gas and increases the concentration of carbon dioxide 



 
 

and methane. The volumetric concentration of tars in the product gas increases only slightly from 

850 °C to 800 °C and nearly doubles when decreasing the gasification temperature to 750 °C.  

Applying the findings of the pilot plant test runs and the conclusions of investigations of 

inorganic matter on the gasification plant in Güssing brought a success in terms of electrical 

efficiency and plant availability. The electrical efficiency of the plant increased from 21 to 23.8%, with 

a fuel water content around 30% due to the optimization work. Plant availability was increased from 

an average of 6600 operating hours per year to 7440 hours in 2012 due to a reduction in fouling 

tendency.  

 

  



 
 

Kurzfassung 

Die energetische Nutzung von Biomasse in Dampfvergasungsanlagen nach dem Prinzip der 
Zweibettwirbelschicht ist eine zukunftsweisende Technologie zur Produktion von Strom, Wärme und 
synthetischen Treibstoffen. Das schwierige Marktumfeld macht eine Optimierung dieser Anlagen 
bezüglich elektrischem Wirkungsgrad und Verfügbarkeit notwendig. Die Verfügbarkeit von Anlagen, 
die Biomasse thermisch nutzen, ist oft durch aschebasierte Vorgänge begrenzt, beispielsweise 
Anbackungen an Wärmetauschern, Verschlackungen und Bettmaterialagglomeration. Die relativ neu 
entwickelten Biomasse-Dampf Vergasungsanlagen nach dem Prinzip der Zweibettwirbelschicht sind 
mit ähnlichen Problemen konfrontiert, wobei die anorganischen Materialien im System auch eng mit 
der katalytischen Aktivität des Bettmaterials verbunden sind.  

Diese Dissertation befasst sich mit dem Einfluss von anorganischen Bestandteilen auf den Betrieb 
und die Optimierung einer Biomasse-Dampf Vergasungsanlage nach dem Prinzip der 
Zweibettwirbelschicht. An dem Blockheizkraftwerk Güssing (Österreich) wurden Analysen der 
anorganischen Materialien durchgeführt. Begleitet wurden diese durch Massenbilanzen 
anorganischer Komponenten bei unterschiedlicher Kreislaufführung der Asche. Untersuchungen des 
Bettmaterials aus der industriellen Anlage in Güssing zeigten eine Modifikation des Bettmaterials 
während des Betriebs. Der Einfluss dieser Modifikation im Vergleich zu frischem Olivin wurde durch 
Versuche an einer Pilotanlage untersucht. Zusätzlich wurde an der 100 kW Pilotanlage untersucht, 
wie sich eine Absenkung der Vergasungstemperatur von 870°C auf 750°C mit gebrauchtem 
Bettmaterial auswirkt.  

Die Erkenntnisse aus den Versuchen an der Pilotanlage und die Schlussfolgerungen aus den 
Analysen der anorganischen Bestandteile wurden zur Optimierung der Vergasungsanlage in Güssing 
angewendet. Die wichtigen Optimierungsschritte kann man mit der Reduktion der 
Vergasungstemperatur, einer Vereinfachung der Aschekreisläufe und einem Fokus auf die Regelung 
in der Brennkammer zusammenfassen. Die Optimierung wurde durch eine Massen- und 
Energiebilanz und durch die Evaluierung der Betriebszeit beurteilt.  

Die Analysen des Bettmaterials ergaben die Bildung zweier kalziumreicher Schichten an den 
Bettmaterialpartikeln. Die innere Schicht ist homogen und besteht hauptsächlich aus Kalzium- und 
Siliziumverbindungen während die äußere Schicht eine ähnliche Zusammensetzung wie die Flugasche 
aufweist. Die Bilanzen über anorganische Komponenten haben gezeigt, dass es zu einer Anreicherung 
von Kalium im System kommt.  

Der Vergleich von frischem und gebrauchtem Bettmaterial in der Pilotanlage zeigte eine 
Steigerung des Wasserstoff- und Kohlendioxidgehalts im Produktgas mit gebrauchtem Bettmaterial, 
während Kohlenmonoxid in geringerer Konzentration messbar ist. Die exotherme Wassergas-shift-
Reaktion wird begünstigt, was zu einem geringeren Energiebedarf der Vergasung führt. Der 
Teergehalt im Produktgas wird durch den Einsatz des gebrauchten Bettmaterials um 80% reduziert 
(mittels Gaschromatographie bestimmte Teere) und die Vielfalt der Teerkomponenten wird 
reduziert. Die Absenkung der Vergasungstemperatur bis 750°C reduziert den Wasserstoff- und 
Kohlenmonoxidgehalt im Produktgas, bei einer Erhöhung des Gehalts an Kohlendioxid und Methan. 
Die Konzentration von Teeren im Produktgas nimmt zwischen 870°C und 800°C leicht zu und steigt 
signifikant zwischen 800°C und 750°C.  



 
 

Die Erkenntnisse der Versuche in der Pilotanlage und die Schlussfolgerungen aus den 
Untersuchungen der Asche, des Bettmaterials und der Anbackungen wurden zur Optimierung der 
Vergasungsanlage Güssing erfolgreich angewendet und brachten einen Anstieg des elektrischen 
Wirkungsgrades von 21 auf 23,8% bei rund 30% Brennstoffwassergehalt. Die Verfügbarkeit der 
Anlage konnte von einem Durchschnittswert von rund 6600 Betriebsstunden pro Jahr bis 2011 auf 
7440 Betriebsstunden im Jahr 2012 gesteigert werden. Maßgeblich dafür war eine Reduktion der 
Stillstände, die durch aschebedingte Anbackungen hervorgerufen wurde.  
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1 Introduction 
The utilization of renewable energy sources causes a change of the worldwide energy market. 

Existing technologies and installed capacities that utilize renewable energy cannot fully replace fossil 
fuels nowadays but worldwide efforts towards the utilization of renewable energies result in 
investments in research and development of new technologies. A significant share of fossil fuels is 
already replaced by renewable fuels. A further increase in the share of renewable energies will cause 
new challenges in the operation of the plants and controlling of the energy grids.  

The role of biomass in the renewable energy system is crucial for the supply of liquid fuels. New 
technologies can only succeed when they fulfill the demands of the market.  

1.1 The demands on new technologies for the utilization of renewable 

energy 
Increasing the share of renewable sources for the supply of energy has become a worldwide aim 

to reduce greenhouse gas emissions. The greenhouse effect caused by the release of fossil carbon 
dioxide into the atmosphere is well known by politics, opinion leader, scientists and also a substantial 
part of the population. Regulations by governments of countries and communities underline 
worldwide efforts to mitigate climate change.  

A program from the European Parliament and the council of the European Union [1] plans a 
share of 20% renewable energy in gross final energy consumption in average of the EU countries in 
the year 2020. A share of renewable energies in the transport sector is planned with 10% in 2020. 
Similar targets are set for other countries [2]. To achieve these targets incentives are given to 
support investments in research and development, erection, and operation of plants based on 
renewable energy.  

The generation of electricity from renewable energy sources is increasing significantly in the 
states of the European Union (Figure 1). The main renewable sources for the generation of electricity 
are hydro power, wind energy, biomass and renewable wastes, and solar energy. Tide, wave and 
ocean power and geothermal power play a minor role in the generation of energy in the European 
Union (Figure 2). A significant increase in the utilization of biomass and renewable wastes can be 
seen since the year 1998. The production of electricity by wind power and solar power is also 
increasing.  
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Figure 1: Gross electricity generation in TWh in the EU-27 by fuel [3] 

The increase in renewable energy causes the need for a significant increase in investments in the 

electricity grid [4]. The generation of wind power is spotted on offshore locations or limited rural 

areas which are barely tapped by the electricity grid. Transport capacities are required to transfer 

electrical energy from wind rich areas to areas with lower electricity generation.  

Another challenge for the utilization of renewable energy sources is that an increase in the 

number of random variables and operation complexities in the electrical system is caused by the 

availability of wind and solar power. Reserve capacities have to be built (based on Renewable 

Energy) which are on standby when wind and solar power are available [5]. Storage capacities for 

electrical energy are sparse and do not fulfill the challenges of an electrical grid with a high amount 

of variable renewable energy sources [6,7]. 

 

Figure 2: Electricity generation by renewable fuels in TWh in the European 
Union by energy source [3] 

The share of renewable energy sources in fuels for transportation is also increasing within the 

last years (Figure 3). „First   generation“   biofuels   such as bio-esters, bio-ethanol and biogas appear 

unsustainable because their production is in direct competition with food commodities.   “Second  
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generation”  biofuels  are  based  on  non-food feedstock such as agricultural and forest residue, grass, 
aquatic biomass and are considered to be environmentally friendly and not in direct competition 
with food commodities [8]. 

 

Figure 3: Share of renewable sources in transportation in the 
EU-27 in % [3] 

 

Various technologies for the supply of second generation biofuels are available: thermo chemical 
conversion (pyrolysis, gasification, combustion, liquefaction), biological conversion (anaerobic 
digestion, fermentation, application of enzymes), chemical conversion (hydrolysis, solvent extraction, 
supercritical conversion of biomass), and physical conversion (mechanical extraction, briquetting, 
distillation). None of them is installed in industrial scale size with high production capacities which 
are relevant compared to the share of fossil fuels. A combination of second generation fuel 
production and electricity generation is not commercially available in industrial scale size.  

The demands for new technologies for the generation of electricity and/or fuel for transportation 
from renewable sources can be summarized as followed:  

 Electricity generation should be controllable to complement electricity production from 
variable renewable energy sources such as wind and solar power 

 Additional storage capacities for electricity should be developed to compensate 
production fluctuations from variable renewable energy sources 

 Technologies for the utilization of renewable carbon sources for the production of fuel 
for transportation are required to be developed which are not in competition with food 
commodities 

These demands are accomplished by the obvious demands of a high economic efficiency and 
worldwide, high availability of feedstock. 

 



4 

 

1.2 Biomass as a source for energy production 
Biomass can play a significant role by substituting for fossil fuels which cause greenhouse gas 

emissions in the production of electricity and second generation biofuels [9]. Biomass is a renewable 

source and releases the same amount of carbon dioxide during energy usage or natural 

decomposition as it aggregates during the growth period.  

Various technologies for the utilization of biomass as an energy source are available. Not all of 

them include the possibility to generate electricity, heat and fuels for transportation. Different 

reaction schemes for the utilization of biomass are available: direct conversion in heat (combustion) 

or the production of intermediate products such as gas which can be used for energy generation or 

synthesized in different fuels and chemicals. Intermediate products can be generated thermally by 

carbonization, gasification and pyrolysis but also biologically by anaerobic digestion, fermentation, 

and the application of enzymes. Physical-chemical conversion schemes are used for the production 

of oil and oil esters. 

The generation of electricity can be carried out by processes that use heat from combustion e.g. 

a steam process, by combustion e.g. gas turbine, engine or chemically in a fuel cell. The advantage of 

the generation of intermediate products is that they can be processed to other products such as 

liquid fuels and chemicals. 

The advantages of the utilization of biomass for the generation of energy can be summarized as 

following: 

 Various forms of energy are possible to generate from biomass such as heat, electricity, 

liquid fuels, chemicals 

 Various technologies and conversion paths are possible 

 Biomass is stored by nature and can be accessed when required 

 The only renewable carbon source that is accessed easily and safely is biomass 

The utilization of biomass can be successful when the biomass is used with a high efficiency, 

when technologies are prepared for high fuel flexibility to compensate seasonal variations and 

availabilities of feedstock.  

1.3 The role of steam gasification in dual fluidized bed reactors for the 

energetic utilization of biomass  
A proven technology for the utilization of woody biomass for electricity generation is biomass 

steam gasification in a dual fluidized bed (DFB) gasifier. In this process, biomass is gasified thermally 

and the product gas is used in a gas engine to generate electricity and heat. Various studies are 

ongoing for the utilization of the product gas to produce fuels for transportation [10-14], making the 

technology even more suitable for its usage. The polygeneration of electricity, fuels and heat is 
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considered to be more efficient for the utilization of biomass and higher profits can be generated 

compared to single-product plants [15,16]. Biomass gasification is described as a key technology for 

the reduction of greenhouse gas emissions using polygeneration technologies [17].  

The advantage of biomass steam gasification in DFB reactors is a nitrogen free product gas with a 

heating value of around 12-14 MJ/Nm³ and low concentrations of pollutants (tar, higher 

hydrocarbons, sulfur, nitrogen) that cause problems during further utilization of the product gas. The 

product gas consists of the main components hydrogen (>40%), carbon monoxide (20-25%), carbon 

dioxide (20-25%), and methane (8-12%).  

The first industrial scale application of a biomass steam gasification plant in a DFB reactor went 

into operation in 2001 and is located in Güssing (Austria; 8 MWth). Several plants went into 

operation recently; for example in Oberwart (Austria), Villach (Austria), and Ulm (Germany). The 

typical plant size is around 8–15 MW but larger plants are planned or are in the realization phase, for 

example in Goteborg (Sweden; 32 MWth).  

Biomass steam gasification in DFB reactors can play an important role for the supply of 

renewable energy:  

 A wide product range can be generated: electricity, heat, fuels for transportation 

such as Fischer-Tropsch diesel, synthetic natural gas (BioSNG), mixed alcohols or 

pure hydrogen and synthetic chemicals. 

 Electrical efficiencies up to 30% are possible also in plant sizes around 10 MWth [18] 

 The production of electricity can be combined with other products to conform the 

electricity production to the electricity demand, known as polygeneration. During 

low electricity demand other products can be generated which can be stored easily 

(e.g. SNG) 

 The existing infrastructure for distribution of fuel can be used with the production of 

e.g. BioSNG and Fischer Tropsch diesel. A synergy between the gas grid and the 

electricity grid can be achieved by the production of BioSNG during a reduced need 

for electrical energy  

The success of the technology biomass steam gasification is depending on if the demands of the 

market can be fulfilled. This includes high efficiencies, high availability and a flexibility concerning the 

fuel type (woody biomass, energy crop, waste etc.) and product flexibility according the demands of 

the market (electricity, heat, fuel for transportation, chemicals). Furthermore the technology needs 

to be more efficient and cheaper than conventional technologies for the utilization of renewable 

energy sources (e.g. steam turbine after combustion). 
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1.4 Objective, relevance and scope of this work 
The utilization of biomass in dual fluidized steam gasification plants is already carried out in 

industrial scale in Güssing, Austria, Oberwart, Austria and other plants. The operation level of the 
plants increased significantly within the first years of operation of the plant. An unsolved problem is 
still a lack of knowledge about the behavior of inorganic matter in the plant and their influence on 
fouling and slagging in the plant. Fouling and slagging occurs mainly in the combustion reactor and 
flue gas path in the CHP plant in Güssing and causes unscheduled downtime and a loss of operation 
time. The operation time which was reached at the CHP plant in Güssing is 7000 hours per year 
maximum. 

This work deals with on the optimization of the CHP plant in Güssing by focusing on a better 
understanding of inorganic reactions and their influence of the operation on the plant. Samples of 
inorganic matter were analyzed and discussed, mass balances of inorganic matter were presented 
and suggestions for the optimization of the CHP plant in Güssing were given. The optimization of the 
operation at the plant in Güssing is documented and suggestions for the plant design and operation 
of other plants in future are presented.  

This thesis is based on six articles which were published in international journals. The articles are 
summarized and discussed in this thesis. Full articles are attached in the appendix and can be 
accessed online at the journals homepages. 

Publication I and publication IV focuses on investigations in the bed material which is used in DFB 
gasification plants. With the new findings of the bed material investigations that bed material is 
modified during application in the gasifier, test runs were carried out in a 100 kW DFB gasifier pilot 
plant to evaluate influence of this bed material modification under scientific conditions. The pilot 
plant findings brought interesting results concerning the catalytic activity of the modified bed 
material and are presented in publication II and III. Applying the conclusions from the pilot plant test 
runs to the industrial scale plant in Güssing led to an optimization of the plant. The optimization 
steps and results of optimization are presented in publication V and publication VI. 
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2 Fundamentals 
This chapter gives an overview over the state of the art of biomass steam gasification in dual 

fluidized beds. The thermal conversion of biomass in fluidized bed plants often causes various 
problems in the operation such as slagging, fouling and bed material agglomeration. The background 
and mechanism of these occurrences which are caused by the inorganic fraction of the fuel and the 
interaction with the bed material is presented. The thermal gasification of biogenous fuels is linked 
to the generation of undesired components in the product gas such as tars. Tars are condensable 
higher carbon hydroxides which condense during cooling down and can cause plugging of heat 
exchangers and pipes in the product gas path. Therefore, catalytic active bed materials are used for 
reduction of tar species. The operation of gasification plants is often limited by the generation of tars 
which is an important edge condition for the design and operation of gasification plants.  

2.1 Biomass steam gasification in dual fluidized bed gasifiers 
The overall reaction of gasification includes various chemical reactions such as devolatilization of 

the biomass, gas-gas reactions and gas-solid reactions. Woody biomass consists in 82% of volatile 
content in mass of the dry substance, typically [19]. The remaining charcoal is gasified by an oxygen-
rich gasification agent such as air or pure oxygen, steam or carbon dioxide. The overall reaction of 
the gasification is endothermic. The main gasification reactions are shown in Table 1. These reactions 
are considered as equilibrium reactions with variable equilibrium conditions according to Le 
Chatelier’s   principle   depending   on   gas   concentrations,   temperature   and   pressure.   Since   various  
reaction paths are possible, an enhancement of reaction paths is possible through the use of 
catalysts. Equilibrium conditions cannot be expected under all conditions but are enhanced by the 
utilization catalytic substances. 

Table 1: Typical equilibrium reactions of the main gas components [19,20] 

Name of reaction Chemical equation ΔH 

kJ/mol 
 

    
Water–gas shift CO + H2O  ↔  CO2 + H2 −40.9 Equation (1) 
Methane reforming CO + 3 H2 ↔  CH4 + H2O –225 Equation (2) 
Water–gas (i) C + H2O  ↔  CO  +  H2 118.5 Equation (3) 
Water–gas (ii) C + 2 H2O  ↔  CO2 + 2 H2 103 Equation (4) 
Boudouard C + CO2 ↔  2  CO 159.9 Equation (5) 
Methanation C + 2 H2 ↔  CH4 –87.5 Equation (6) 
Oxidation (i) C + O2 ↔  CO2 –393.5 Equation (7) 
Oxidation (ii) C + 0.5 O2 ↔  CO –123.1 Equation (8) 

 

Biomass steam gasification in a DFB gasifier is carried out in two reactors to separate the 
endothermic reaction from an external heat supply. The main reactor is the gasification reactor 
operated in a bubbling bed mode where the endothermic steam gasification of the biomass takes 
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place. In a second reactor, the combustion reactor, thermal heat for gasification is provided by the 

combustion of char, which is transferred from the gasification reactor to the combustion reactor. The 

combustion reactor is operated in a fast-fluidized bed regime. The heat is transferred via a circulating 

bed material between the combustion and the gasification reactor. The product gas consists of the 

main components, hydrogen, carbon monoxide, carbon dioxide and methane. Trace substances, like 

higher hydrocarbons, tars, organic sulfur, and nitrogen components are also detectable in the 

product gas in small amounts. The process is well-described in literature [21-24]. 

2.2 Thermal utilization of biomass – ash behavior 
Inorganic matter plays an important role in the gasification properties but can also lead to 

fouling, slagging, and bed material agglomeration, which can cause unplanned shutdowns of thermal 

biomass conversion plants. Various studies of fouling and bed agglomeration are available in the 

literature, with a focus on the utilization of coal with biomass [25-27], but several studies are also 

available for woody or other biomass combustion [28-32]. The difference between combustion 

plants and the DFB biomass gasifier in terms of fouling, slagging, and bed agglomeration is caused by 

the utilization of two main reactors: a gasification reactor with a reducing atmosphere and a 

combustion reactor with an oxidizing atmosphere. Intensive exchange of inorganic matters 

originating from the fuel and bed materials occurs between the two reactors. In contrast to regular 

fluidized bed combustion plants where quartz sand is used, the bed material in DFB biomass 

gasification plants is olivine, which is a magnesium iron silicate.  

Ash of woody biomass can be described as a system that is dominated by silicates with different 

contents of basic oxides and a high content of volatile alkaline sulfates and alkaline chlorides. Besides 

alkali metals, the alkali earth metals also react to form silicates [33,34]. 

The state of matter of the inorganic material (solid, liquid, gas) plays an important role in the 

reactivity of the substances. Equation (1) shows general relationships of the state of matter and the 

reactivity of the substances. Two gaseous components show the highest reactivity, followed by a 

gaseous and a liquid component. Gaseous and solid components have a higher reactivity than two 

liquid components, followed by a liquid and a solid component. Two solid components show the 

lowest reactivity with each other. This is valid for the reactivity and the reaction rate [34]. 

 

Reactivity of the ash  
(g)+(g) >> (g)+(l) >(g)+(s) >(l)+(l) >(l)+(s) >>(s)+(s) Equation (9) [33] 
(g) gaseous elements, (l) liquid elements, (s) solid elements   
 

The substances which are typically detectable in biomass ashes can be split into acid and basic 

substances (Table 2). The reactivity decreases from the first to the last line [34]. 
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Table 2: Classification of ash compounds [34] 

Basic compounds Acidic compounds 
KOH (l, g)  P2O5 (g) 
NaOH (l, g)  SO2 (g)/SO3 (g) 
CaO (s) SiO2 (s) 
MgO (s) HCl (g)  
H2O (g) CO2 
 H2O (g) 

 

Considering the main components of biomass ash, a binary mixture of potassium and silicon 

oxides is the substance with the lowest melting point, forming a eutectic point at 752 °C with a ratio 

of 31% K
2
O to 69% SiO

2 
by weight. Three different crystal phases are formed: K

2
O*SiO

2
 (melting point 

976 °C), K
2
O*2SiO

2
 (melting point 1036 °C), and K

2
O*4SiO

2
 (melting point 765 °C) [35]. 

The phase diagram for the three-component system of the oxides of potassium, calcium, and 

silicon which represents the main components of biomass ash forms eutectic points with melting 

temperatures of around 850 °C [36]. Other elements such as sulfur, chlorine, and potassium have a 

significant influence on the physical form of the ash mixture at high temperature. The main reactions 

of ash components were summarized by Boström et al. [34] and are shown in Table 3. These 

reactions can take place under proper conditions such as temperature, pressure, and availability of 

reaction partners. Mineral substances can be formed, and amorphous melts can also be detected at 

fast cooling rates.  

The release of alkaline metals in the gas phase is important for the formation of fouling, slagging, 

and bed material agglomeration because these elements condense after cooling and react with other 

elements during condensation, which can lead to fouling at heat exchangers. On the other hand the 

reactivity of elements in the gas phase is higher compared to elements incorporated in a solid crystal 

structure as described above.  
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Figure 4: Possible transformations and release mechanisms of organically associated K and KCl during devolatilization 
and combustion of biomass [37] 

Van Lith et al. [37] studied the mechanism and modification of potassium during the 

devolatilization and combustion of biomass as shown in Figure 4. Due to its metabolic function 

potassium is highly mobile within all levels of the plant. During drying of the wood, potassium is likely 

to precipitate in the form of salts such as KCl, K2SO4, KOH and K2CO3. Some of the potassium is bound 

in organic structures in carboxyl groups. In spruce and beech about 40 % of the potassium is 

organically associated. During devolatilization and combustion of biomass organically bound 

potassium and inorganic bound potassium follow different reaction schemes. Inorganic bound 

potassium e.g. potassium chlorine is stable and is evaporated at higher temperatures. Carboxyl 

groups start to decompose at temperatures lower than 300 °C and atomic potassium will be 

released. This elemental potassium is likely to react with phenol groups which are stable at these 

temperatures or it remains in the gas phase. At higher temperatures, it is suggested that potassium is 

bound to phenol groups, which decompose at temperatures higher than 400 °C, while potassium is 

released to the gas phase, probably in elemental form. During the combustion at temperatures about 

850°C organically bound potassium is oxidized to potassium carbonate. Elemental potassium can also 

react with minerals which remain stable or it reacts with oxygen to form potassium carbonate. The 

decomposition of potassium carbonate (K2CO3) seems to be the dominant mechanism at 

temperatures higher than 800 °C.  
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Table 3: Survey of major secondary ash-forming reactions (schematic) [34] 

Reaction Comments  
𝑃 𝑂 (𝑔) +   2𝐾𝑂𝐻  (𝑔) ↔ 2𝐾𝑃𝑂   (𝑙, 𝑔) +  𝐻 𝑂  (𝑔) Fast reaction,* product 

molten and partially 
volatile in residual ash** 

Equation (10) 

𝑆𝑂 (𝑔) +   2𝐾𝑂𝐻  (𝑔) ↔ 𝐾 𝑆𝑂   (𝑙, 𝑔) +  𝐻 𝑂  (𝑔) Fast reaction, product 
molten or not 

Equation (11) 

𝐻𝐶𝑙(𝑔) +   𝐾𝑂𝐻  (𝑔) ↔ 𝐾𝐶𝑙  (𝑔, 𝑙) +  𝐻 𝑂  (𝑔) Fast reaction, product not 
stable in residual ash 

Equation (12) 

𝑆𝑖𝑂 (𝑠) +   2𝐾𝑂𝐻  (𝑔) ↔ 𝐾 𝑆𝑖𝑂   (𝑙) +   𝐻 𝑂  (𝑔) Medium fast reaction, 
product stable and molten 
in residual ash 

Equation (13) 

𝐶𝑂 (𝑔) +   2𝐾𝑂𝐻  (𝑔) ↔ 𝐾 𝐶𝑂   (𝑙, 𝑔) +  𝐻 𝑂  (𝑔) Fast reaction, product not 
stable in residual ash 

Equation (14) 

𝑃 𝑂 (𝑠) +   3𝐶𝑎𝑂  (𝑠) ↔ 𝐶𝑎 𝑃 𝑂   (𝑠) Medium fast reaction, 
product stable and solid in 
residual ash 

Equation (15) 

𝑆𝑂 (𝑔) +   𝐶𝑎𝑂  (𝑠) ↔ 𝐶𝑎𝑆𝑂   (𝑠, 𝑙) Medium fast reaction, 
product (not) stable and 
solid in residual ash 

Equation (16) 

2𝐻𝐶𝑙(𝑔) +   𝐶𝑎𝑂  (𝑠) ↔ 𝐶𝑎𝐶𝑙   (𝑔, 𝑙) +   𝐻 𝑂  (𝑔) Medium fast reaction, 
product not stable in 
residual ash 

Equation (17) 

𝑆𝑖𝑂 (𝑠) +   𝐶𝑎𝑂  (𝑠) ↔ 𝐶𝑎𝑆𝑖𝑂   (𝑠) Slow reaction,*** product 
stable and solid in residual 
ash 

Equation (18) 

𝐶𝑂 (𝑔) +   𝐶𝑎𝑂  (𝑠) ↔ 𝐶𝑎𝐶𝑂   (𝑠) Medium fast reaction, 
product not stable in 
residual ash** 

Equation (19) 

𝐾 𝑆𝑖𝑂 (𝑙) +   𝐶𝑎𝑂  (𝑠) ↔ 𝐾 − 𝐶𝑎 − 𝑆𝑖𝑙𝑖𝑐𝑎𝑡𝑒  (𝑙) Rather slow reaction,*** 
product stable and molten 
in residual ash 

Equation (20) 

* The reaction rates are classified into four categories on an arbitrary scale 
** The stability in residual ash varies according to the thermal condition of the specific 
appliance.  
*** These reaction rates are also highly dependent upon the dispersion of fuel and reactant 
particles. 

 

Novaković  et  al. [38] showed in laboratory scale test runs with mixtures of potassium, calcium, 
and silicon that the release of potassium into the gas phase is mainly dependent on the calcium 
content in the mixture, the water content in the gas phase, and the temperature. The release rate is 
independent of the origin of the calcium (e.g. CaCO3 or Ca(OH)2). The absence of steam reduces the 
release of potassium, while doubling the calcium content brings a higher release of potassium.  
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The chemical mechanism of the release of potassium from potassium carbonate is shown in 
Equation (14), Table 3.  An  excess  of  water  moves  the  equilibrium  according  to  Le  Chatelier’s  principle  
towards KOH(g) and CO2(g) and, with that, towards a higher release rate of potassium into the gas 
phase.  

Comparing the release of potassium into the gas phase in an oxidizing atmosphere (combustion) 
and a reducing atmosphere (gasification), a higher release rate can be expected in the reducing 
atmosphere of the gasification reactor at the same temperatures [39,40]. 

The consequences of ash melting or the release of inorganic matter into the gas phase can be 
fouling, slagging, and bed material agglomeration. Deposits occurring in the high temperature 
sections of furnaces are called slagging. Radiative heat transfer is dominant in the areas where 
slagging occurs. Deposits in the convective heat transfer zones of the boiler are called fouling and 
takes place in the areas where the gases are cooled [27]. Bed material agglomeration is the 
consequence of sticking bed material particles which glue together to larger particles (agglomerates). 
These undesired large particles decrease the mixing in the fluidized bed and may result in a collapse 
of the fluidized bed.  

2.3 Bed material fundamentals 
The type of bed material used is important for the gasification performance of the plant. Using 

olivine, a magnesium-iron silicate, is state of the art for these gasifiers due to its catalytic properties. 
The positive effects of olivine on tar reduction have been shown in various studies [41-46]. 

In industrial scale applications which are working at high availabilities of around 8,000 operating 
hours per year a long-term interaction of bed material with other inorganic substances that are 
available is possible. In the following possible interactions of olivine with ash components are 
presented and discussed. An interaction and modification of the bed material by ash components of 
the biomass is considered to influence the catalytic properties of the bed material.  

An overview over the influence of the catalytic activity of the olivine on the gasification 
performance is given. 

2.3.1 The characteristics of olivine and its interaction with other inorganic 

elements in thermal biomass conversion plants 
Due to high temperatures in combustion and also gasification plants interactions between 

inorganic matter (biomass ash and additives) and bed material is possible. These high temperature 
reactions can cause bed material agglomeration and fouling. Agglomeration is often initiated by a 
layer formation on the bed material particles. A layer formation at the surface of bed material 
particles in biomass combustion plants is described in literature for quartz sand [47-51] but also for 
olivine [29,52-54].  

The formation mechanism of the layers on the bed material particles is described by Öhman et 
al. [55] and was improved by Brus et al. [48], De Geyter [56], and Grimm et al. [57] for quartz as bed 
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material. This mechanism is summarized by Grimm et al. [52] as follows: (a) Initiation by coating: ash 
components are melted and sintered onto the surface of the particle. This is initiated by potassium 
silicate melting accompanied by the diffusion or dissolution of calcium into the melt. This mechanism 
is suggested to be typical for woody fuels with ash rich in calcium and potassium with small amounts 
of silicon and phosphor. (b) Potassium compounds in gaseous or aerosol phase react directly with the 
particle surface, forming potassium silicates at the surface followed by sintering and agglomeration. 
This mechanism is suggested to be typical for fuels with high alkali content and relatively low silicon 
and phosphor contents. (c1) Direct adhesion of melted potassium silicate particles or droplets: this 
mechanism is typical for fuels with high potassium content and high content of organically bound 
silicon. (c2) Direct adhesion by partly molten potassium-calcium phosphates or magnesium 
phosphates: this is typical for biomass rich in phosphor, potassium, and calcium or magnesium.  

Scala et al. [58] described the formation of agglomerates around burning particles where the 
temperatures are locally higher than in the rest of the fluidized bed.  

Phosphor is described in literature to have significant influence on the agglomeration behavior 
which is relevant with alternative fuels [52,57,59]. The influence of phosphor on the adhesion of 
potassium and its influence on the layer formation with woody biomass are considered to be low 
because of low phosphor concentrations in the fuel ash and in the particles.  

Olivine the bed material in DFB plants is a natural mineral that has its origin in basaltic magma. It 
is a magnesium iron silicate and the first or an early crystallization phase from basalts [60]. Various 
authors from different disciplines have published examinations of the crystal structure and 
properties of olivine. Calcium diffusion in olivine is of interest in mineralogy for determining the 
cooling rate of samples from meteorites. These studies also show interesting results regarding the 
utilization of olivine in DFB gasifiers, its modification during long-term utilization, and the interaction 
with biomass ash.  

Olivine consists of two crystal structures: fayalite and forsterite. Fayalite is an iron-containing 
silicate, Fe2SiO4, and forsterite is the phase which is rich in magnesium, Mg2SiO4. The crystal structure 
of olivine is orthorhombic; it has two distinct metal sites (called M1-O and M2-O in literature) of the 
octahedrally coordinated cations, which can be Fe, Mg, Ni, Mn, or Ca. These two positions are 
interchangeable with different ions. At temperatures higher than 600 °C the angular distortion of the 
M1 and M2 octahedra increases and the exchange of ions at these positions is enabled [61]. With 
increasing temperature the distances at the M-O positions increase while the Si-O distances show 
zero or slightly negative expansions [61]. The behavior of fayalite is similar to forsterite with 
increasing temperature [61]. The position M2 is suggested to be preferred by calcium ions when 
exchanging Fe ions [61]. The Ca-Fe substitution in olivine is more extensive than Ca-Mg substitution 
because of the difference between the radii of Fe and Mg cations [62]. The diffusion rate of calcium 
into olivine is lower than the diffusion of iron or magnesium [62,63]. The diffusion rates along the 
different axes of the crystal structures show that diffusion occurs four to eight times faster along one 
axis compared to the other two axes [63]. The diffusion rates of calcium into the olivine structure 
increase with increasing oxygen fugacity because the partial oxidation of the Fe2+ ions to Fe3+ is 
charge balanced by the formation of these vacancies [63]. 
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These findings seem to be relevant to the application of olivine in DFB gasification. They can help 
understanding the influence of the calcium rich woody biomass ash on layer formation, and its 
influence on the gasification properties. The modification of olivine due to the mobility of the iron 
ion at high temperatures is reported to have a positive influence on tar cracking in biomass 
gasification [42,44]. Fredriksson et al. [64] reported that unused olivine in a DFB gasifier is modified 
by the different atmospheres in the combustion reactor and the gasification reactor. In the 
combustion atmosphere, iron is mostly available as Fe2O3 and Fe3O4 or MgFe2O4, but it is reconverted 
under a reducing atmosphere to Fe and Fe3C and the formation of graphitic carbon can be detected 
[64].  

2.3.2 The catalytic properties of olivine for tar reduction 
Undesired by-products  of  biomass  gasification  are  described  by  the  collective  term  “tars”.  Tars  

are   defined   as   follows:   “The   organics,   produced   under   thermal   or   partial-oxidation regimes 
(gasification)   of   any   organic   material,   are   called   ‘tars’   and   are   generally   assumed   to   be   largely  
aromatic”  [65].  

Table 4: Possible reactions of hydrocarbons in hot gas cleaning conditions, with toluene as model hydrocarbon [20] 

Name of reaction Chemical equation ΔH 

kJ/mol 
 

Steam reforming C7H8 + 7 H2O  →  7  CO  +  11  H2 876 Equation (21) 
 C7H8 + 14 H2O  →  7  CO2 + 18 H2 647 Equation (22) 
Steam dealkylation C7H8 + H2O  →  C6H6 + 2 H2 + CO 123 Equation (23) 
 C7H8 + 2 H2O  →  C6H6 + 3 H2 + CO2 90 Equation (24) 
Hydrocracking C7H8 + 10 H2 →  7  CH4 –713 Equation (25) 
Hydrodealkylation C7H8 + H2 →  C6H6 + CH4 –104 Equation (26) 
Dry reforming C7H8 + 7 CO2 →  14  CO  +  4  H2 1105 Equation (27) 
 C7H8 + 11 CO2 →  18  CO  +  4  H2O 1236 Equation (28) 
Thermal cracking nC7H8 →  m  CxHy + p H2 – Equation (29) 
Carbon formation C7H8 →  7  C  +  4  H2 –73 Equation (30) 

 

These tars cause operational problems when cooled down and condensed at heat exchangers, 
plugging pipes, and so on. Various research activities focus on reduction of these tars before further 
utilization of the product gas. The chemical reactions concerning tar reduction are described in Table 
4 for toluene as a model component. Similar reactions can be described for the other tar 
components. These chemical equations allow a wide range of reaction schemes and show the 
complexity of the topic.  

To decrease the amount of tar in the product gas, catalytic active material for further tar 
reduction is used in the fluidized bed. The use of olivine as a bed material has become state of the art 
in industrial scale DFB steam gasification plants. Additionally calcium-rich additives such as calcite or 
dolomite are used for further reduction of the tar content in the producer gas.  
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The positive effect of olivine on tar reduction has been reported by various authors with regard 
to various fuels [41-44,66-70]. A better catalytic activity of the olivine can be achieved by calcination 
of olivine [42,71]. Even better conversion is achieved by the use of modified olivine such as Ni-
olivine, Fe-olivine [41,69,72-75] or synthetic catalysts [76-78]. 

Dolomite also showed good results with regard to the catalytic activity for reducing tars 
[23,41,67,79-82].  

A comparison of dolomite and inert bed material was carried out by Ruoppolo et al. [76] They 
reported a 50% higher tar conversion in a fluidized bed using dolomite as bed material compared to 
quartzite as well as a reduction of the number of tar components.  

Corella et al. [67] reported that the tar removal efficiency with dolomite was ~ 1.4 times better 
compared to olivine in a fluidized reactor. In a previous publication the authors concluded [83] that 
the introduction of dolomite into the fluidized bed gives better results compared to a down-stream 
usage of dolomite in a second reactor. The polymerization of tars is suspected to take place when 
using a gasification reactor with silica sand and a down-stream reactor with dolomite. 

A laboratory scale quartz tube reactor was used by Simell et al. [20] to study the decomposition 
of toluene, which was used as a model component for tar over dolomite and nickel catalyst. They 
concluded that the dry reforming reaction (Equation (27) and Equation (28)) and steam reforming 
reaction (Equation (21), Equation (22)) take place with both catalysts. The presence of steam inhibits 
the dry reforming reaction but tar decomposition is carried out with steam reforming. The presence 
of gasification gas on dolomite reduced the tar decomposition on dolomite due to the inhibition of 
active sites by CO2, CO and H2.  

Alarcon et al. [84] studied the catalytic activity of a mixture of CaO with MgO for naphthalene 
steam gasification in a fixed bed. While pure MgO and CaO achieved carbon conversion of 54 and 
62%, respectively, a mixture of 10% CaO and 90% MgO showed the highest carbon conversion, 79%. 
A catalytic synergy between the two oxides was described.  

Similar results were published by Delgado et al [85]. The authors studied the catalytic activity of 
calcined dolomite, calcite, and magnesite in a fixed bed reactor reforming product gas of a fluidized 
bed gasification reactor. The fixed bed reactor was loaded with the catalyst. They reported better gas 
yields and tar reduction with dolomite followed by calcite and magnesite.  

Kyotani et al. [86] investigated the mechanism of calcium catalysis of carbon gasification with 
oxygen. They found that calcium enhances the formation of CO2 in carbon gasification with O2. The 
process was explained as follows: O2 dissociatively chemisorbs on CaO particles to form CaO(O). The 
active oxygen from CaO(O) quickly migrates to the carbon surface to form C(O). When active sites 
around CaO are occupied by C(O), oxygen reacts with the C(O) at the active site to CO2 which is 
released leaving an active site on the CaO. 
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Nair et al. [87] studied the tar removal of biomass-derived fuel gas by pulsed corona discharge 
with respect to the decomposition scheme of naphthalene. They concluded that the most favorable 
pathway for tar decomposition is the direct attack of oxygen radicals.  

This theory is also confirmed by studies by Chen and Yang [88] on alkali and earth alkali metals 
where the authors catalyzed gasification reactions of graphite by CO2 and H2O. They reported the 
formation of C-O-M groups, where M denotes for the metal. Oxygen radicals have their origin in CO2 
and H2O. In earlier studies they found that particles are more active than single C-O-K groups [89]. 

However, the usage of bed materials with better catalytic activity than olivine is desired. 
Alternative bed materials to olivine often face problems with attrition (e.g. dolomite [41,68]) or their 
preparation is expensive (e.g. synthetic catalysts). The disposal of wastes of alternative bed materials 
such as nickel coated bed material is also problematic. 
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3 Facilities for investigation 
Research activities were carried out at the industrial-scale plant in Güssing, Austria and at 

different test facilities in pilot plant scale and laboratory scale. Various analyses methods were 

carried out to characterize samples. 

Due to the fact that fouling could not be reproduced at small scale plants, various samples had 

been investigated from the CHP plant Güssing. Assumptions which were made from investigations at 

the CHP plant Güssing could be confirmed in a 100 kW pilot plant at the Institute for Chemical 

Engineering at the Vienna University of Technology and a lab scale fluidized bed test rig from 

Bioenergy 2020+ GmbH.  

3.1 CHP plant Güssing 
The CHP plant Güssing is part of a concept of the municipality of Güssing to replace fossil fuels by 

renewable energy sources. The DFB biomass-steam gasification plant has a thermal power of 8 MW 

and an electrical power of 2 MW. The plant went into operation in late 2001 and had an operation 

time of ~72,000 h at the gasifier and ~66,000 h at the gas engine up to April 2013. Wood residues 

harvested in the local area are used as fuel. Various literature is available about the plant [21,22,24]. 

Figure 5 shows the basic flow sheet of the DFB process operated at the plant in Güssing. Woody 

biomass is gasified with steam at 850-900°C in a stationary fluidized bed. The required heat is 

transferred with the bed material from the combustion reactor, which is operated at 950-1000°C, to 

the gasification reactor. 

The product gas leaves the gasifier at 850°C through the product gas cooler, where it is cooled 

down to 160°C. Mostly inorganic particles with fine char particles that are not gasified leave the 

gasification reactor with the product gas. This fly char—containing fine char particles, tars, and 

mainly inorganic matter such as biomass ash, bed material attrition, and catalytic additives—is 

separated from the product gas flow in the product gas filter and is burnt in the combustion reactor 

to utilize the remaining energy of the char. The product gas is further washed at a rapeseed methyl 

ester (RME) scrubber and compressed for further utilization.  

A part of the fuel that is not converted in the gasifier is transported together with bed material 

via a chute to the combustion reactor where it is burnt. After the combustion reactor, bed material is 

separated from the flue gas in the cyclone and the hot bed material is fed to the gasifier, supplying 

the required heat for gasification. Fine particles like ash, bed material attrition, and additives leave 

the cyclone with the flue gas at 970-1000°C. Depending on the performance of the cyclone, the fly 

ash can contain a considerable content of bed material. The flue gas is cooled down in several heat 

exchangers to 160°C, and fly ash is separated in the flue gas filter. A part of the fly ash is recirculated 

to the gasifier due to its catalytic activity for gasification (fly ash circulation) while the other part is 

disposed (ash container). 
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Figure 5: Basic flow sheet of the DFB gasification plant in Güssing (including sampling points) 

Inorganic flows enter the plant with the biomass ash into the gasifier, fresh bed material is added 
to the combustion reactor, and calcium-rich additives such as dolomite or calcium oxide are used as 
catalytic agents either prior to the gasifier or right before the product gas filter. Inorganic matter is 
discharged only at the flue gas filter to the ash container. 

Due to the demo character of the Güssing plant, the potential for its improvement in terms of 
design and engineering was determined and applied in later plants which are described in the 
following. 

One of the main differences between the scale of the Güssing prototype plant and those 
constructed in the following years is the size of the combustion reactor and flue gas pathway. While 
the Güssing plant was designed for 15% fuel water content, later plants were constructed with higher 
levels of water in mind due to the low availability of wood chips and wood residues with water 
content of around 15% on the Austrian and European markets. However, the plant at Güssing now 
operates using fuel with significantly higher water content (20-45%). Besides the larger size of the 
combustion reactor, a low temperature biomass dryer positioned prior to the gasifier in more 
modern plants can be considered state of the art.  

The flue gas path in the Güssing plant includes a post combustion chamber followed by a shell 
and tube heat exchanger, with the flue gas contained inside the tubes. In contrast, the current state 
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of the art design for flue gas cooling involves convection after the post combustion chamber in order 
to cool the gas to below the melting temperature of all ash components. A comparison of both flue 
gas pathways is shown in Figure 6. 

 
Figure 6: Comparison of flue gas cooling at the Güssing plant (A) and the current state of the art (B) 

The Güssing plant currently operates at levels unsuited to its size. This results in the fouling and 
slagging of the combustion reactor, cyclone and at the first heat exchanger (air preheater), issues 
which are not seen in newer plants such as that e.g. in Oberwart/Austria. Nevertheless, the operating 
conditions and scale of the Güssing plant, as well as the resulting problems, can be used to form the 
basis for developing a better understanding of the DFB gasifier in terms of inorganic matter. Indeed, 
various research activities have recently been carried out in order to understand the behavior of 
inorganic matter in the system, and to increase the efficiency and availability of the plant.  

3.2 Pilot plant gasifier at Vienna University of Technology 
At the pilot plant at the Institute of Chemical Engineering, Vienna University of Technology, the 

basic design parameters of the gasifier in Güssing, Austria were developed. The basic principal of the 
gasifier is the same as that of the industrial scale plant in Güssing but due to its size some details are 
different. The pilot plant shown in Figure 7 is well-described in literature [41,91,92]. 

However, the gasifier consists of a gasification reactor with a bubbling bed, which is fluidized by 
steam, and a combustion reactor with a fast fluidized bed, which is fluidized by air. The bed material 
is circulated between the two reactors to carry the heat from the combustion reactor to the 
gasification reactor. The separation of the bed material and the flue gas after the combustion reactor 
is carried out using a gravity separator. Siphons are located between the gasification reactor and the 
combustion reactor to avoid leakage of gases from the combustion reactor such as air of flue gas into 
the gasification reactor.  
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Figure 7: 100 kW gasifier at the VUT [93] 

 

The fuel is dosed into the fluidized bed of the gasifier where water and volatile components of 
the fuel are released. The remaining char is gasified with steam. A part of the char is transported with 
the bed material to the combustion reactor, where the char is burnt.  

In contrast to the industrial scale plant the pilot plant is designed to add fuel into the combustion 
reactor to provide a part of the required heat for the gasification not via transport of char through 
the chute but from outside of the whole system. Light fuel oil is used in the pilot plant. The amount 
of fuel in the combustion reactor with constant gasification temperatures allows a qualitative 
evaluation of the gasification properties of the fuel. In the industrial scale gasifier, fly coke from the 
filters, tar, saturated RME, and a small quantity of product gas are injected into the combustion 
reactor. The product gas is used to control the temperature of the gasification system. 

The pilot plant is equipped with temperature, pressure and volume flow measurements which 
were logged continuously. Gas measurement in the product gas stream and in the flue gas stream is 
carried out. Gas analyses of the pilot plant are described in chapter 4.4.1. 
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3.3 Lab scale fluidized bed test rig 
A bench-scale fluidized bed reactor was used to evaluate the influence of the surrounding gas 

atmosphere on the crystal structure of the bed material particles. The test rig consists of a reactor, a 
gas-supplying system, a solid-fuel-dosing system, and off gas handling (heat exchanger, cyclone, and 
filter). The off gas leaving the reactor and cooling section at gasification operation conditions has to 
be finally burnt before released to the environment. A flow sheet of the test rig is shown in Figure 8. 

 

Figure 8:  Flow sheet of the 5 kW lab-scale reactor 

 

The bench-scale reactor is made of stainless steel (1.4841) with a total height of 1.85 m, inner 
diameter of 65 mm, and wall thickness of 3 mm in the bed section. The reactor consists of two 
fluidized beds located above each other (FB1, FB2). Two perforated stainless steel plates are used as 
distributors. The lower fluidized bed serves for pre-heating the gas and the upper fluidized bed is 
used for the reaction and investigations. The lower fluidized bed has a height of 550 mm between 
the two distributors and the lower bed itself has a height of 100 mm; the upper fluidized bed is 1200 
mm in height from the distributor to the gas exit. At the beginning of the experiments bed material is 
fed in to obtain also a bed height of 100 mm. 

The gas composition and flow rate are controlled by mass flow controllers. An electrically heated 
steam generator is used for supplying steam at atmospheric pressure. A bin with a screw-dosing 
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system can be used for adding material into the fluidized bed. The conveying screw is speed-
controlled by a frequency converter.  

Before leaving the flue gas to the atmosphere, the gas is cooled down in a tube heat exchanger 
and cleaned in a cyclone and filter, and at operation in gasification conditions it has to be burned 
before it is released into the atmosphere.  

To heat the fluidized bed and keep the temperature constant, the reactor is equipped with 
electrical wall-heating elements which are regulated with proportional controllers. One heating shell 
is used for heating the lower fluidized bed (heating shell 1). The upper fluidized bed is heated with 
three heating elements. 

The temperature is measured with one thermocouple at the lower fluidized bed and with three 
thermocouples at the upper fluidized bed and freeboard sections. All thermocouples are of type K 
with a measuring range of up to 1050 °C. 
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4 Results 
For better understanding of the behavior of inorganic matter and the influence of the operating 

conditions in the CHP plant Güssing on formation of fouling samples of inorganic matter in the plant 
were taken. Bed material represents the biggest fraction of inorganic matter in the system.  

Investigations of the bed material brought the new finding, that the bed material is modified by 
long-term interaction with the biomass ash during the operation of the system. Based on this finding, 
further investigations were carried out to clarify where bed material modification takes place: in the 
gasification reactor or in the combustion reactor and theories for the mechanism of the modification 
were discussed.  

The influence of this bed material modification on the gasification properties was studied in pilot 
plant test runs at the gasifier at the Vienna University of Technology. Based on these pilot plant test 
runs, conclusions were drawn for the optimization of the CHP in Güssing. These optimization steps 
included an analysis and modification of the inorganic loops in the plant and a focus on operational 
parameters.  

An evaluation of the success of the optimization measures at the CHP plant Güssing was carried 
out with mass and energy balances. 

4.1 Bed material investigations  
Bed material samples were investigated to evaluate the influence of inorganic matters such as 

biomass ash and additives on the bed material which is presented in Publication I. These 
investigations are related to the composition of biomass ash and fly ash. Fresh bed material particles 
which were not utilized in the system and bed material particles which were sampled at the plant 
were compared. A second study presented in Publication IV compares the elemental composition of 
micrographs which represent the inside of the particle with the elemental composition of particle 
surface examinations. A study of the thermal behavior in different atmospheres is presented. The 
mechanism of bed material modification is discussed and a suggestion whether modification takes 
place in the gasification reactor or in the combustion reactor is given.  

4.1.1 Sampling and analysis of bed material 
Unused bed material samples were taken at the delivery of fresh olivine. Used bed material was 

taken from the bottom of the combustion reactor during shutdown after cooling down the plant. 
Since the retention time of the bed material in the reactor varies due to the continuous supply of 
small amounts of fresh olivine to replace bed material loss due to abrasion, a number of samples 
were taken for elemental analyses.  

The elemental composition of the samples was determined using X-ray fluorescence (XRF) and 
calculated as oxides. Samples for XRF were melted in a Merck Spectromelt at 1050°C and dumped on 
a 400°C stainless steel plate. The analyses were carried out with a PANalytical Axios Advanced 
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analyzer under vacuum atmosphere with a rhodium anode and an excitation voltage of 50 kV and a 
tube current of 50 mA. The results indicate the elemental composition of the total sample calculated 
in oxides. Two bed material samples were analyzed by X-ray diffraction measurements. X-ray 
diffraction  measurements  were  performed  on  a  PANalytical  X’Pert  PRO   system.  Refinements  were  
performed using the TOPAS 4.2 program package. 

The samples for the SEM-EDX analysis were mounted in epoxy, sanded and polished. Analyses 
were carried out on a Scanning Electron Microscope FEI Philips model XL30 combined with energy 
dispersive X-ray spectroscopy (SEM with EDX). A number of spot analyses were taken for 
composition of the layers of different particles and average compositions were calculated. The EDX 
indicates the elemental composition of the surface of the sample. 

Thermo-gravimetric analysis (TGA), differential thermal analysis (DTA), and differential scanning 
calorimetry analysis (DSC) of fresh and used bed material particles were carried out in a NETZSCH STA 
449 C Jupiter System. The sample crucible is equipped with a thermocouple for direct measurement 
of the temperature. The mass is measured by an electromagnetically compensated microbalance 
with a resolution of 0.1µg and a maximum capacity of 5g. The furnace allows temperatures of up to 
1650 °C with heating rates between 0.01 and 50 K/min. Heating rates of 10 K/min were chosen to 
ensure minor mass or heat transfer limitations. The signal-to-noise ratio of the DSC is 15µW. The gas 
used to provide the desired atmosphere flows upwards and the desired gas composition is mixed out 
of gas bottles with the aid of mass flow controllers. Gas flows were set to 40*10-6 m³/min. The mass 
for each sample was chosen to be approximately 70 mg. The results of the TGA were related to the 
mass at 250 °C as a reference mass. Temperatures below 250 °C are not considered due to inaccurate 
temperature controlling of the oven and because temperatures lower than 250°C are not from 
interest for this topic. The thermal analyses were carried out once for each sample in three different 
atmospheres.  

A bench-scale fluidized bed reactor (see chapter 3.3) was used to evaluate the influence of the 
surrounding gas atmosphere on the crystal structure of the particles to obtain a better knowledge of 
whether the bed material modification takes place in the gasification or the combustion reactor of 
the DFB system.  

Table 5: Test conditions for gasification and combustion in the test rig 

 Unit Gasification Combustion 
Temperature °C 840 ± 8 960 ±10 
Duration of the test run min 150 150 
Fluidization gases and 
supplements  

 Product gas (from industrial scale 
gasification plant, dry, after 

scrubber) 
Steam 

Air 
Product gas 
Char dust 

Steam 
 

To generate similar gasification and combustion conditions compared to the industrial-scale DFB 
gasification plant, similar fuels are used. The gasification atmosphere is generated by using product 
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gas from the Güssing plant for fluidization as the test rig was located in a laboratory just beside the 
Güssing plant. Since the tapping point of the product gas in the industrial-scale plant is located after 
the product gas cleaning (filter and scrubber), the gas is mixed with steam to generate a water 
content similar to that in the gasifier. The test conditions used in the test rig are summarized in Table 
5. The combustion conditions were generated by combustion of product gas and char from the 
industrial-scale plant. To ensure similar steam content in the combustion atmosphere, steam is 
added. The gas atmospheres of the gasification and combustion conditions are summarized in Table 
6. The detailed product gas composition is described elsewhere [14,21]. 

Table 6: Gas composition of combustion and gasification 
atmosphere 

Component Unit Gasification 
atmosphere 

Combustion 
atmosphere 

H2 %db ~42 – 
CO %db ~20 – 
CO2 %db ~23 ~9 
CH4 %db ~9 – 
O2 %db <0.2 8.5 
N2 %db <1.5 rest 
CnHm  <4.3 - 
Water % 40 19 
    

 

4.1.2 Results of bed material investigations 
The retention time of bed material in the CHP plant in Güssing during regular operation is 

between 50 and 100 hours in average. Bed  material  which  is  described  as  “used  bed  material”  was  
sampled after regular production of around 4 weeks which ensures retention time of the samples of 
50 – 100 hours in the system. 

The results of the XRF analyses of used and unused olivine are shown in Table 7. The natural 
mineral olivine consists of magnesium, silicon and iron ((Mg, Fe)2SiO4) as its main components. The 
results for the elemental analysis were as expected. The elemental composition of the used bed 
material showed a significant increase in calcium and potassium content. A comparison of the 
elemental composition of the main components is visualized in Figure 9.  
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Table 7: Comparison of unused 
and used olivine 
 Unused 

olivine 
Used 
olivine 

 wt.-% wt.-% 
MgO 46.8 40.0 
SiO2 39.8 34.9 
CaO 0.9 10.0 
Fe2O3 10.3 8.1 
K2O 0.32 3.8 
Na2O 0.43 0.73 
Al2O3 0.40 0.60 
Cr2O3 0.28 0.55 
MnO 0.15 0.29 
P2O5 0.03 0.25 
Cl 0.10 0.21 
NiO 0.31 0.20 
SO3 0.06 0.06 
Others 0.12 0.31 

 
 

 

Figure 9: XRF analysis – comparison of unused and used olivine 
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Table 8: XRD results of unused and used olivine 

  Unused 
Olivine 

Sample A 

Used 
Olivine 

Sample B 

Comparison 
unused olivine vs. used 

olivine 
Forsterite Mg2SiO4 S S Sample A>> sample B 
Bredigite Ca14Mg2(SiO4)8 n/a S-M New phase in sample B 
Periclase MgO n/a M New phase in sample B 
Larnite Ca2SiO4 n/a M New phase in sample B 
"Pyrophyllite 1A 
(dehydroxylated)"  

Al2Si4O10(OH)2 n/a TR-M New phase in sample B 

Magnetite Fe3O4 M TR-M Sample A > sample B 
Fayalite Fe2SiO4 n/a TR-W New phase in sample B 
Gehlenite Ca2Al(AlSi)O7 n/a TR New phase in sample B 
Lazulite (Mg, Fe) Al2(PO4)2(OH)2 W n/a Phase vanishes in 

sample B 
S, Strong diffraction; M, medium; W, weak; TR, trace; n/a, not applicable 

 
These results are confirmed by the XRD analysis shown in Table 8. While unused olivine has 

forsterite (Mg2SiO4) as a dominant component and calcium silicates such as bredigite 

(Ca14Mg2(SiO4)8), larnite (Ca2SiO4) or gehlenite (Ca2Al(AlSi)O7) are not detectable. The absence of iron 

silicate is caused by the calcination at 1400°C of the olivine before it is delivered and used in the 

plant. A calcination of olivine at this temperature leads to a decomposition of the iron silicates [71]. 

The XRD analyses of the used olivine showed significant amounts of calcium silicates such as 

bredigite and larnite. Periclase (MgO) and fayalite (Fe2SiO4) are detectable in the sample of used bed 

material.  

An SEM image of unused olivine is shown in Figure 10. The image shows a particle with cavities 

and inclusions with different composition as expected from a natural mineral. However, the particle 

shows the same composition inside and on the surface. EDX analyses from inside the particle are 

shown in Table 9. The particle consists mainly of the elements magnesium, silicon, iron and oxygen.  

An image of the used olivine (Figure 11) shows the formation of a layer on the surface of the 

particle. By more detailed analysis (Figure 12), two layers can be determined. The inner layer (1) 

seems to be more homogeneous than the outer layer (2). This kind of formation of layers could be 

seen on the majority of particles. Particles with a circular shape like the particle shown in Figure 11 

have distinctive layer formation, while particles with a less pronounced circular shape show a less 

distinctive layer formation. This is caused by the different retention time of the particles in the bed 

due to a constant feeding of fresh olivine to compensate for bed material losses because of abrasion 

and loss with the fly ash. 
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Figure 10. SEM image of unused olivine  

 

Figure 11. SEM image of used olivine 

 

 

Figure 12. SEM image of inner and outer layer of used olivine. 
(1) - inner layer, (2) - outer layer 

 

The EDX analyses of the two layers shown in Table 8 indicate a high concentration of calcium in 
the inner layer (1) with the two main components of silicon and oxygen. The concentration of 
magnesium and iron is decreased compared to the unused particle. The composition of the outer 
layer (2) is dominated by the main components of ash such as calcium, magnesium, silicon and 
oxygen. 
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Table 9: Comparison of EDX micrograph examinations of fresh and used olivine 

 Unused olivine Used olivine 
 particle inside particle inside inner layer outer layer 
Olivine wt.-% wt.-% wt.-% wt.-% 
C n/a n/a 5.3 9.8 
O 15.2 14.2 12.9 13.7 
Mg 37.4 30.3 8.6 18.5 
Al 0.1 0.7 0.1 0.1 
Si 35.5 32.2 17.3 15.4 
P n/a 0.0 n/a 0.3 
K n/a 8.5 2.6 3.2 
Ca n/a 1.8 46.5 33.5 
Cr n/a n/a 2.7 0.4 
Mn n/a 0.0 0.9 1.2 
Fe 11.8 12.5 3.0 3.7 
n/a  …  not  applicable 
 

The inside of the used olivine particles (Table 9) shows an increase in potassium and a slight 
increase in calcium while the concentrations of other elements such as magnesium, silicon and iron 
remain in the range of unused olivine.  

A picture of the surface of one particle is shown in Figure 13. A non-porous surface can be seen, 
with small dimples as the suggested origin of abrasion in the fluidized bed or elsewhere in the plant. 
A more detailed picture of the surface is shown in Figure 14, revealing small cracks in the surface, 
which is mainly smooth.  

  

Figure 13: REM picture of a used olivine particle 
(surface) 

Figure 14: REM picture of used olivine – surface detail  

A comparison of the elemental composition of the surface of the particle is shown in Figure 15. 
Both the outer layer and also the analysis of the surface showed that calcium had the highest 
concentration, followed by magnesium and silicon. The concentration of silicon is lower at the 
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surface of the particle than in the outer layer, while the concentrations of potassium and phosphor 
are higher. The other elements are in the same range in both pictures. In general the composition on 
the surface of the particle is similar to that in the outer layer in the micrograph.  

 

Figure 15: Comparison of the elemental composition shown in the micrograph and the 
surface (C- and O-free basis) 

 

An analysis of the surface of the particle at different gas atmospheres simulating the 
atmospheres in the gasifier and the combustion reactor is shown in Figure 16. No significant change 
in the composition of the surface between the reference case and the treatment under gasification 
conditions and combustion conditions can be observed. Gasification conditions showed slight 
increases in iron, chrome, and nickel, which are considered to come from the stainless steel reactor 
walls of the test rig. The composition of the stainless steel wall is removed in the fourth column of 
Figure 16 by calculation and shows a similar composition compared to the reference case and the 
combustion atmosphere.  
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Figure 16: Elemental composition of the particle surface under different atmospheres 
(C- and O-free basis) 

The examination of the crystal structure by XRD analysis under gasification and combustion 
conditions is shown in Figure 17. The main crystal structure is forsterite, which is the main 
component of olivine; periclase, calcium silicates such as larnite, and iron oxides such as magnetite 
and hematite could be detected. Small amounts of potassium silicates were also detectable.  

A comparison of the samples under gasification conditions and combustion conditions showed 
an increase of monticellite, which is a calcium-magnesium silicate, in the combustion atmosphere. 
Larnite could be detected in a slightly higher amount under combustion conditions compared to 
gasification conditions. The amount of magnetite decreased under combustion conditions compared 
to gasification conditions. A slightly weaker signal of forsterite could be detected under combustion 
conditions.  
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Figure 17: Crystal structures under different gas atmospheres  

 

Figure 18 and Figure 19 show a comparison of the thermal behavior (TGA) of fresh and used 
olivine particles, respectively, in different atmospheres.  

A TGA shows moderate weight losses for fresh, unused olivine in all atmospheres at different 
temperatures (Figure 18). The only exemption is air, where an increase in weight can be seen at 
temperatures higher than 900 °C. The weight loss is around 0.05% up to 0.1 % of the total mass. The 
DSC signals shows a plateau between 250 and 450 °C with an endothermic weight loss and a change 
of thermal properties over the whole temperature range but no characteristic peak with a weight 
loss at temperatures above 450 °C.  

 

Figure 18: Thermal analysis of fresh, unused olivine in different 
atmospheres  
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Figure 19: Thermal analysis of used olivine in different atmospheres  

Used olivine shows weight losses of around 0.1% (up to 0.2 %) of the mass in the TGA (Figure 19). 
In nitrogen and air atmosphere, the weight loss occurs at temperatures of around 550 to 600 °C. In a 
mixture of 15% carbon dioxide and 85% nitrogen by volume a weight loss can be seen at around 800 
°C. In a carbon-dioxide-rich atmosphere, the DSC signals only indicate a significant endothermic peak 
at 800 °C, where the weight loss occurs. At higher temperature (> 850 °C) a slight decrease in mass 
can be observed which amounts about 0.2 % above 2100 °C. 

In an air atmosphere, both the fresh and the used olivine showed significant increases in weight 
at temperatures higher than 850 °C.  

4.2 Investigations in streams of inorganic matter  
For better understanding of high temperature reactions of inorganic matter different methods 

were applied to investigate streams of inorganic matter to understand their behavior at high 
temperatures. The elemental composition was determined and thermal analyses in different 
atmospheres were carried out.  

4.2.1 Sampling and analyses of streams of inorganic matter  
Wood samples were taken during regular production and analyzed for ash content and their 

elemental composition. To obtain representative values, the samples were taken according to 
CEN/TS 14780:2005 from the wood chips pile. Samples were taken on two different days and ash was 
produced according to DIN CEN/TS 14775 to determine the ash content. The remaining ash was 
analyzed using XRF analysis.  

Samples of fouling were taken during stops after cooling down the plant. Fly ash samples (ash 
exiting the plant into the container, fly ash circulation, bed material circulation) were sieved with a 



34 
 

vibratory  sieve  with  200  μm  mesh  size.  The  fraction  smaller  than  200  μm  is  defined  as  fine  ash;  the  
other fraction is defined as coarse ash.  

The elemental composition was determined using X-ray fluorescence method and thermal 
analyses (TGA, DSC) were carried out as described in chapter 4.1.1.  

 

The sampling points are shown in Figure 5 and described in Table 10. Mass flows that were not 
measured via the distributed control system (DCS) of the plant were measured manually and typically 
three measurements were carried out over a period of 30 minutes.  

4.2.2 Results of investigations in streams of inorganic matter  
The composition of the biomass ash has a significant influence on fouling, slagging, and bed 

material agglomeration tendencies in the plant because it is the only source of components with low 
melting points. The quality of the biomass is constantly determined by the operational personnel 
only in terms of water content but not ash content, bark content, or wood type. Table 11 shows the 
average biomass ash compositions and their standard deviations from samples taken in the years 
2010 and 2011 from the present study. The main component of the biomass ash is calcium oxide, 
which represents about half of the weight, followed by silicon oxide and potassium oxide. 
Magnesium oxide, phosphorus oxide, aluminum oxide, and sodium oxide are detectable in the low 
percentage range. The composition of the biomass ash is typical for hardwood ash as shown in 
literature [94]. The values of the standard deviation indicate a wide variation in biomass quality. 

Precoat material is used for precoating the product gas filter and is added to the system. The 
precoat material described in Table 12 shows a typical composition of the natural mineral dolomite, 
whose main components are calcium and magnesium oxide, with a high ignition loss at 1050 °C, 
where the carbonates are released. Other elements are available in the low percentage range, such 
as sodium oxide, silicon oxide, and aluminum oxide.  

Table 10. Sampling points and flow determination; sampling point numbers are according to Figure 5 

Sample type 
Sampling 

point # Description Determination of flow 

Input flow 1 Biomass ash Mass flow of biomass, ash content 

Input flow 2 Bed material Level measurement DCS 

Input flow 3 Precoat material Weight measurement DCS 

Internal flow 4 Fly char 
Weight measurement 

DCS/calculated after rebuild 

Internal flow 5 Fly ash circulation Manual weight determination 

Internal flow 6 Bed material circulation Manual weight determination 
Output flow 7 Ash to container Manual weight determination 
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Table 11: Results of XRF for the average 
composition of biomass ash  

 Wood chip ash 
Component Average Standard 

deviation 
 wt.% wt.% 
Na2O 2.77 2.66 
MgO 5.13 0.45 
Al2O3 2.57 1.10 
SiO2 15.36 7.52 
P2O5 2.36 0.24 
SO3 1.26 0.51 
K2O 12.40 2.75 
CaO 52.47 6.16 
MnO 1.67 0.43 
Fe2O3 1.73 0.66 
Cl 0.42 0.36 
Others 1.86  
Ash content (ds) 1.42 0.10 

 

 Table 12: Typical composition of the precoat 
material dolomite 

Component Precoat 
material 

 
 wt.% 
Na2O 2.32 
MgO 32.01 
Al2O3 1.36 
SiO2 1.48 
P2O5 0.38 
SO3 0.44 
K2O 0.87 
CaO 59.87 
Fe2O3 0.63 
Cl 0.30 
Others 0.35 
Loss on ignition 600 °C, 1 h 2.77% 
Loss on ignition 1050 °C, 1 h 44.66% 

 

 

 

4.2.2.1 Results of fly ash analyses 
An overview of the composition of the fine ash (particles < 200 µm) and coarse ash (particles > 

200 µm) which leave the process and enter the ash container is shown in Table 13. Coarse ash 
consists of the main components of olivine, such as magnesium oxide, silicon oxide, and iron oxide, 
but also significant contents of calcium oxide (nearly 12 wt.%) and potassium oxide (nearly 4 wt.%), 
which originate from biomass ash. Fine ash mainly consists of calcium oxide, silicon oxide, 
magnesium oxide, and also potassium oxide. A high content of iron oxide is available and other 
elements were detected such as sodium oxide, phosphorus oxide, and aluminum oxide. Important 
for the fouling tendency is the amount of potassium oxide, which is present in the fine ash, where it 
represents around 7 wt.%, and in the coarse ash, where it represents only 4 wt.%. Standard 
deviations indicate high variations of the composition of the fly ash for both, the fine ash fraction and 
the coarse ash fraction. 
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Table 13: Typical composition of the fly ash entering the container 

Component Fine ash  Coarse ash  
  Average 

values 
Standard 
deviation 

Average 
values 

Standard 
deviation 

  wt.% wt.% wt.% wt.% 
Na2O 1.19 1.00 1.20 0.92 
MgO 19.67 2.06 37.27 2.61 
Al2O3 1.52 0.90 0.52 0.21 
SiO2 20.28 8.97 35.70 4.00 
P2O5 1.22 0.16 0.34 0.05 
SO3 0.39 0.22 0.08 0.03 
K2O 6.97 1.62 3.81 1.16 
CaO 42.45 11.08 11.70 3.96 
Fe2O3 4.08 1.60 8.01 0.58 
Cl 0.26 0.17 0.19 0.13 
Others 1.97  1.18  
Loss on ignition 600 °C, 1 h 4.94%  0.56%  
Loss on ignition 1050 °C, 1 h 6.81%  1.05%  

 

The thermal behavior of the fine fraction of fly ash in different atmospheres (air, N2, CO2 and N2) 

using a TGA is shown in Figure 20. Two main peaks can be seen up to 1200 °C. At temperatures lower 

than 100 °C, small changes in weight are detectable. A weight loss with an endothermic signal in the 

DSC at around 400 °C and a significant endothermic weight loss at temperatures of around 720 °C to 

820 °C are detectable. The results in air and nitrogen are similar; a different behavior can be seen in 

the mixture of nitrogen with 15% CO2. In a CO2-rich atmosphere, an endothermic weight loss at 

400 °C is not present anymore but an increase in weight can be seen at temperatures higher than 

400 °C with a strong endothermic peak at 820 °C. 

 



37 
 

 
Figure 20: Thermal analysis of fly ash with particle size < 200 µm in different atmospheres 

The weight loss at temperatures around 100 °C is considered to be caused by the evaporation of 
water. An endothermic peak with weight loss at around 400 °C which is not seen in the CO2-rich 
atmosphere is considered to be due to the calcination of magnesium carbonate. In the CO2-rich 
atmosphere this is interfered by the adsorption of CO2 on calcium oxide, which can be seen from the 
increase in weight. Decomposition of calcium hydroxide is not considered at temperatures around 
400 °C because it is expected at temperatures around 550 °C. Combustion and decomposition of 
organic matter (unburned wood) are not assumed to happen because a peak can also be seen in the 
nitrogen atmosphere.  
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Figure 21: Thermal analysis of fly ash with particle size > 200 µm in different atmospheres 

The thermal analysis of the coarse ash fraction of the fly ash shows a behavior similar to those of 
the fine ash but less pronounced (Figure 21). In contrast to the fine ash, an increase in weight can be 
seen at temperatures higher than 900 °C. The weight loss of the fine ash fraction is around 10% while 
that of the coarse ash fraction is only around 0.5%. 

Coarse fly ash is considered to consist mainly of bed material, which is confirmed by the iron 
content which is the same concentration as in olivine. An increase in weight in the thermal analysis at 
temperatures higher than 900 °C might be caused by the oxidation of magnetite [64] or by the 
decomposition of fayalite with the oxidation of iron.  
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4.2.2.2 Results of fly char analyses 

The investigations of the properties of the fly char include an analysis similar as for fuels because 
of the high carbon content of the char. The fuel analysis is shown in Table 14 and reveals that the fly 
char consists mainly of ash (73%) and carbon (26%). The heating value justifies the utilization of the 
fly char as a fuel in the combustion reactor. The elemental analysis shown in Table 15 reveals the 
highest concentrations of substances as calcium oxide, magnesium oxide, silicon oxide potassium 
oxide, and iron oxide.  

 

Table 14: Analysis of the fly char before modification of the ash loops 

  Dry base Raw 
Water content wt.% – 0.91 
Carbon content wt.% 26.14 25.9 
Hydrogen content wt.% 0.48 0.48 
Nitrogen content wt.% 0.06 0.06 
Ash content (db) wt.% 73.32  
Upper heating value kJ/kg 8301 8225 
Lower heating value kJ/kg 8196 8097 

 
 

Table 15: Elemental analysis of inorganic matter of fly char (sample date 
2010) 

Component Mean value Standard 
deviation 

 

 wt.%  
Na2O 1.94 1.36 
MgO 25.02 2.83 
Al2O3 2.38 0.63 
SiO2 22.13 2.17 
P2O5 1.18 0.22 
SO3 0.38 0.26 
K2O 6.09 0.94 
CaO 33.11 5.95 
Fe2O3 5.24 0.19 
Cl 0.52 n/a 
Others 2.0  

Loss on ignition 1050 °C, 1 h 36%  
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Figure 22: Thermal analysis of fly char in different atmospheres 

The thermal analysis of fly char in different gas atmospheres (Figure 22) shows two significant 
endothermic peaks in air and nitrogen atmosphere at around 417 °C and around 730 °C. A low weight 
loss can be detected at temperatures up to 100 °C. In a mixture of 15% CO2 in nitrogen an exothermic 
peak can be seen at temperatures around 412 °C and a complex endothermic weight loss can be seen 
at temperatures between 795 °C and 880 °C.  

The thermal analysis of the fly char showed combustion in air (exothermic peak) at 400 °C. In 
nitrogen atmosphere an endothermic weight loss can be seen at around 400 °C which is considered 
to be due to the decomposition of magnesium carbonate. The low amount of oxygen in the char 
excludes the pyrolysis of organic matter which could be also expected at this temperature. The 
endothermic weight loss at around 730 °C in air and nitrogen atmosphere is considered to be caused 
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by the decomposition of calcium carbonate and dolomite [95]. This reaction interferes in the CO2-rich 

atmosphere with the CO2-gasification of carbon with the peak at 880 °C. 

4.3 Investigations in deposits 
Various samples of fouling at two different locations were analyzed. Fouling at the air preheater 

occur regularly, fouling in the cyclone randomly. Fouling can randomly be seen also on other 

locations such as combustion reactor, product gas cooler and siphon walls but due to a lack of 

occurrence detailed scientific examinations could not be carried out.  

4.3.1 Sampling and analyses of deposits 
Deposits can be seen at different locations in the plant (Table 16). Multiple samples of fouling 

were taken at the first heat exchanger (air preheater) of the flue gas after the combustion reactor. 

Two different representative samples with different textures are presented as an example in this 

study. 

Various samples of fouling in the cyclone were taken and representative results are presented 

here. Due to the different appearance of the whole piece of the fouling (see Figure 23), three 

different parts were analyzed: sample A was located at the surface of the fouling, sample B is 

material taken 3–4 mm below the surface, sample C was taken from the inner layer of the fouling 

close to the refractory lining.  

 

4.3.2 Results of investigations in deposits 
Results of analyses from deposits which occur frequently are presented in this chapter. Fouling at 

air preheater can be determined in average once a month. Fouling in cyclone happens randomly but 

affects the operation due to worse separation of bed material.  

4.3.2.1 Results from analyses of fouling at air preheater 

The nature of fouling at the air preheater is not always the same but varies. A typical picture of 

the fouling is shown in Figure 23. The texture of the fouling varies from powder debris to hard and 

rocky material which is difficult to remove. Soft and hard layers can be observed within one position 

Table 16. Sampling points and flow determination; sampling point numbers are according to Figure 5 

Sample type 
Sampling 

point # Description Description 

Deposits 8 Cyclone 
Deposits at cyclone walls located close to 
the cyclone inlet and the gas outlet tube 

Deposits 9 Air preheater entry 
Deposits at the top plate of a tube in tube 

heat exchanger 

Deposits 10 Product gas cooler 
Deposits at the top plate of a tube in tube 
heat exchanger (no analysis presented) 
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but also at different locations. Due to the need for high availability of the plant, the inspection 
intervals for the heat exchanger are around four weeks and an exact determination of the formation 
of the fouling is not possible. The results of analyses of two different samples with different textures 
are shown in Table 17. Fouling that disaggregates easily to a powder (right column in Table 17) has 
calcium oxide as its main component, accounting for nearly half of the mass of the sample. 
Magnesium and silicon oxide are detectable in about the same amount. The hard and rocky fouling 
(left column in Table 17) shows a higher magnesium oxide concentration and lower calcium oxide 
and silicon oxide concentrations. Potassium oxide is significantly more highly concentrated in the 
hard fouling, where it represents around 9 wt.%, compared to 3.4 wt.% in soft fouling.  

 

Figure 23: Fouling at the air preheater – view from the top at the tube sheet on the 
flue gas side 
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Table 17: Elemental analysis of fouling at the air preheater 

Sample date 10.03.10 09.07.10 

Description 
Hard fouling at 
air preheater – 

untreated 

Fouling at air 
preheater that 
disaggregates 

easily 
Component wt.% wt.% 
Na2O 1.17 1.22 
MgO 25.89 18.37 
Al2O3 1.28 2.31 
SiO2 16.72 18.91 
P2O5 1.68 1.92 
SO3 0.18 0.21 
K2O 9.15 3.40 
CaO 36.29 47.81 
Fe2O3 4.81 4.12 
Cl 0.18 0.22 
Others 2.67 1.48 
Loss on ignition 1050 °C, 1 h 13.94% 3.71% 

 

The thermal analysis of the fouling shown in Figure 24 gave different results compared to coarse 

ash and fine ash. The TGA shows a more or less constant and significant weight loss of 8 to 10 wt.% 

up to 1200 °C. The weight loss can be seen over the whole temperature range but increases at 

temperatures higher than 800 °C, and this is independent from the gaseous atmosphere. The DSC 

signal shows various endothermic peaks. Significant endothermic weight losses can be determined at 

around 100 °C, at 509 °C in air (526 °C in nitrogen and 532 °C in CO2-nitrogen respectively), around 

755 to 791 °C depending on the atmosphere, 864 to 978 °C, and above 1000 °C.  

The first peak of the thermal analysis of the fouling occurs at temperatures around 100 °C, which 

is considered to be caused by evaporation of water. A significant peak can be observed at 509–
530 °C, which is similar to the temperature at which the recrystallization of K2O*SiO2 [96] takes place 

and similar to the temperature at which α-quartz is modified to β-quartz (573 °C) [97]. 

A peak at 755–791 °C with a high weight loss in air and nitrogen atmosphere and a moderate 

weight loss in CO2-rich atmosphere might be caused by the decomposition of dolomite, calcium 

carbonate, or spurrite [98-100]. In the CO2-rich atmosphere this peak can be seen at 791 °C but the 

peak at 879 °C has a significantly higher weight loss. A high partial pressure of CO2 can shift the 

decomposition of carbonates (CaCO3 or spurrite) to higher temperatures. An overlapping of different 

reactions is suggested, where released CO2 reacts with another component and is only released at 

higher temperatures. At temperatures between 864 and 878 °C, a recrystallization of quartz in β-

tridymite [101] without weight loss is expected. Arvelakis et al. [99] showed that a mixture of K2CO3 

and SiO2 reacts to form potassium silicates at this temperature, leading to a weight loss because of 

the released carbonates.  
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In CO2-rich atmosphere, significant decomposition and melting can be seen (endothermic DSC 
signal with a weight loss), which agrees with the findings of Arvelakis et al. [99] that at temperatures 
higher than 1000 °C excessive decomposition and release in the gas phase of potassium rich 
compounds (KCl, K2CO3, K2SO4) as KOH are occurring.  

 
Figure 24: Thermal analyses of fouling at the air preheater in different atmospheres 

4.3.2.2 Results from analyses of depositions in the cyclone 

A picture of the different samples at the cyclone is shown in Figure 15. The results of the 
elemental composition of the depositions in the cyclone are shown in Table 18. The elemental 
analysis confirms the visual impression of the inhomogeneity of the deposits over its thickness. Bed 
material particles can be visually detected in sample C, which is confirmed by the high iron content of 
the sample. The amount of potassium in samples A and B, 23.6 and 19.1% respectively, is significantly 
higher than is expected from the biomass ash. Calcium oxide content is lower in all samples 
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compared to biomass ash. That means that potassium is enriched in the deposits compared to the fly 
ash  which  can  be  “diluted”  by  bed  material.  Due  to  the  fact,  that  components  of  fly  ash  act  like  a  glue  
between the bed material particles the high concentration in potassium shows that it is causing 
slagging. 

 

Figure 25. Example of fouling from the cyclone 

The cyclone is located directly after the combustion reactor before the post combustion 
chamber. Due to the fact, that the temperatures in the cyclone are similar to that of the combustion 
reactor and post combustion chamber these deposits can be defined as slagging.  

Table 18: Elemental composition of the fouling in the cyclone 
(main components) 

  Cyclone 
sample A 

Cyclone 
sample B 

Cyclone 
sample C 

  Total 
sample 

Total 
sample 

Total 
sample 

  wt.% wt.% wt.% 
Na2O 0.53 0.35 2.88 
MgO 11.09 14.82 28.51 
Al2O3 1.22 2.51 0.89 
SiO2 25.84 29.34 36.84 
P2O5 0.75 0.96 0.30 
SO3 0.13 0.03 0.06 
K2O 23.63 19.13 9.98 
CaO 33.13 27.88 13.07 
Fe2O3 2.36 3.42 6.03 
Cl 0.08 0.06 0.44 
Others 1.26 1.50 1.00 
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4.4 Pilot plant test runs  
The influence of the calcium rich layers at the bed material particles on the gasification 

performance was known from the experience of the plant in Güssing. Experience also showed that 
the catalytic properties of the bed material improve with a higher retention time of the bed material 
in the system. An exact quantification of this occurrence had not been carried out yet.  

To quantify the influence of the calcium-rich surface on the catalytic activity of the bed material 
test runs were carried out under scientific conditions in a 100 kW pilot plant. Unused bed material 
and used bed material taken from the CHP plant Güssing were investigated by test runs at the pilot 
plant and the results obtained compared. Another test run was carried out to investigate the 
influence of the gasification temperature on gasification and tar formation.  

4.4.1 Preparation and sampling of the pilot plant test runs 
To ensure similar fluidization and gasification conditions with used and with unused bed 

material, a similar particle size distribution is required for both bed materials. Wood pellets were 
used as fuel in both test runs in the pilot plant. Wood pellets were chosen because they have better 
conveying properties in the screw feeder of the pilot plant and because their composition is similar 
to that of the used fuel in the industrial plant. Only the water content of the pellets (6.74%) is 
significantly lower than the water content of the wood chips used in the plant in Güssing. 

Gas and tar analysis of the product gas of the pilot plant is well-described in the literature 
[41,91,92,102]. Carbon monoxide, carbon dioxide, methane and hydrogen were measured by a 
Rosemount NGA2000. The product gas components nitrogen, ethylene, ethane, and propane were 
measured by a gas chromatograph (Syntech Spectras GC 955). For the calculation of average values a 
stationary operation period of the plant was taken into consideration. Tars are absorbed in toluene 
and analyzed similarly to the tar protocol. Detailed descriptions of the tar measurement are given by 
Wolfesberger et al. [90] and Aigner et al. [103]. Gravimetric tars represent the heavy tars while GCMS 
tars represent the smaller tar molecules. As the measurement ranges of both tar analyses overlap, 
they cannot be added. Three samples of tar were taken during each test run and mean values were 
calculated.  

The GCMS tars were classified into substance groups according to Wolfesberger et al. [90], 
shown in Table 19. 
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Table 19: Tar substance groups 

Substance group Component 
Phenols phenol, 2-methylphenol, 4-methylphenol,  

2,6-dimethylphenol, 2,5 and 2,4-dimethylphenol,  
3,5-dimethylphenol, 2,3-dimethylphenol, 3,4-dimethylphenol, 2-
methoxy-4-methylphenol, 1,2-dihydroxybenzene 

Furans 1-benzofuran, 2-methylbenzofuran, dibenzofuran 
Aromatic compounds phenylacetylene, styrene, mesitylene, 1H-indene,  

1-indanone,  
Aromatic nitrogen 
compounds 

isoquinoline, indole, carbazole, quinoline 

Naphthalenes naphthalene, 2-methylnaphthalene, 1-methylnaphthalene 
PAH biphenyl, acenaphthylene, acenaphthene, flourene, anthracene, 

phenanthrene, 4,5-methylphenanthrene,  
9-methylanthracene, flouranthene, pyrene, benz[a]anthracene, 
chrysene, benz[b]flouranthene, benz[k]flouranthene, benz[a]pyrene, 
benz[g,h,i]perylene, indeno[1,2,3-cd]pyrene, dibenz[a,h]anthracene 

Guaiacols eugenol, isoeugenol 
Thiophenes 1-benzothiophen, dibenzothiophen 
Phthalates dimethylphthalate, diethylphthalate, butylbenzylphthalate 

 

The simulation software IPSEpro was used to calculate mass and energy balance to determine 
gas yields. The software and model library is described by Pröll and Hofbauer [104]. 

4.4.2 Comparison of the performance of fresh and used olivine in the pilot 

plant 
The operational parameters at the pilot plant were chosen to be similar to those of the industrial 

scale plant in Güssing. Table 20 shows a summary of important operational parameters. The marked 
values are the measurements of set points. The other values are given by the operating conditions. 
The chosen gasification temperature for the comparison of the bed materials is 850 °C because 
experience at the plant in Güssing has shown that this gasification temperature ensures safe 
operation. A higher steam-to-carbon ratio was required in the pilot plant compared to the plant in 
Güssing to reach smooth fluidization properties.  
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Table 20: Operational parameters at the industrial scale plant and the pilot plant 

 Unit Reference test 
run at the pilot 
plant with fresh 

olivine 

Pilot plant with 
used bed material 

from Güssing 

Industrial scale 
plant in 
Güssing 

Gasifier bed 
temperature 

°C 852 ± 2* 850 ± 1* 850* 

Riser temperature °C 897 ± 2 872 ± 1 ~930 
Fuel input kW 97* 97* 8 000* 
Fuel into the 
combustion reactor 

kg/h 
kW 

3.23 
38 

2.54 
29 

– 

Total fuel input kW 135 ** 127 ** – 
Steam to carbon 
ratio 

– 
(kg/kg) 

1.8* 1.8* 1.2–1.6 

* Set points and target values respectively 
** Results from mass and energy balance 
 

Table 21 shows the performance parameters of the pilot plant for the test run with fresh olivine 
and used olivine. The gasification conditions in the gasifier were similar and performance difference 
is indicated mainly by the oil consumption. To get a good comparison of the efficiency the total gas 
yield is referred to the total fuel input which consists of fuel to gasifier and fuel to combustion 
reactor.  

Table 21: Performance parameters of the pilot plant (results from mass and energy balance) 

 Unit Reference test run at 
the pilot plant with 

fresh olivine 

Pilot plant with used 
bed material from 

Güssing 
Gas yield Nm³/kg wood (db) 1.06 1.09 
Total gas yield Nm³/kW total fuel 

input (db) 
0.157 0.172 

 

The gas composition of the two test runs in the pilot plant and the industrial scale plant is shown 
in Figure 26. While the test run with the used olivine in the pilot plant shows similar results 
compared to the industrial scale plant, the results for fresh bed material in the pilot plant show a 
significantly higher CO content and significantly lower CO2 and H2 contents. The values from the 
industrial scale plant show a larger deviation compared to the pilot plant due to varying fuel quality 
(water content) and instability of inorganic flows (e.g. bed material consumption and ash circulation). 
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Figure 26: Product gas composition of unused and used bed material at the pilot plant compared with the industrial scale 
plant 

Comparison of the results of the test runs at the pilot plant with fresh, unused and used bed 
materials reveals an enhancement of the water–gas shift reaction, Equation (1), with used bed 
material, which leads to higher H2 and higher CO2 contents, while the CO content decreases. 
Additionally, the water–gas shift reaction is slightly exothermal, which explains the lower fuel 
consumption in the combustion reactor in the test run with the used bed material, as shown in Table 
20, considering a similar bed material circulation.  

The tar content of the product gas in the pilot plant is shown in Figure 27. It indicates that 
substantially lower tar content was found with the used olivine from the plant in Güssing 
independently of the method of analysis. The GCMS measured tars decreased by 82% and the 
gravimetric tars decreased by 65%.  

 

Figure 27: Tar contents with fresh, unused and used olivine in the pilot plant 
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The comparison of the gas composition from the industrial plant in Güssing and the test run with 
used bed material from Güssing presented in Figure 26 shows very similar gas compositions of the 
pilot plant and the industrial scale plant with the same bed material. Also, the results of tar analyses 
of the test run with the used olivine are in the range of published values of the plant in Güssing. 
Rauch et al. published values of around 1–2 g/Nm³, assuming that the only reason for the tar 
reduction was the calcination of the olivine [71]. Results from the plant in Güssing published recently 
by Aigner indicate GCMS tar values of around 2 g/Nm³ and gravimetric tars values of around 
1.8 g/Nm³ for wood as a fuel [105].  

As shown with these results, the performance of the pilot plant can be easily transferred to the 
industrial scale plant. A good scale-up of the 100 kW pilot plant to industrial scale plants in terms of 
gas quality seems to be possible when the long term interaction of ash and additives with the bed 
material is considered.  

4.4.3 Variation of the gasification temperature in the pilot plant  
The operational parameters at the pilot plant, except those of the gasification temperature, were 

chosen to be similar to those of the industrial scale plant in Güssing. Table 22 shows a summary of 
the most important operational parameters at different temperatures. The marked values are set 
points while the other values given were measured. The temperature range was chosen between 
750 °C and 870 °C. The upper limit of the gasification temperature was chosen to be slightly higher 
than the regular operational temperature of the industrial scale plants which is 850 °C. The lower 
limit was considered to be governed by the setup and fluidization properties of the pilot plant. The 
fuel input into the gasifier was kept constant for each temperature. The fuel input into the 
combustion reactor decreased from 3.1 kg/h light fuel oil at 870 °C to 0.1 kg/h at 750 °C gasification 
temperature. The steam to carbon ratio was kept constant for all test runs.  

Table 23 shows gas yields and calorific values for the product gas from the pilot plant for the test 
runs between 750 °C and 870 °C. The specific gas yield, which is the volume flow of product gas 
related to the wood pellets input, is reduced from 1.18 Nm³ (db) per kg of pellets at 870 °C to 
0.75 Nm³ per kg of pellets at 750 °C. This is due to the decrease of reaction rates which leads to 
lower gas yields at same residence times. At the same time more char is transported to the 
combustion reactor that reduces the light oil demand (Table 22). The total gas yield which is the 
volume flow of product gas related to the energy of the total fuel input (pellets to gasifier plus fuel to 
combustion reactor), is reduced when the temperature is reduced. An increase of the lower calorific 
value of the product gas can be seen with decreased gasification temperature. 
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Table 22: Operational parameters during temperature variation 

 Unit      
Target gasification 
temperature* 

°C 870 830 800 780 750 

Measured gasifier bed 
temperature 

°C 869±4 835±6 803±5 784±3 751±3 

Temperature of the 
combustion reactor  

°C 905±4 862±4 832±5 811±3 776±2 

Fuel input* kW 97 97 97 97 97 
Fuel into the combustion 
reactor 

kg/h 
kW 

3.1 
36 

1.9 
22 

1.4 
17 

0.5 
5 

0.1 
1 

Total fuel input** kW 133 119 114 103 98 
Steam to carbon ratio* – 

(kg/kg) 
1.6 

* Set points and target values respectively 
** Results from mass and energy balance 

 

 

Table 23: Gas yields and calorific values (results from mass and energy balance) 

Gasification temperature °C 870 830 800 780 750 

Specific gas yield Nm³/kg pellets 1.18 1.00 0.94 0.80 0.75 

Total gas yield Nm³/kW total fuel 0.178 0.170 0.166 0.155 0.153 

Lower calorific value of 
the product gas MJ/Nm3 12.22 12.37 12.40 12.76 12.64 

 
Considering the main components of the product gas, shown in Figure 28, the trend is linear. The 

trends show reducing contents of hydrogen and carbon monoxide in the product gas with decreasing 
gasification temperatures. In contrast, the content of carbon dioxide and methane increases. Trace 
substances, such as ethylene, ethane, nitrogen and higher hydrocarbons, were detected but are not 
indicated in the graph. In general the higher hydrocarbons are lower at higher temperatures. 
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Figure 28: Product gas composition during temperature variation 

 
The amount of tars in the product gas (Figure 29) shows a similar trend for the GCMS detectable 

tars and the tars measured with the gravimetric method. The amount of GCMS tars are generally 
higher than that of gravimetric tar. Concerning temperature dependence similar values between 
870 °C and 800 °C and increasing values below 800 °C were detected.  

 

  

Figure 29: Gravimetric tars and sum of GCMS tars related 
to the gas volume at different gasification temperatures 

 

Figure 30: Gravimetric and sum of GCMS tars related to 
fuel input into gasification reactor  
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The tars detected with both measurement methods related to the input of fuel into the gasifier 
are shown in Figure 30. The trends are slightly different compared to those in Figure 29 as the 
product gas yields are different for different temperatures. Both measurement methods show a 
minimum of tar concentration related to the fuel input into the gasifier at 800 °C. This trend is more 
evident when considering the concentration of the tar groups related to the fuel input into the 
gasification reactor that is shown in Figure 31.  

  
Figure 31: Tar concentration of GCMS tar groups related 
to fuel input into the gasification reactor 

Figure 32: Main GCMS tar components related to fuel 
input into the gasification reactor 

The content of naphthalenes and PAHs related to the fuel input to the gasifier, decreases with 
decreasing temperatures while the group of phenols and furans increase as shown in Figure 31. The 
aromatic compounds also increase with lower gasification temperatures with a maximum at 780 °C 
and slightly decrease at lower gasification temperatures. The increase in phenols is significant and 
follows an exponential trend with decreasing temperatures.  

The main components representing 70–85% of the GCMS tars, depending on the temperature, 
are naphthalene, 1H-indene, acenaphthylene, phenol, styrene and anthracene. The composition of 
these main components of GCMS tars is shown in Figure 32. The concentration of anthracene and 
acenaphthylene decreases slightly when lowering the gasification temperature while styrene and 1H-
indene increases. A significant decrease of naphthalene can be seen, while the content of phenol 
increases significantly at lower gasification temperatures.  

Guaiacols, thiophenes and phthalates were not detectable at any temperature. Aromatic 
nitrogen compounds were measured in concentrations below 30 mg/Nm² db in the product gas and 
are not shown in the graphs. A clear trend of aromatic nitrogen compounds in connection with the 
gasification temperature could not be seen.  
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4.5 Mass balances of inorganic matter 
Investigations in the mass flows of inorganic matter through the plant were carried out to 

determine whether substances are accumulated in the system and in this case where they are 
accumulated. Therefore mass balances for the main elements were carried out and discussed. As a 
consequence ash flows were changed to decrease accumulation tendencies and minimize the total 
flows.  

4.5.1 Sampling and calculations for mass balances of inorganic matter 
The mass balances for inorganic matter were based on elements calculated in oxides without 

considering the different chemical conditions were the elements are bond. The balances were based 
on calculations of total balances of the sum of inorganic matter and elemental balances of the main 
components.  

Ash flows were determined at different locations, shown in Table 10, for the preparation of the 
mass balances. The ash content was determined and the elemental composition was measured by 
XRF and calculated in oxides. For the determination of the mass flows of the inorganic matter, the 
samples were calcined at 1050 °C to release carbonates and organic matter, and the mass flows are 
related to the calcined samples.  

Mass balances of inorganic matter were calculated using the software STAN [106]. The software 
allows data reconciliation with the method of least squares considering the deviations of the flows 
and compositions. The balances represent the highest possible probability based on the results of the 
flow measurements and analyses including their deviations. The inorganic balances are based on (a) 
the total balance of coarse and fine ash, (b) the elemental balance of CaO, MgO, SiO2, Fe2O3, K2O, and 
the sum of other elements for fine and coarse ash mass flows. The composition of bed material and 
precoat material was considered to be constant and average values were taken. For the composition 
of biomass ash, an average composition was considered.  

Various assumptions were made for the simplification of the system:  

 Mass flows of biomass ash, precoat material, fly char, and the mass flow from the 
combustion reactor to the gasifier were considered to have a particle size smaller than 
200 μm. 

 Bed material supplement and the flow from the gasification reactor to the combustion 
reactor are assumed to have a particle size bigger than 200 μm. 

 The system is considered to be in a steady state condition, without accumulation of 
material in the system. 

 Bed material circulation between the gasification reactor and the combustion reactor is 
considered to be balanced in terms of mass flow and composition. All variation of this 
balance is shown in the results. The balanced bed material circulation is not shown in the 
diagrams. 

 Abrasion is the same in the combustion reactor as in the gasification reactor. 
 Abraded material has the same composition as the fresh bed material 
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 No inorganic matter is detectable in the gas after the product gas filter and the flue gas 
filter. 

The bed material circulation mass flow between the gasifier and the combustion reactor was 
considered to be balanced and is not indicated in the balances because the mass flow of around 100 
tons per hour is much higher than the other inorganic flows and would predominate over all other 
flows.  

The standard deviation for the measured mass flows used is given in Table 24. Higher deviations 
are adjusted more by the model to reach the best fitting model. Mass flows which are measured by 
DCS are considered to have a standard deviation of 2%, while manually measured mass flows are 
assumed to have a standard deviation of 10%. The abrasion is estimated from the coarse and fine ash 
balance and the standard deviation is chosen with 50% to be adjusted by the calculation method of 
the balance. Averages of analyses were obtained for the composition of biomass ash, precoat 
material, and bed material and the standard deviation of the composition of these mass flows was 
assumed to be 5%. Those analyses with specific analysis for the balance were considered to have 2% 
standard deviation. 
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Table 24: Determination of the mass flows and assumed standard deviations for the inorganic balances 

Description Determination of flow Standard 
deviation of 

the mass flow 
 

[%] 

Standard 
deviation of the 

elemental 
composition  

[%] 
Biomass ash Mass flow of biomass, ash 

content 
20 5 

Bed material Level measurement DCS 2 5 

Precoat material Weight measurement DCS 2 5 

Fly char Weight measurement DCS 
(calculated in Figure 34) 

20 2 

Fly ash circulation Manual weight determination 10 2 

Bed material circulation Manual weight 
determination/weight 

measurement DCS 

2 2 

Ash to container Manual weight determination 10 2 

Layer formation at the 
bed material 

Calculated Calculated Calculated 

Abrasion in combustion 
reactor 

Estimated 50/calculated 5 

Abrasion in gasification 
reactor 

Estimated 50/calculated 5 

 
Various balances were prepared but two are presented which represent the status before the 

optimization project and the actual status after optimization. Before optimization, ash circulation is 
used  (called  “fly ash  circulation”  in  Figure 5) where fly ash is circulated into the gasifier to minimize 
bed material consumption and to increase the amount of catalytic substances in the system. Bed 
material circulation was not implemented at the beginning of the project. During the optimization of 
the ash loops a gravity separator was implemented in the system to separate bed material particles 
elutriated with the flue gas path from fly ash (“bed material circulation”).  The  second  balance  shows  
the status after the optimization project after the implementation of the bed material circulation and 
after turning off the fly ash circulation.  

  



57 
 

4.5.2 Results of mass balances of inorganic matter 
The ash balances were carried out for different operation modes of the ash loops. The status at 

the beginning of the optimization project is shown in Figure 33. A high amount of ash (coarse and 

fine) is circulated back into the gasifier before being released into the container to reduce bed 

material consumption and to increase the amount of catalytic substances in the system. It can be 

seen that this circulation of fine ash and coarse ash increases the total amount of ash in the system 

significantly. Considering that potassium is assumed to be responsible for fouling, the total input and 

output, respectively, from the system is 2.6 kg/h, while the potassium flow in the fly char is 16.8 

kg/h. A significant amount of potassium is transferred from the combustion reactor to the 

gasification reactor via the siphon.  
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Figure 33: Mass balance of inorganic matters before optimization 
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Figure 34: Mass balance of inorganic matter with bed material circulation into the combustion reactor and fine ash 
turned off 

The status after the optimization of the ash loops is shown in Figure 34. The bed material 
circulation is fed into the combustion reactor while the fly ash circulation is turned off and all fine ash 
is released into the container. A significant reduction of the fine ash in the system can be seen. The 
amount of potassium that is transferred between combustion reactor and gasification reactor is 
reduced to 1.6 kg/h, which is around half of the amount of potassium which enters the plant with the 
biomass.  
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4.6 Optimization of the CHP plant Güssing 
Based on the knowledge gained from analyses at the CHP plant Güssing and investigations in the 

100 kW pilot plant at the Vienna University of Technology, a strategy for the optimization of the CHP 

in Güssing was developed. The success of the optimization was evaluated in terms of mass and 

energy balance, and plant availability. 

4.6.1 Optimization steps at the CHP plant Güssing 
The investigation of inorganic matter, specifically the nature of its modification and its influence on 

gasification and plant operation, formed the basis for optimization work at the CHP plant Güssing.  

Previously-acquired data regarding the modification of the bed material (Publication I and IV) and 

its influence on gasification properties (Publication II, III), as well as the accumulation of low melting 

species in the system by ash loops, resulted in the development of the following optimization points: 

(a) The catalytic activity of bed material increases with retention time in the system (Publication II, 

III). A high retention time of the bed material in the system should be aimed. 

(b) The source of low melting species such as potassium is fine wood ash (Publication V). Fine ash 

should therefore be released from the process immediately and not recycled back into the 

gasifier. 

(c) High concentrations of potassium can be found in the fly char burnt in the combustion reactor 

(Publication V). Accurate dosing of fly char is therefore required to ensure perfect combustion 

conditions in the combustion reactor.  

(d) High catalytic activity of the bed material enables temperature reduction in the gasification 

and combustion reactors (Publication III).  

 

Based on these four points, the following optimization and modernization procedure was carried 

out at the Güssing DFB gasification plant during the period from 2009 to 2012: 

 Reducing ash loops by turning off the ash circulation and immediately releasing fine ash 

from the system. 

 Focusing on bed material consumption and its retention time in the system via the 

installation of bed material circulation after the cyclone in order to compensate for the 

latter’s  malfunction. 
 Improving constant fly char dosing into the combustion reactor. 

 Focusing on the control of combustion air inside the combustion reactor. 

 Reducing the gasification temperature from 850 - 870°C to a target of 830°C. 

 Reducing the volume of product gas in the combustion reactor by lowering temperatures 

inside the combustion reactor, improving bed material circulation, and air staging. 

 Increasing the efficiency of the gas engine to state of the art level by the supplier of the 

engine.  

The above optimization procedure was carried out stepwise by the plant operator. After the 

temperature was reduced inside the gasification reactor, the plant was operated for 12 months at 

the new set points before the optimization process was evaluated. 
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4.6.2 Results of optimization of the CHP plant Güssing 
The operational parameters of the Güssing gasification plant varied considerably in both 2009 

and 2012, likely as a result of variation in fuel water content, as shown in Figure 35. Despite this, two 
representative points were chosen as the basis for simulation.  

 

Figure 35: Water content of delivered biomass  

The reference product gas composition values are shown in Table 25. As the table reveals, 
whereas hydrogen content decreased between 2009 and 2012, levels of the main components all 
increased. In contrast, the concentration of higher gaseous hydrocarbons such as ethane, propane 
and propene fell significantly.   

Table 25: Comparison of product gas composition before and after 
optimization 

Species 

Status before 
optimization 
(2009) [105] 

Status after 
optimization 

(2012) 

 vol-%db vol-%db 

Hydrogen H2 39.4 34.9 

Carbon monoxide CO 21.5 24.6 

Carbon dioxide CO2 23.5 25.3 
Methane CH4 9 11.3 

Ethylene C2H4 2.72 3.6 

Nitrogen N2 1.3 0.05 
Higher gaseous 
hydrocarbons CnHm 2.58 0.29 
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The results of the simulation are shown in Table 26. The gasification temperature in the 
reference year of 2009 was 866°C, a figure which was state of the art at the time. As a result of 
subsequent temperature reduction in the gasifier, a gasification temperature of 844°C was used in 
the calculation of plant status after optimization. Electrical efficiency rose from 21% in 2009 to 23.8% 
after optimization, representing an increase of 13%, cold gas efficiency rose from 65.4 to 69.4, 
representing an increase of 6%. (Figure 36) These values are confirmed by the amount of wood 
purchased during the year; with similar generator load, the fuel input decreased accordingly. Cold 
gas efficiency increased from 65.4% to 69.4%, an improvement of 6%.  

 
Figure 36: Increase in efficiencies before and after optimization 

 
The installation of a low temperature biomass dryer would increase plant electrical efficiency to 

26.2% and cold gas efficiency to 76.6%. Heat output used in a distributed heat net would decrease 
from 4.1 MW to 3.5 MW as a result of drying of the biomass.  
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Table 26: Performance parameters of the Güssing CHP plant before and after optimization 

  

Initial plant 
design value 

Reference 
2009 

After 
optimization 

2012 

Potential 
with biomass 

dryer 

Origin of values 
 

- 
Measured and 

simulated 

Measured 
and 

simulated Simulated 

Fuel water content % 15 32.2 28.3 
36 - dried to 

20 
Gasification 
temperature °C 900 866.2 844.0 844.0 

Fuel power kW 8000 9420 8250 7830 
Net power of product 
gas (LHV) kW 5600 6160 5720 5720 

Generator output kW 2000 1980 1960 1960 

Heat output kW 4500 4150 4100 3550 
Product gas in 
combustion reactor Nm³/h 450 316 77 77 

Cold gas efficiency ηchem,G [%] 70 65.4 69.4 76.6 

Electrical efficiency ηel,brut [%] 25 21.0 23.8 26.2 
 

The optimization measures described above had a significant influence on plant availability, 
reducing downtime associated with unscheduled shutdowns (Figure 37). The mean availability of the 
gas engine between 2005 and 2011, excluding the year 2008, was around 6600 h with a maximum of 
7950 operating hours per year. Plant optimization could increase the operation hours in the year 
2012 to 7442 hours.  
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Figure 37: Comparison of plant availability in turns of operation 
hours per year before and after optimization (yearly average) 

The relationship between bed material calcium content and product gas carbon monoxide 
content is shown in Figure 38. The results of test runs carried out in the 100 kW pilot plant at the 
Vienna University of Technology are included for comparison and can be taken as a reference for bed 
material containing no calcium oxide.  

 
Figure 38: Relationship between bed material calcium oxide content and product gas carbon 
monoxide content 
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5 Conclusion and outlook 
Biomass steam gasification in dual fluidized bed plants is a promising technology for the 

generation of electricity, heat, and fuels for transportation. Due to its novelty and complexity various 
optimization potentials can be determined in terms of operation of the plants, utilization of 
feedstock and production of fuels for transportation.  

This thesis addresses the technical optimization of the gasification system in terms of better 
understanding of the behavior of inorganic matter and decreasing of the risk of fouling. Higher plant 
availability and electrical efficiencies are aimed as well.  

The following conclusions can be drawn from the work included in this thesis: 

Bed material is modified during long term operation of the plant. Two Ca-rich layers are built on 
the surface of the particles; the inner layer consists mainly of calcium silicates while the outer layer 
has a similar composition to fine ash. The formation of calcium-rich layers is attributed to the high 
calcium content of the wood ash and to the addition of Ca-rich additives to improve the catalytic 
properties of the bed material in terms of tar reduction.  

The long term interaction between biomass ash and bed material needs to be considered for the 
control of inorganic flows and also for the development of new catalytic bed material.  

The elemental composition at the surface of the used bed material particles is similar to the 
composition of the outer layer measured in micrographs and does not change significantly between 
the gasification and combustion atmospheres.  

The investigation of the crystal structure of the used bed material showed an increase of calcium-
silicates in the combustion atmosphere, which is in accordance with theoretical considerations. 
Higher diffusion rates can be expected at higher temperatures and higher oxygen concentrations in 
the combustion reactor.  

An intensive contact of olivine particles and ash promotes the formation of the layers in the 
combustion reactor. Burning char particles promotes layer formation due to melt formation and 
random collisions of bed material with burning char particles.  

The calcium-rich surface of the used bed material particles allows the reaction with CO2. At 
typical temperatures of DFB biomass steam gasification plants, CO2 transport from the gasification to 
the combustion reactor is not expected.  

The comparison of fresh unused olivine and used olivine from an industrial scale plant showed 
significant influence on the gas composition and catalytic effects on tar reduction in a 100 kW pilot 
plant. The difference between the effects of fresh olivine and the used olivine on the gasification 
properties is caused by the formation of a calcium-rich layer on the used bed material due to the 
interaction of bed material with biomass ash and additives.  
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The calcium-rich catalytic bed material promotes the exothermic water–gas shift reaction, which 

increases the hydrogen and carbon dioxide content in the product gas while the carbon monoxide 

content is decreased. The lower energy demand for the gasification confirms the assumption of the 

promotion of the water–gas shift reaction.  

The comparison of the results of the test run with used bed material from Güssing in the 100 kW 

pilot plant with data from the industrial scale plant in Güssing showed good agreement and 

consequently good scale-up properties.  

A reduction of the gasification temperature from 850°C is of interest due to lower fouling 

tendencies. The test runs at the pilot plant showed that reducing the gasification temperature has an 

influence on the product gas composition, the tar concentration and GCMS tar composition in the 

product gas. By reducing the temperature the hydrogen and carbon monoxide contents in the 

product gas are reduced while the carbon dioxide and methane contents increase. The specific gas 

yield decreases with lower temperatures. 

The concentration of tars related to the volume of product gas increases at temperatures lower 

than 800 °C. Related to the fuel input, the tar concentration has a minimum of around 800 °C. 

A closer examination of the tar components shows that the group of naphthalenes and PAHs 

decreases when the gasification temperatures are lowered and the group of phenols, furans and 

aromatic components increases.  

The minimization of the tar content related to the fuel input by reducing the gasification 

temperature is an optimization of the increasing components, which are considered as 

decomposition products, and the components, which accumulate at higher temperatures. This leads 

to moderate increase of the sum of GCMS tar concentration related to the volume of product gas to 

temperatures down to 800°C.  

The comparison of the tar concentrations of the temperature variations with a test run with 

unused olivine showed the importance of the calcium-rich layer on the used olivine. This leads to the 

conclusion that the retention time of the bed material in the system and the formation of the 

calcium-rich layer has a higher influence on tar reduction in the product gas than the gasification 

temperature.  

With accurate controlling of the bed material inventory, ash flows and retention time of the bed 

material in the system, further optimization of the plant is considered to be possible by reducing the 

gasification temperature to 800 °C without the risk of condensation of tars on the heat exchanger 

walls or in pipes.  

Ash loops can lead to significant higher material streams and to an accumulation of substances 

with low melting points in the system. 
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Potassium, which is considered to be mainly responsible for fouling, slagging, and bed material 
agglomeration in this case, is transferred from the combustion reactor to the gasification reactor. 
The mechanism of the transfer is still unknown. 

An accumulation of potassium can be seen in the fly char.  

The concentration of potassium in fine ash is nearly twice that in the coarse ash and bed 
material.  

Based on the knowledge gained from the analyses and the pilot plant test runs, the optimization 
of the CHP plant Güssing brought the following conclusions: 

A focus on control of inorganic matter and bed material composition led to improved plant 
operation, with reduced fouling tendency observed in terms of inorganic matter.  

Gasification temperatures in the DFB biomass gasifier can be reduced to 830°C without any 
subsequent problems for tar condensation in the product gas path. This procedure is applicable for 
plants operating using woody biomass.  

Electrical efficiencies of 23% can be obtained when employing fuel with 33% water content. The 
installation of a biomass dryer would increase efficiency to 26%, while still higher values could be 
achieved with the implementation of an Organic Rankine Cycle (ORC) to utilize heat at temperatures 
of around 450°C, as shown in the CHP in Oberwart/Austria [18]. 

Biomass steam gasification in a DFB reactor represents a competitive alternative for the 
generation of heat and electricity, with the potential for high availabilities and electrical efficiencies 
(>30%) even in small-scale industrial plants. 

Further investigations are required regarding the utilization of biomass fuels other than woody 
biomass. The interaction between fuel ash and olivine bed material has been observed to vary with 
different fuels [52]. 

 

5.1 Mechanism for modification of inorganic matter and fouling 

formation 
Based on the conclusions of this thesis, a suggestion for the mechanism of the bed material 

modification and fouling is suggested.  

The suggested mechanism of ash transformation in the combustion reactor is shown in Figure 39; 
the elements indicated in this diagram are not considered to be oxides but rather bound in different 
minerals. The first step of the decomposition of the biomass is carried out in the gasification reactor. 
Water and volatile organic matter are released into the gas phase. A part of the char is gasified with 
the gasification agent steam. Inorganic matter is introduced into the combustion reactor with organic 
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matter and char, which is transferred with the bed material from the gasification reactor via the 

chute, as well as fly char from the product gas filter. Organic matter is burnt in the combustion 

reactor and inorganic matter released from the char particles. These burning particles are the source 

of heat in fluidized beds and are, therefore, associated with the highest temperatures [36]. Inorganic 

matter which are set free from the burning material either melts or is released into the gaseous 

phase or are present as solid particles. The release rate of potassium, which forms compounds with 

the lowest melting temperatures, is considered crucial for the initiation of fouling and is influenced 

by temperature, the amount of calcium in the system and water content [38]. Not only is the 

temperature affected by that of the fluidized bed, but the local temperature of burning particles is 

also influenced by the excess air ratio and the adiabatic combustion temperature of the particle. A 

release of inorganic matter into the gas phase is also considered to happen in the gasification reactor 

but due to the lower temperatures this effect is considered to be lower. On the other hand a 

reducing atmosphere in the gasification reactor promotes the release of inorganic matter [39,40]. 

 
Figure 39: Mechanisms of ash transformation (adapted from Frandsen et al. [107]) 

Inorganic matter released into the gaseous phase in the combustion reactor but also in the 

gasification reactor condenses after cooling in the heat exchangers, which can result in fouling, 

presumably as a result of a reaction which takes place during condensing and cooling with other 

inorganic matter in the fly ash solid phase. This is assumed to take place in the air preheater.  
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Due to the high reactivity of the gaseous species, e.g. potassium, a reaction with solid or melted 
matter can be expected [34]. Such reactions are considered to increase the risk of the formation of 
deposits in high temperature sections of the combustion reactor and cyclone (Publication V). In the 
fluidized bed (bubbling bed regime and fast fluidized regime) bed material can be highly affected of 
these melting processes resulting in layer formation at the bed material, bed material agglomeration 
and also slagging. Due to high velocities in the combustion reactor and cyclone, bed agglomeration 
cannot be seen, but at locations with lower velocities e.g. at the top of the cyclone, slagging occurs.  

Due to the high temperatures which appear locally around burning char particles, the ash 
components of the fuel which are released can react with the bed material to form the observed 
layers around the bed material particles (Publication IV).  

All these phenomena can be observed in the Güssing plant. An intervention in the operating 
parameters but also in the design of the plant can influence these reaction paths.   
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5.2 Recommendation for design and operation of future biomass steam 

gasification plants in dual fluidized bed reactors 
At present the full potential of the CHP plant Güssing in terms of efficiency and availability of the 

plant is not being exploited to the full. A simulation including a low temperature biomass dryer 
showed the potential for an increase of the electrical efficiency of around 2.4 percent-points when 
the drying is carried out from 36% water content to 20% as shown in Table 26. Trends concerning 
reduction of fouling tendencies in terms of operation were presented earlier. Further improvements 
could be achieved by an upgrade of the flue gas path to the design which is state of the art.  

 

 
Figure 40: Recommendation for state of the art DFB biomass steam gasification plants 

 

For the design and operation of the DFB plants, recommendations are given in Table 27. 
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Table 27: Recommendations for design and operation (positions refer to Figure 40) 

Measure Consequence 
Consequent and 
immediate discharge 
of fine ash (pos. 7)  

Potassium is considered to be responsible for the risk of fouling and slagging. The 
concentration of potassium is around double in the fine ash compared to the coarse 
ash which is mainly bed material. The potassium concentration in the system can be 
reduced and fouling, slagging and bed material agglomeration can be avoided. 
(pos. 6, 8, 9, 10, 11) 

Circulation of fine ash 
should be avoided 
(pos. 7) 

Beside of the high potassium content, also calcium oxide is available in high 
concentrations in the fine ash fraction. In general, calcium oxide influences the 
gasification properties positively on the other hand it increases the potassium release 
rate with negative impact on deposition risk (pos. 6, 8, 9, 10, 11). The catalytic 
benefit of calcium in the fine ash is not utilized because of a short retention time in 
the bed and a lack of contact with the gas species.  

Measurement and 
controlling of 
inorganic loops, supply 
and discharge of 
inorganic matter 

Catalytic properties of the bed material and melting behavior of inorganic matters is 
significantly influenced by inorganic streams. A constant monitoring of bed material 
consumption, ash discharge, and internal flows ensures early detection of 
malfunctions. (pos. 2, 3, 4, 5, 7) 

Controlling of fly char 
dosing (pos. 4) 

Potassium is enriched in fly char which is normally burned in the combustion reactor. 
Fly char is highly reactive. Due to the close bonding of potassium and burning fly 
char, the release rate of potassium from the fly char is considered to be high but can 
be reduced by low adiabatic combustion temperatures. Inconstant dosing of fly char 
can lead to a lack of combustion air and to high adiabatic combustion temperatures 
around the char particles which increases the potassium release rate (pos. 6, 8, 9, 11). 

Controlling of 
combustion and 
fluidization air 

The adiabatic combustion temperature of char particles is linked to the release of 
potassium which is responsible for fouling. Controlling of the combustion air ensures 
good combustion conditions to avoid too high temperatures. 

Installation of a 
convective path in the 
flue gas path (pos. 11) 

The flue gas path should be designed so that the gas is cooled first via convection to 
temperatures below the initial melting temperature of potassium silicates 
(approximately 600°C). This avoids contact of melted particles with heat exchanger 
walls and plate sheets.  

Installation of a 
convective path in the 
product gas path 
(pos. 10) 

The release of potassium to the gas phase can happen also in the product gas path 
where it can condense at heat exchangers. High potassium concentrations in the fuel 
(e.g. alternative fuels) or an accumulation of potassium in the system can lead to 
fouling in the product path. A convective path reduces the risk for fouling.  

Reduction of 
gasification 
temperature to 800-
830°C 

A consequent monitoring of the catalytic properties of the bed material creates the 
possibility of a reduction of the gasification temperature. Lower gasification 
temperature reduces also the temperatures in the combustion reactor. The risk for 
fouling, slagging and bed material agglomeration is reduced (pos. 6, 8, 9, 10, 11) and 
higher electrical efficiencies can be reached.  

Installation of a 
biomass dryer 

A biomass dryer reduces the amount of water in the system and increases the 
electrical efficiency. Gas flows are reduced due to less steam. Variations in the 
operation can be reduced due to controlling of the water content of the biomass in the 
dryer.  
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5.3 Outlook 
To reduce operation costs, increase efficiencies and increase operational time per year further 

developments are required. Future research should examine the influence of fuels other than woody 

ash on fouling and bed material layer formation because the price of woody biomass is higher 

compared to alternative fuels.  

5.3.1 Alternative fuels 
Further research activities are required for the utilization of cheaper biogenous fuels such as 

energy crops, straw, sewage sludge, and so on which are considered to have negative impact on ash 

melting behavior. The influence of different ash composition of alternative fuels on the layer 

formation at the bed material and its influence on gasification properties cannot be quantified yet. 

Grimm et al. showed that the layer formation at olivine particles with other fuels than woody 

biomass differs from the experience of woody biomass fuels [52]. Methods for the active 

manipulation of ash melting behavior by the introduction of additives had not been investigated in 

this thesis. This would be of interest e.g. for the immobilization of gaseous potassium for fuels with 

high potassium content. The manipulation of the ash composition could be also carried out by fuel 

blending.  

The utilization of alternative fuels will also challenge the fuel feeding system. The systems which 

are built with plug screw feeders (as built in Güssing) or gate locks (as built in Villach and Senden) 

cannot be used for all fuels.  

5.3.2 Bed material 
The findings of this work are important for the development of alternative bed material that is 

not based on the olivine. Olivine is compared to quartz sand or calcite expensive and worse available, 

it contains also heavy metals such as chrome and nickel what brings disadvantages during deposition. 

The development of an alternative, cheap bed material with low contamination of heavy metals 

which is modified during the utilization in the gasification plant by the formation of a calcium rich 

layer is considered to be possible. Research concerning the influence on catalytic properties and 

fouling tendencies are required. 
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ABSTRACT: Bed material coating in fluidized biomass combustion plants is a precursor for bed agglomeration. While bed
agglomeration is a well-described problem in connection with biomass combustion plants, the literature on bed agglomeration or
bedmaterial coating in gasification plants is sparse. Recently developed biomass gasification plants face similar ash-related problems,
but inorganic matter is also linked to their catalytic activity to reduce the tar concentration in the product gas. This paper summarizes
recent ash-related research activities at a dual fluidized bed steam gasification plant located in G!ussing, Austria. The used fuel is
forestry residues; the bed material is olivine. The setup of inorganic flows and loops is described. Bed material analyses were carried
out and presented, such as X-ray fluorescence, X-ray diffraction, and scanning electron microscopy with energy-dispersive X-ray
spectroscopy. The analyses show the building of two calcium-rich layers around the bed particles. The inner layer is homogeneous,
composed mainly of calcium and silicate, while the outer layer has a similar composition to the fly ash of the plant. Analyses of the
crystal structure of the used bed material show the formation of calcium silicates that were not detected in the fresh bed material.
This has consequences on the performance of the plant concerning the catalytic activity of the bed material and the tendency for
fouling in the plant.

’ INTRODUCTION

Biomass steam gasification is a promising technology as a
carbon-neutral energy source to produce electricity and heat. Dual
fluidized bed (DFB) steam gasification is one of various technol-
ogies for biomass steam gasification.1 This technology was devel-
oped at the Vienna University of Technology and is successfully
demonstrated at the biomass power plants at G!ussing, Austria
(8 MWth fuel power),2 and Oberwart, Austria (8.5 MWth fuel
power).3 The plant in G!ussing produces electricity in a gas engine
(2 MWel) commercially and has had an operation time (until the
end of February 2011) of approximately 56 000 h at the gasifier
and approximately 51 000 h at the gas engine since startup in late
2001. Research projects are ongoing for usage of the product gas
for production of second-generation fuels such as methane,
Fischer!Tropsch diesel, and synthetic mixed alcohols.4,5 Other
plants using dual fluidized steam gasification technology are at
startup or under construction, for example in Villach, Austria, or
Ulm, Germany.3

This paper focuses on bed material examinations from the
DFB steam gasification of the plant in G!ussing, Austria. The plant
operates with forestry residues harvested in the local area of
the plant.

The basic principle of this biomass gasification technology
is the separation of endothermic steam gasification from the
exothermic combustion zone. Heat is transferred via a circulating
bed material from the combustion zone to the gasification zone
to provide heat for gasification. The fluidized bed in the gasification
zone is fluidized with steam that also acts as a gasification agent.
The combustion zone is fluidized by combustion air in a fast-
fluidized bed where a part of the fuel is combusted to provide heat
for gasification. Due to its catalytic activity in terms of tar
reduction in the product gas, olivine is used as the bed material.

For further reduction of the tar concentration in the product gas,
calcium-rich catalytic additives such as dolomite or calcium oxide
are used.6!8 DFB gasification is well-described in the literature.2,9

Most studies have focused on the gasification properties of different
fuels and the catalytic properties of bed materials, focusing on the
development of catalytic bed materials.3,7,8,10!16

Due to commercial pressure to increase availability, reduce
operational supplements, and compete with conventional bio-
mass combustion plants, research had been initiated concerning
solid flows, bed material coatings, and agglomeration and fouling
to reduce unplanned stops.

High alkali metal content of biomass fuels causes various ash-
related problems during combustion in fluidized bed boilers
such as bed agglomeration and fouling.17,18 Use of catalytic bed
material such as olivine and addition of catalytic additives to
decrease the tar content in the producer gas results in different
compositions of the ash and different thermal behavior compared
to conventional biomass fluidized bed combustion boilers.

Laboratory-scale examinations on combustion and gasifica-
tion of woody biomass show the formation of coatings around
the bed material used for gasification and combustion.19!23 The
formation of multiple layers was shown with different composi-
tions depending on the fuel and the bedmaterial composition.20,24

For woody biomass with the bed material quartz sand, labora-
tory-scale trials showed that the inner layer consists mainly of
potassium!calcium silicates, while the outer layer consists of
ash components.19,25 Comparisons of quartz sand and olivine
show similar results.21 Investigations concerning agglomeration
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behavior under gasification conditions showed no significant cha-
nges compared to combustion conditions.19 Studies were carried
out for the addition of dolomite or other additives in the bed to
reduce the agglomeration tendency of the fuel ash.26!28 How-
ever, literature of lab-scale plants for specific questions under
limited conditions is available but not for industrial-scale DFB
gasification plants. In DFB gasification, most of the conditions
described above are occurring. A gasification atmosphere at 850 !C
and a combustion atmosphere at 970 !C is available, and the
addition of calcium-rich additives is the difference from the
examinations in literature. The ash circles lead to an intensive
ash contact in the gasification and the combustion zones between
the bed material and the fuel ash.

However, there is no literature available on bed material coat-
ings inDFB gasifiers. The objective of this work is the investigation
of bed material coatings in DFB gasification. A better under-
standing of ash-related issues connected with the catalytic activity
of inorganic matter gives prospects for the usage of alternative
biomass fuels such as residues from agriculture.

’EXPERIMENTAL SECTION

DFB Biomass Gasification. Figure 1 shows the basic flow sheet
of the DFB process performed at the plant in G!ussing. Woody biomass
qis gasified in the gasifier with steam at 850!900 !C in a stationary
fluidized bed. The required heat is transferred with the bedmaterial from
the combustion zone, which is operated at 950!1000 !C, to the
gasification zone.

The product gas leaves the gasifier at 850 !C through the product
gas cooler, where it is cooled down to 160 !C.Mostly inorganic particles
with fine char particles that are not gasified leave the gasification zone
with the product gas. This fly char—containing fine char particles, tars,
and mainly inorganic matter such as biomass ash, attrition, and catalytic
additives—is separated from the product gas flow in the product gas
filter and is burnt in the combustion chamber to utilize the remaining
energy of the char. The product gas is further washed at a rapeseed
methyl ester (RME) scrubber and compressed for further utilization.

A part of the fuel that is not converted in the gasifier is transported
together with bed material via a chute to the combustion zone where it is
burnt. After the combustion zone, bedmaterial is separated from the flue
gas in the cyclone and the hot bed material is fed to the gasifier, supplying
the required heat for gasification. Fine particles like ash, bed material
attrition, and additives leave the cyclonewith the flue gas at 970!1000 !C.
Depending on the performance of the cyclone, the fly ash can contain a
considerable content of bed material. The flue gas is cooled down in
several heat exchangers to 160 !C, and fly ash is separated in the flue gas
filter. A part of the fly ash is recirculated to the gasifier due to its catalytic
activity for gasification while the other part is disposed.

Inorganic flows enter the plant with the biomass ash into the gasifier,
fresh bed material is added to the combustion zone, and calcium-rich
additives such as dolomite or calcium oxide are used as catalytic agents
either prior to the gasifier or right before the product gas filter. Inorganic
matter is discharged only at the flue gas filter.
Sampling.Wood ash samples were taken during regular production

and analyzed for elemental composition. To obtain representative
values, the samples were taken according to CEN/TS 14780:2005 from
the wood chips pile. Samples were taken on two different days and ash

Figure 1. Basic flow sheet of the DFB gasification plant in G!ussing.
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was produced according to DIN CEN/TS 14775 to determine the ash
content. The remaining ash was analyzed by X-ray fluorescence (XRF)
analysis.

Fly ash was taken from the ash container after the flue gas filter. To
remove coarse particles of mainly bed material, the samples were sieved
with a 200 μm sieve. The elemental composition was determined by XRF.

Unused bed material samples were taken at the delivery of the olivine.
Used bed material was taken from the bottom of the combustion zone
during shutdown after cooling down the plant. Since the retention time
of the bed material in the reactor varies, a number of samples were taken
for elemental analyses.

The elemental composition of the samples was determined by XRF
and calculated as oxides. Samples for XRF were melted in a Merck
Spectromelt at 1050 !C and dumped on a 400 !C stainless steel plate.
The analyses were carried out with a PANalytical Axios Advanced
analyzer under vacuum atmosphere with a rhodium anode, an excitation
voltage of 50 kV, and a tube current of 50 mA. The results indicate the
elemental composition of the total sample calculated in oxides.

Two bed material samples were analyzed by X-ray diffraction measure-
ments. X-ray diffraction measurements were performed on a PANaly-
tical X’Pert PRO system. Refinements were performed with the TOPAS
4.2 program package.

The samples for the SEM-EDX analysis were mounted in epoxy,
sanded, and polished. Analyses were carried out on a scanning electron
microscope (SEM), FEI Philips model XL30, combined with energy-
dispersive X-ray spectroscopy (EDX). A number of spot analyses were
taken for composition of the layers of different particles, and average
compositions were calculated. The EDX indicates the elemental com-
position of the surface of the sample.

’RESULTS AND DISCUSSION

The ash composition of the fuel is shown in Table 1. The result
shows that calcium is the dominating element in biomass ash.
Silicate and magnesium are in the range that is expected for woody
biomass. A significant high content of potassium and sodium is

caused by high bark content in the fuel. For comparison of the
influence of attrition of the bed material and the catalytic additives,
the composition of fly ash is also shown in Table 1. Due to the
varying performance of the cyclone, the fly ash was sieved with a
200 μm sieve to remove remaining bed material particles.

The results of XRF analyses of used and unused olivine are
shown in Table 2. The natural mineral olivine consists of magne-
sium, silicon, and iron [(Mg, Fe)2SiO4] as its main components.
The results for the elemental analysis brought expected results.
The elemental composition of the used bed material showed a
significant increase in calcium and potassium content. A compar-
ison of the elemental composition of the main components is
visualized in Figure 2.

These results are confirmed by the X-ray diffraction (XRD)
analysis shown in Table 3. While unused olivine has forsterite
(Mg2SiO4) as a dominant component and calcium silicates such
as bredigite [Ca14Mg2(SiO4)8], larnite (Ca2SiO4), or gehlenite
[Ca2Al(AlSi)O7] are not detectable. The absence of iron silicate
is caused by the calcination at 1400 !C of the olivine before it is
delivered and used in the plant. A calcination of olivine at this
temperature leads to decomposition of iron silicates.29 The XRD
analyses of the used olivine showed significant amounts of
calcium silicates such as bredigite and larnite. Periclase (MgO)
and fayalite (Fe2SiO4) are detectable in the sample of used bed
material.

An SEM image of unused bed material is shown in Figure 3.
The image shows a particle with cavities and inclusions with
different composition, as expected from a natural mineral. How-
ever, the particle shows the same composition inside and on the
surface. EDX analyses from inside the particle are shown in

Table 1. Fuel Ash and Fly Ash Composition by XRF Analysis

component wood chip ash (wt %) fly ash, <200 μm (wt %)

Na2O 3.9 2.5

MgO 4.9 29.1

Al2O3 2.3 1.5

SiO2 13.0 24.1

P2O5 2.4 1.2

SO3 1.5 0.4

K2O 11.0 4.0

CaO 55.3 29.5

TiO2 0.2 0.1

Cr2O3 0.1 0.3

MnO 1.6 0.8

Fe2O3 1.5 5.6

Co3O4 0.7 0.0

NiO 0.1 0.2

CuO 0.1 0.0

ZnO 0.1 0.0

SrO 0.2 0.1

Sb2O3 0.1 0.1

BaO 0.6 n/aa

Cl 0.6 0.4
aNot applicable.

Table 2. Comparison of Unused and Used Olivine

component unused olivine (wt %) used olivine (wt %)

MgO 46.8 40.0

SiO2 39.8 34.9

CaO 0.9 10.0

Fe2O3 10.3 8.1

K2O 0.32 3.8

Na2O 0.43 0.73

Al2O3 0.40 0.60

Cr2O3 0.28 0.55

MnO 0.15 0.29

P2O5 0.03 0.25

Cl 0.10 0.21

NiO 0.31 0.20

Co3O4 0.03 0.11

ZrO2 n/aa 0.10

SO3 0.06 0.06

TiO2 0.02 0.04

ZnO 0.01 0.02

CuO 0.03 0.02

SrO 0.00 0.02

MoO3 0.01 0.01

CdO n/a 0.01

Nb2O5 0.01 0.01

V2O5 0.01 0.00
aNot applicable.
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Table 4. The particle consists of the elementsmagnesium, silicon,
iron, and oxygen.

An image of used olivine (Figure 4) shows the formation of a
layer on the surface of the particle. By more detailed analysis
(Figure 5), two layers can be determined. The inner layer seems
to be more homogeneous than the outer layer. This kind of
formation of layers could be seen on the majority of particles.
Particles with a circular shape like the particle shown in Figure 4
have distinctive layer formation, while particles with a less pro-
nounced circular shape show less distinctive layer formation.
This is caused by the different retention time of the particles in
the bed due to a constant feeding of fresh olivine to compensate
for bed material losses because of abrasion and loss with the
fly ash.

EDX analyses of the two layers shown in Table 4 indicate
a high concentration of calcium in the inner layer with the two
main components silicon and oxygen. The concentration of
magnesium and iron is decreased compared to the unused particle.
The composition of the outer layer is dominated by the main
components of ash such as calcium, magnesium, silicon, and
oxygen.

The inside of the used olivine particles shows an increase in
potassium and a slight increase in calcium while the concentra-
tions of other elements such as magnesium, silicon, and iron
remain in the range of unused olivine.

These results of the bed material analyses confirm the
observations from the literature. The high concentration of
calcium in the particle layers is caused by the addition of
calcium-rich additives. The circulation of fly ash (bed material
and fine ash) leads to the formation of layers in the bed
material.

Figure 2. XRF analysis: comparison of unused and used olivine.

Table 3. XRD Results of Unused and Used Bed Materiala

unused olivine, sample A used olivine, sample B comparison, unused vs used olivine

forsterite Mg2SiO4 S S sample A. sample B

bredigite Ca14Mg2(SiO4)8 n/a S-M new phase in sample B

periclase MgO n/a M new phase in sample B

larnite Ca2SiO4 n/a M new phase in sample B

“pyrophyllite 1A (dehydroxylated)” Al2Si4O10(OH)2 n/a TR-M new phase in sample B

magnetite Fe3O4 M TR-M sample A > sample B

fayalite Fe2SiO4 n/a TR-W new phase in sample B

gehlenite Ca2Al(AlSi)O7 n/a TR new phase in sample B

lazulite (Mg, Fe) Al2(PO4)2(OH)2 W n/a phase vanishes in sample B
a S, strong diffraction; M, medium; W, weak; TR, trace; n/a, not applicable.

Figure 3. SEM image of unused olivine.
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Risnes et al.30 describes the preferred formation of liquid salt
melts in wheat ashes when calcium is added to the raw fuel.
Calcium silicates are formed, while potassium silicates decrease.

The layer formation of the examined olivine particles confirms
this theory. When high amounts of calcium are detectable in the
inner layer, the potassium concentration in this layer is lower.
Crystalline phases of potassium were not detectable. The higher
potassium concentration in the particle inside the used olivine is
caused by the high volatile content of potassium at the tempera-
tures of gasification (850 !C) and combustion (970 !C).19

According to the literature,25 three mathods of layer formation
are possible: (a) the layer grows outward from the particle, (b)
the layer grows into the particle, or (c) a combination of cases a
and b. In case a, the composition of the layer consists mainly of
fuel ash components. In case b, reactive components are inserted
into the particle structure. The examinations in this study showed
both cases: the inner layer with a constant thickness within each
particle and the homogeneous structure and composition in-
dicates that the layer grows into the particle, forming a stable
crystal structure. The crystal structure of olivine is modified with
the implementation of calcium. On the contrary, the outer layer is
inhomogeneous with a different thickness that indicates that the
layer grows outward from the particle.

Layer formation is described in the literature as an interaction
between potassium, calcium, and silicon.24,25 Silicon has its main
origin in the bed material, but the fuel ash also contains a
considerable amount of silicon. The origin of potassium is only
the fuel ash, while calcium is detectable at considerable levels in
fuel ash and additives.

The low amount of potassium in the layer can be explained
because high calcium concentrations inhibit the redeposition of
potassium into the silicates, since these positions are preferen-
tially filled by calcium.30!32

Layer formation on the bed material is often linked to bed
agglomeration problems in the literature and operational
problems in the plant. Bed material agglomeration has not
been encountered in the DFB plant in G!ussing. An influence
on catalytic activity is assumed, and operational problems due
to fouling are considered to be linked to the bed material
coating.

’CONCLUSIONS

Bed material of biomass steam gasification in a dual fluidized
bed gasifier located in G!ussing/Austria was studied. These
studies should give a better understanding of the long-term
changes to the bed material during regular production in a
commercial DFB gasifier and the influence of these changes on
the operation of the plant. The bed material was analyzed by
XRF, XRD, and SEM/EDX techniques. These analyses show
layer formation on the bed material. Two calcium-rich layers are
built; the inner layer consists mainly of calcium silicates while the
outer layer has a similar composition to fine ash. The formation
of calcium-rich layers is attributed to the high calcium content of
wood ash and to the addition of calcium-rich additives to improve
the catalytic properties of the bed material in terms of tar
reduction.

The long-term interaction between biomass ash and bed
material needs to be considered for the control of inorga-
nic flows and also for the development of new catalytic bed
material.
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Table 4. EDX Comparison of Olivines

unused olivine used olivine

element

particle inside

(wt %)

particle inside

(wt %)

inner layer

(wt %)

outer layer

(wt %)

C n/aa n/a 5.3 9.8

O 15.2 14.2 12.9 13.7

Mg 37.4 30.3 8.6 18.5

Al 0.1 0.7 0.1 0.1

Si 35.5 32.2 17.3 15.4

P n/a 0.0 n/a 0.3

K n/a 8.5 2.6 3.2

Ca n/a 1.8 46.5 33.5

Cr n/a n/a 2.7 0.4

Mn n/a 0.0 0.9 1.2

Fe 11.8 12.5 3.0 3.7
aNot applicable.

Figure 4. SEM image of used olivine.

Figure 5. SEM image of (1) inner and (2) outer layers of used olivine.
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a b s t r a c t

The utilization of biomass for the substitution of fossil fuels to reduce greenhouse gas emissions in bio-
mass steam gasification plants is a promising technology for the production of electricity, heat, and fuels
for transportation. Experience from industrial scale dual fluidized bed steam gasification plants showed a
modification of the bed material due to the interaction of the bed material (olivine) with biomass ash
components and additives. In this paper the influence of bed material modification on the gasification
properties of used olivine from an industrial scale plant in Güssing is compared with the case of fresh
olivine. The trials were carried out under similar conditions in a pilot plant at the Vienna University of
Technology. The pilot plant trials showed an increase in hydrogen and carbon dioxide in the product
gas with the used bed material while the content of carbon monoxide in the product gas decreased.
The exothermal water–gas shift reaction is enhanced by the used bed material, resulting in a lower
energy demand for the gasification. Tar content was decreased by around 80% for tars detected by gas
chromatography–mass spectrometry (GCMS) and the composition of the tar showed less components
during the trial with used bed material.

The results obtained with the used bed material at the 100 kW pilot plant are in good agreement with
those for the 8 MW industrial plant in Güssing, confirming good scale-up properties from the 100 kW
plant to industrial scale plants.

! 2011 Elsevier Ltd. All rights reserved.

1. Introduction

Biomass can play a significant role by substituting for fossil
fuels which cause greenhouse gas emissions in the production of
electricity and second generation biofuels [1]. Biomass is a renew-
able source and releases the same amount of carbon dioxide during
energy usage or natural decomposition as it aggregates during the
growth period. Using woody biomass for steam gasification is a
promising technology that has been successfully demonstrated
since late 2001.

The basic principle of biomass gasification is the thermal
decomposition of biomass using a gasification agent such as steam,
air, or carbon dioxide to produce a combustible gas consisting
mainly of hydrogen, carbon monoxide, carbon dioxide, and meth-
ane. If air is used as a gasification agent a high amount of nitrogen
is present in the producer gas, which reduces its heating value. The
gas can be utilized for electricity production, fuel synthesis or syn-
thetic natural gas.

Dual fluidized bed (DFB) steam gasification for biomass was
developed by the Institute of Chemical Engineering, Vienna Univer-
sity of Technology [2]. A pilot plant (100 kW) is in operation at the
Institute of Chemical Engineering, Vienna University of Technol-
ogy, with various research activities concerning bed material [3–
5] or different fuels [6,7]. This process was brought to the market
by the first plant in Güssing (Austria; 8 MWth) in 2001, followed
by plants in Oberwart (Austria; 8.5 MWth), Villach (Austria;
15 MWth), Ulm (Germany; 11.5 MWth), Götheborg (Sweden;
32 MWth), which commenced operation recently or are currently
in the realization phase [4]. Various research activities concerning
further utilization of the product gas in addition to production of
heat and electricity are ongoing at the plants in Güssing and Ober-
wart [8,9].

The advantage of DFB steam gasification is the usage of steam as
a gasification agent to avoid the introduction of nitrogen into the
producer gas. It results in a producer gas with a high caloric value
of 12–14 MJ/Nm3 (referred to as dry gas) and a high hydrogen con-
tent. To supply the thermal energy that is required for the endo-
thermic gasification reactions in the bubbling bed a separate
combustion zone with a fast fluidized bed is used. The bed mate-
rial, which is heated up in the combustion zone, is transferred to
the gasification zone.

0016-2361/$ - see front matter ! 2011 Elsevier Ltd. All rights reserved.
doi:10.1016/j.fuel.2011.10.066
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The main gasification reactions are shown in Table 1. These
reactions are considered as equilibrium reactions with variable
equilibrium conditions according to Le Chatelier’s principle
depending on gas concentrations, temperature and pressure. Since
various reaction paths are possible, an enhancement of reaction
paths is possible through the use of catalysts.

Undesired by-products of biomass gasification are described by
the collective term ‘‘tars’’. Tars are defined as follows: ‘‘The organ-
ics, produced under thermal or partial-oxidation regimes (gasifica-
tion) of any organic material, are called ‘tars’ and are generally
assumed to be largely aromatic’’ [10].

These tars cause operational problems when cooled down and
condensed at heat exchangers, plugging pipes, and so on. Various
research activities focus on reduction of these tars before further
utilization of the product gas. The chemical reactions concerning
tar reduction are described in Table 2 for toluene as a model com-
ponent. Similar reactions can be described for the other tar compo-
nents. These chemical equations allow a wide range of reaction
schemes and show the complexity of the topic.

To decrease the amount of tar in the product gas, catalytic
material is used in the fluidized bed.

The use of olivine as a bed material has become state of the art
in industrial scale DFB steam gasification plants. Additionally cal-
cium-rich additives such as calcite or dolomite are used for further
reduction of the tar content in the producer gas. Experience from
the industrial scale plant in Güssing, Austria, showed that biomass
ash and additives interact with bed material, building calcium-rich
layers around the particles. The inner layer is homogeneous, com-
posed mainly of calcium and silicate, while the outer layer has a
similar composition to the fly ash of the plant [13]. Fig. 1 shows
a micrograph of a used bed material particle and the results of en-
ergy-dispersive X-ray (EDX) spectroscopy are shown in Table 3.
The positive effects of this calcium-rich layer on the tar reduction
and the influence on the gas composition are known from the
experience of the plant in Güssing. Experience also showed that
the catalytic properties of the bed material improve with a higher
retention time of the bed material in the system. This effect has not
yet been described in detail or quantified.

The significant increase in calcium in the surface layer of the
bed material leads to the assumption that the catalytic properties
of the used bed material are dominated by the calcium-rich sur-
face. Small amounts of potassium are also detected.

The positive effect of olivine on tar reduction has been reported
by various authors with regard to various fuels [4,14–21]. A better
catalytic activity of the olivine can be achieved by calcination of
olivine [14,22]. Even better conversion is achieved by the use of
modified olivine such as Ni-olivine, Fe-olivine [4,20,23–26] or syn-
thetic catalysts [27–29].

Dolomite also showed good results with regard to the catalytic
activity for reducing tars [3,4,18,30–33].

A comparison of dolomite and inert bed material was carried
out by Ruoppolo et al. [27]. They reported a 50% higher tar conver-
sion in a fluidized bed using dolomite as bed material compared to
quartzite as well as a simplification of tar components.

Corella et al. [18] reported that the tar removal efficiency with
dolomite was !1.4 times better compared to olivine in a fluidized
reactor. In a previous publication the authors concluded [34] that
the introduction of dolomite into the fluidized bed gives better re-
sults compared to a down-stream usage of dolomite in a second
reactor. The polymerization of tars is suspected to take place when
using a gasification reactor with silica sand and a down-stream
reactor with dolomite.

A laboratory scale quartz tube reactor was used by Simell et al.
[11] to study the decomposition of toluene, which was used as a
model component for tar over dolomite and nickel catalyst. They
concluded that the dry reforming reaction (Formulas (15) and
(16)) and steam reforming reaction (Formulas (9) and (10)) take
place with both catalysts. The presence of steam inhibits the dry
reforming reaction but tar decomposition is carried out with steam
reforming. The presence of CO on dolomite strongly inhibited the
tar decomposition on dolomite.

Alarcón et al. [35] studied the catalytic activity of a mixture of
CaO with MgO for naphthalene steam gasification in a fixed bed.
While pure MgO and CaO achieved carbon conversion of 54% and
62%, respectively, a mixture of 10% CaO and 90% MgO showed
the highest carbon conversion, 79%. A catalytic synergy between
the two oxides was described.

Similar results were published by Delgado et al. [36]. The
authors studied the catalytic activity of calcined dolomite, calcite,
and magnesite in a fixed bed reactor reforming product gas of a flu-
idized bed gasification reactor. The fixed bed reactor was loaded
with the examined catalyst. They reported better gas yields and
tar reduction with dolomite followed by calcite and magnesite.

Kyotani et al. [37] investigated the mechanism of calcium catal-
ysis of carbon gasification with oxygen. They found that calcium
enhances the formation of CO2 in carbon gasification with O2.
The process was explained as follows: O2 dissociatively chemisorbs
on CaO particles to form CaO(O). The active oxygen from CaO(O)
quickly migrates to the carbon surface to form C(O). When active
sites around CaO are occupied by C(O), oxygen reacts with the
C(O) at the active site to CO2 which is released leaving an active
site on the CaO.

Nair et al. [38] studied the tar removal of biomass-derived fuel
gas by pulsed corona discharge with respect to the decomposition
scheme of naphthalene. They concluded that the most favorable
pathway for tar decomposition is the direct attack of oxygen
radicals.

This theory is also confirmed by studies by Chen and Yang [39]
on alkali and earth alkali metals where the authors catalyzed gas-
ification reactions of graphite by CO2 and H2O. They reported the
formation of C–O–M groups, where M denotes for the metal. Oxy-
gen radicals have their origin in CO2 and H2O. In earlier studies
they found that particles are more active than single C–O–K groups
[40].

However, the usage of bed materials with better catalytic activ-
ity than olivine is desired. Alternative bed materials to olivine often
face problems with attrition (e.g. dolomite [4,19]) or their prepara-
tion is expensive (e.g. synthetic catalysts). The disposal of wastes of
alternative bed materials such as nickel coated bed material is also
problematic.

An exact statement about the influence of the formation of a
calcium-rich layer on the catalytic properties of the bed material
is not available. To study this effect, used bed material from the
industrial scale gasification plant in Güssing, Austria, was used in
the 100 kW DFB steam gasification pilot plant at the Institute of
Chemical Engineering, Vienna University of Technology, and com-
pared with the results of the utilization of unused olivine under the
same conditions.

This paper summarizes the latest investigations of the catalytic
properties of used olivine with a calcium-rich layer with regard to

Table 1
Typical equilibrium reactions of the main gas components [11,12].

Name of reaction Chemical equation DH (kJ/mol)

Water–gas shift CO + H2O M CO2 + H2 "40.9 Formula (1)
Methane reforming CO + 3 H2 M CH4 + H2O "225 Formula (2)
Water–gas (i) C + H2O M CO + H2 118.5 Formula (3)
Water–gas (ii) C + 2 H2O M CO2 + 2 H2 103 Formula (4)
Boudouard C + CO2 M 2 CO 159.9 Formula (5)
Methanation C + 2 H2 M CH4 "87.5 Formula (6)
Oxidation (i) C + O2 M CO2 "393.5 Formula (7)
Oxidation (ii) C + 0.5 O2 M CO "123.1 Formula (8)
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gas composition and tar reduction, and the results from an indus-
trial scale plant are compared with results from the pilot plant.

2. Experimental section

Two trials were carried out at a 100 kW pilot plant, one using
fresh olivine as a reference and one using used olivine from the
industrial plant in Güssing. The results of these trials were com-
pared with the results of the industrial scale plant in Güssing.

2.1. DFB biomass gasification

The DFB biomass-steam gasification plant in Güssing, Austria,
has a thermal power of 8 MW and an electrical power of 2 MW.
The plant went into operation in late 2001 and had an operation

time of 60,000 h at the gasifier and 54,500 h at the gas engine up
to September 2011. Wood residues harvested in the local area
are used as fuel. Various literature is available about the plant
[2,41,42].

A basic flow sheet of the plant is shown in Fig. 2. Biomass is fed
into the gasifier via a screw system and is gasified in a bubbling
bed in the gasifier at 850 !C using steam as a gasification agent.
Bed material also containing char is transferred to the combustion
zone, where char is combusted in a fast fluidized bed at 930 !C. Air
is used for fluidization in the combustion zone. The bed material is
separated from the flue gas in the cyclone and transported back
into the gasifier, providing the heat for the gasification. The flue
gas is further cooled down and the fly ash is separated in the flue
gas filter. A part of the fly ash is circulated into the gasifier due
to its positive effects on tar reduction and to save bed material
consumption.

The product gas is cooled down after leaving the gasifier and
particles are separated from the gas stream in the product gas fil-
ter. The fly coke from the product gas filter contains inorganic mat-
ter such as biomass ash, additives, and products of bed material
abrasion as well as unconverted char and tar. To utilize the remain-
ing combustible substances, the fly coke is burnt in the combustion
zone. After the separation of the particles from the product gas in
the product filter, the gas is washed in a rapeseed methyl ester
(RME) scrubber to remove water and tars. The cleaned gas is then
utilized in a gas engine to produce electricity and heat. A small
amount of the product gas is used to control the temperature of
the combustion zone.

2.2. Description of the pilot plant

At the pilot plant at the Institute of Chemical Engineering, Vien-
na University of Technology, the basic design parameters of the
gasifier in Güssing, Austria were developed. The basic principal of
the gasifier is the same as that of the industrial scale plant in Güs-
sing but due to its size some details are different. The pilot plant
shown in Fig. 3 is well-described in literature [4,6,7].

However, the gasifier consists of a gasification zone with a bub-
bling bed, which is fluidized by steam, and a combustion zone with
a fast fluidized bed, which is fluidized by air. The bed material is
circulated between the two zones to carry the heat from the com-
bustion zone to the gasification zone. The separation of the bed
material and the flue gas after the combustion zone is carried out
using a gravity separator. Siphons are located between the gasifica-
tion zone and the combustion zone to avoid leakage of gases from
the combustion zone such as air of flue gas into the gasification
zone.

The fuel is dosed into the fluidized bed of the gasifier where
water and volatile components of the fuel are released. The
remaining char is gasified with steam. A part of the char is trans-

Table 2
Possible reactions of hydrocarbons in hot gas cleaning conditions, with toluene as model hydrocarbon[11].

Name of reaction Chemical equation DH kJ/mol

Steam reforming C7H8 + 7 H2O ? 7 CO + 11 H2 876 Formula (9)
C7H8 + 14 H2O ? 7 CO2 + 18 H2 647 Formula (10)

Steam dealkylation C7H8 + H2O ? C6H6 + 2 H2 + CO 123 Formula (11)
C7H8 + 2 H2O ? C6H6 + 3 H2 + CO2 90 Formula (12)

Hydrocracking C7H8 + 10 H2 ? 7 CH4 !713 Formula (13)
Hydrodealkylation C7H8 + H2 ? C6H6 + CH4 !104 Formula (14)
Dry reforming C7H8 + 7 CO2 ? 14 CO + 4 H2 1105 Formula (15)

C7H8 + 11 CO2 ? 18 CO + 4 H2O 1236 Formula (16)
Thermal cracking nC7H8 ? m CxHy + p H2 – Formula (17)
Carbon formation C7H8 ? 7 C + 4 H2 !73 Formula (18)

Fig. 1. Layer formation on used olivine [13].

Table 3
EDX: Comparison of unused and used olivine [13].

Olivine Unused olivine Used olivine

Particle inside
(wt.%)

Particle inside
(wt.%)

Inner layer
(wt.%)

Outer layer
(wt.%)

C n/a n/a 5.3 9.8
O 15.2 14.2 12.9 13.7
Mg 37.4 30.3 8.6 18.5
Al 0.1 0.7 0.1 0.1
Si 35.5 32.2 17.3 15.4
P n/a 0.0 n/a 0.3
K n/a 8.5 2.6 3.2
Ca n/a 1.8 46.5 33.5
Cr n/a n/a 2.7 0.4
Mn n/a 0.0 0.9 1.2
Fe 11.8 12.5 3.0 3.7

n/a = not applicable.
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ported with the bed material to the combustion zone, where the
char is burnt.

In contrast to the industrial scale plant the pilot plant is de-
signed to add fuel into the combustion zone to provide a part of
the required heat to the gasification not via transport through
the chute but from outside the system. Light fuel oil is used in
the pilot plant. The amount of fuel in the combustion zone with
constant gasification temperatures allows a qualitative evaluation
of the gasification properties of the fuel or a comparison of the
bed material using the same fuel. In the industrial scale gasifier,
fly coke from the filters, tar, saturated RME, and a small quantity
of product gas are injected into the combustion reactor. The prod-
uct gas is used to control the temperature.

The pilot plant is equipped with gas measurement in the prod-
uct gas stream and in the flue gas stream.

2.3. Sampling at the industrial scale plant

The required amount of used bed material (150 kg) for the trial
in the pilot plant was taken from the plant in Güssing in December
2010. The bed material was taken during regular operation from
the bottom of the combustion zone. To avoid impact on the pro-
duction of the plant, several batches were taken over a period of
2 days.

To have a similar particle size distribution compared to fresh
olivine, the used bed material was sieved and the fractions smaller
than 400 lm and bigger than 1 mm were removed to avoid the
presence of fine ash or nails and broken refractory lining in the pi-
lot rig.

Gas analyses at the industrial scale plant were carried out with
a Clarus 500 gas chromatograph (GC) made by Perkin Elmer. The
GC is equipped with three different columns: one molecular and
two non-polar (Porapak) sieves, connected with two automated
valves and an injection loop of 500 ll. Helium is used as the carrier
gas. Two types of detectors are used: a thermal conductivity detec-
tor (TCD) for the permanent gases (O2, N2, CO, CO2) and a flame
ionization detector (FID) for hydrocarbons up to a carbon number
of three. The hydrogen concentration is calculated as 100 minus
the sum of the gas concentration given by the two detectors.

The average values of various measurements taken over the
period from the beginning of October until the middle of January
were calculated and used for comparison.

2.4. Sampling at the pilot plant

Wood pellets were used as a fuel in the trials in the pilot plant.
A wood pellet sample was taken before both trials in the pilot plant
and analyzed. The same batch of wood pellets was used for both
trials. To obtain representative values the samples were taken on
the basis of DIN 51701. Ash content was determined according to
DIN 51719 but at 550 !C. The content of volatile matter was deter-
mined using DIN 51720 and the higher and lower heating values
according to DIN 51900 T2.

The elemental composition of the unused and used bed material
was determined by X-ray fluorescence (XRF) and calculated as oxi-
des. Samples for XRF were melted in a Merck Spectromelt at
1050 !C and dumped on a 400 !C stainless steel plate. The analyses
were carried out with a PANalytical Axios Advanced analyzer un-
der a vacuum atmosphere with a rhodium anode, an excitation

Fig. 2. Basic flow sheet of the DFB gasification in Güssing, Austria [13].
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voltage of 50 kV, and a tube current of 50 mA. The results indicate
the elemental composition of the total sample calculated in oxides.

Gas and tar analysis of the product gas of the pilot plant is well-
described in the literature [4–7]. Carbon monoxide, carbon dioxide,
methane and hydrogen were measured by a Rosemount NGA2000.
The components nitrogen, ethylene, ethane, and propane were
measured by a gas chromatograph (Syntech Spectras GC 955).
For the calculation of average values a stationary phase of the plant
was taken into consideration. The stationary phase for the trial
with unused bed material lasted for 2:25 h, while the one for the
trial with used bed material lasted for 1:05 h. Tars are absorbed
in toluene and measured similarly to the tar protocol. Detailed
descriptions of the tar measurement are given by Wolfesberger
et al. [43] and Aigner et al. [44]. Gravimetric tars represent the hea-
vy tars while GCMS tars represent the smaller tar molecules. As the
measurement ranges of both tar analyses overlap, they cannot be
added. Three samples of tar were taken during each trial and aver-
ages were calculated.

The simulation software IPSEpro was used to calculate mass
and energy balance to determine gas yields. The software and
model library is described by Proell and Hofbauer [45].

2.5. Used materials at the pilot plant trials

To ensure similar fluidization and gasification conditions with
used and with unused bed material, a similar particle size distribu-
tion is required for both bed materials. Fig. 4 shows the particle
size distribution of both bed materials and Table 4 shows the char-
acteristic values for the particle size of the bed material.

Due to variations in the operating conditions at the industrial
plant in Güssing, the used bed material that was used for the trial
in the pilot plant was analyzed to determine the elemental compo-
sition. The results are shown in Table 5. The main difference be-
tween the elemental compositions of the unused and the used
bed material is the content of calcium and potassium. From earlier
investigations it is known that calcium occurs mainly in the layers
on the surface of the particle [13].

Wood pellets were used as fuel in both trials in the pilot plant.
The composition of the fuel used in both trials is shown in Table 6.
Wood pellets were chosen because they have better conveying
properties in the screw feeder of the pilot plant and because their
composition is similar to that of the used fuel in the industrial
plant. The water content of the pellets (6.74%) is significantly lower
than the water content of the wood chips used in the plant in Güs-
sing, which is 20–30% [22].

3. Results and discussion

The operational parameters at the pilot plant were chosen to be
similar to those of the industrial scale plant in Güssing. Table 7
shows a summary of important operational parameters. The
marked values are the measurements of set points. The other val-
ues are given by the operating conditions. The chosen operating
temperature of the gasifier is 850 !C because experience at the
plant in Güssing has shown that this gasification temperature en-
sures safe production. A higher steam-to-carbon ratio was required
in the pilot plant compared to the plant in Güssing to reach fluid-
ization properties.

Fig. 3. 100 kW pilot plant [7].

Fig. 4. Particle size distribution of the bed material.
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Table 8 shows the performance parameters of the pilot plant for
the trial with fresh olivine and used olivine. The gasification condi-
tions in the gasifier were similar and performance difference is
indicated mainly by the oil consumption. To get a good comparison
of the efficiency the total gas yield is referred to the total fuel input
which consists of fuel to gasifier and fuel to combustion zone.

The gas composition of the two trials in the pilot plant and the
industrial scale plant is shown in Fig. 5. While the trial with the
used olivine in the pilot plant shows similar results compared to
the industrial scale plant, the results for fresh bed material in the
pilot plant show a significantly higher CO content and significant
lower CO2 and H2 contents. The values from the industrial scale
plant show a higher deviation compared to the pilot plant due to

varying fuel quality (moisture content) and instability of inorganic
flows (e.g. bed material consumption and ash circulation).

Comparison of the trials from the pilot plant with fresh and
used bed materials reveals an enhancement of the water–gas shift
reaction, Formula (1), with used bed material, which leads to high-
er H2 and higher CO2 contents, while the CO content decreases.
Additionally, the water–gas shift reaction is slightly exothermal,
which explains the lower fuel consumption in the combustion
chamber in the trial with the used bed material, as shown in Ta-
ble 7, considering a similar bed material circulation. The pressure
profile of the pilot plant is shown in Fig. 6 indicates similar operat-
ing conditions in the trials. The pressure difference at the combus-
tion zone can be explained by the slightly higher means particle
size for the used bed material shown in Table 4. This pressure dif-
ference may indicate a lower circulation rate, which should cause a
higher temperature in the combustion chamber when the same en-
ergy demand is assumed in the gasifier. However, the temperature
in the combustion zone is significantly lower with used olivine at
the same gasification temperature, indicating again a lower energy
demand for gasification.

The tar content of the product gas in the pilot plant is shown in
Fig. 7. It indicates that substantially lower tar content was found
with the used olivine from Güssing independently of the method
of analysis. The GCMS measured tars decreased by 82% and the
gravimetric tars decreased by 65%.

Fig. 8 shows the detailed GCMS analyses of tar components for
both trials including the chemical structure of the components. The
concentrations are presented on a logarithmic scale. The trial with
used bed material showed fewer components in the tar composi-
tion. Various components mostly large multi-ring hydrocarbons,
were not detectable. This reduction in tar species due to gasifica-
tion with calcium-rich bed material was also described by Ruop-
polo et al. [27].

The tar component with the highest content in both cases was
naphthalene. Anthracene was the component with the second
highest concentration in the trial with the unused olivine but
due to a better reduction rate with used bed material it had the
third highest content in the trial with used bed material, while ace-
naphthylene had the second highest content. Acenaphthylene
showed a lower relative reduction rate than the average of the

Table 4
Particle size of the bed material.

Unit Fresh olivine Used olivine, sieved

dp10 lm 445 395
dp50 lm 514 510
dp90 lm 630 662

Table 5
Elemental composition of the bed material.

Metal oxide Fresh olivine (wt.%) Used olivine (wt.%)
Na2O 0.43 1.67
MgO 46.76 40.52
Al2O3 0.40 0.44
SiO2 39.84 33.60
P2O5 0.03 0.19
SO3 0.06 0.08
K2O 0.32 3.89
CaO 0.90 10.71
Cr2O3 0.28 0.38
MnO 0.15 0.24
Fe2O3 10.32 7.45
NiO 0.31 0.33
Cl 0.10 0.27
Others 0.11 0.23

Table 6
Fuel analysis of the fuel for the pilot plant.

Parameter Value Unit

C 51.07 mass% db
H 5.79 mass% db
N 0.13 mass% db
S 0.005 mass% db
Volatile matter content 86.12 mass% db
LHV (dry base) 19.0 MJ/kg db
HHV (dry base) 20.3 MJ/kg db
Ash 0.32 mass% db
Water content 6.74 mass%

db – dry base with ash.

Table 7
Operational parameters at the industrial scale plant and the pilot plant.

Unit Reference trial at
the pilot plant
with fresh olivine

Pilot plant with used bed
material from Güssing

Industrial scale plant
in Güssing

Gasifier bed temperature !C 852 ± 2a 850 ± 1a 850a

Riser temperature !C 897 ± 2 872 ± 1 !930
Fuel input kW 97a 97a 8 000a

Fuel into the combustion zone kg/h 3.23 2.54 –
Total fuel input kW 135b 127b –
Steam to carbon ratio – (kg/kg) 1.8a 1.8a 1.2–1.6

a Set points and target values respectively.
b Results from mass and energy balance.

Table 8
Performance parameters of the pilot plant (results from mass and energy balance).

Unit Reference trial at
the
pilot plant with
fresh
olivine

Pilot plant with
used
bed material
from
Güssing

Gas yield Nm3/kg wood (db) 1.06 1.09
Total gas

yield
Nm3/kW total fuel
input (db)

0.157 0.172
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GCMS tars. Anthracene showed the highest absolute reduction
from the components which were detected in both trials, followed
by naphthalene and acenaphthylene. Styrene had the lowest rela-
tive reduction rate (45%) and had the fourth highest absolute con-
centration in the trial with the used bed material. Multi-ring
hydrocarbons with four or more rings such as benz(a)anthracene,
chrysene, benzo(b)fluoranthene, benzo(k)fluoranthene, benzo(a)-
pyrene, benzo(g,h,i)perylene, and indeno(1,2,3-c,d)pyrene were
detected in the trial with the fresh bed material but not in the trial
with used bed material. One exception was pyrene, which could be
detected in the trial with used bed material but showed a higher
relative reduction rate (91%) compared to the total tars. Phenol
and phenylacetylene were detected in the trial with fresh bed
material but not detected in the trial with used bed material. Meth-
ylnaphthalene showed low relative reductions, with 2-meth-
ylnaphtalene achieving better reduction. Benzofuran and
dibenzofuran showed above average relative reduction rates of
88% and 92% respectively. Fluorene also had a high relative reduc-
tion rate of 95%. Phenanthrenes showed similar contents; 73 mg/
Nm3 for phenantrene and 71 mg/Nm3 for 4,5-methylphenantrene.
The relative reduction rate of phenanthrene was significantly high-

er (97%) compared to that of 4,5-methylphenantrene (66%). The
reduction rate of 1H-Indene was above average at 87%, while that
of biphenyl was slightly below average at 80%. Fluoranthene
showed a reduction rate of 85% which was slightly above the
average.

The decrease in multi-ring polycyclic aromatic hydrocarbons
with the usage of calcium-rich bed material is in accordance with
experience from the literature. Longwell, summarized by Milne
et al. [10], states that thermal treatment with CaO in coal gasifica-
tion removes newly formed pyrolysis tars and pure aromatic com-
pounds such as multi-ring polycyclic aromatic hydrocarbons and
benzene respectively. Devi et al. [16] suggest the reaction scheme
of naphthalene decomposition. In agreement with this reaction
scheme these trials confirmed the theory that the recombination
of cyclic hydrocarbons into multi-ring hydrocarbons is inhibited.
The tar composition of the trial with used bed material showed
no multi-cyclic hydrocarbon with more than three rings. The
decomposition products of naphthalene seem to react with small
molecules to form small single-ring hydrocarbons such as styrene,
methylnaphthalene, and acenaphthylene.

Milne et al. [10] summarize examinations by Alden et al., stat-
ing that almost all components of tar are non-polar after catalytic
cracking with dolomite. This is confirmed by this study. Phenol was
not detectable in the trial with the used bed material.

While phenanthrene was reduced in the trial with used bed
material to close to the detection limit, anthracene is available in
significant amounts and has the second highest concentration after
naphthalene.

Summarizing the tar analyses, it can be concluded that the layer
formation on the bed particles shows very positive effects on tar
reduction.

Fig. 5. Product gas composition of unused and used bed material at the pilot plant compared with the industrial scale plant.

Fig. 6. Pressure profile over the DFB pilot plant.

Fig. 7. Tar contents with fresh and used olivine in the pilot plant.
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Considering the main components of the layer on the bed mate-
rial the following elements have to be considered catalytically ac-
tive: calcium oxide, magnesium oxide, and potassium oxide.

Potassium is available in concentrations of about 4% in bed
material and fly ash but not detectable in crystal structures [13].
The catalytic activity of potassium is lower compared to dolomite
[46]. According to Thy et al. [47], potassium is forced out of the
crystal structure with high CaO concentration and is mainly pres-
ent in gasified form. Considering this along with the finding of
Chen and Yang [40] that the catalytic activity of clusters (particles)
is significantly higher than that of C–O–M groups, the catalytic

activity of potassium can be considered to be insignificant in this
case.

The catalytic properties of olivine are well-proven. Since the re-
sults of the trial with used bed material showed these significant
improvements in the catalytic activity, calcium and probably the
mix of calcium and magnesium are considered to be the compo-
nent that causes the catalytic improvements.

The comparison of the gas composition from the industrial
plant in Güssing and the trial with the used bed material from Güs-
sing presented in Fig. 5 shows very similar gas compositions of the
pilot plant and the industrial scale plant with the same bed mate-

Fig. 8. Comparison of tar components in the pilot plant.
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rial. Also, the results of tar analyses of the trial with the used oliv-
ine are in the range of published values of the plant in Güssing.
Rauch et al. published values of around 1–2 g/Nm3, assuming that
the only reason for the tar reduction was the calcination of the
olivine [22]. Results from the plant in Güssing published recently
by Aigner indicate GCMS tar values of around 2 g/Nm3 and gravi-
metric tars values of around 1.8 g/Nm3 for wood as a fuel [48].

As shown with these results, the performance of the pilot plant
can be easily transferred to the industrial scale plant. A good scale-
up of the 100 kW pilot plant to industrial scale plants seems to be
possible when the long term interaction of ash and additives with
the bed material is considered.

4. Conclusions

The comparison of fresh olivine and used olivine from an indus-
trial scale plant showed significant influence on the gas composi-
tion and catalytic effects on tar reduction. The difference
between the effects of fresh olivine and the used olivine on the gas-
ification properties is caused by the formation of a calcium-rich
layer on the used bed material due to the interaction of bed mate-
rial with biomass ash and additives.

The calcium-rich catalytic bed material promotes the exother-
mic water–gas shift reaction, which increases the hydrogen and
carbon dioxide content of the product gas while the carbon mon-
oxide content is decreased. The lower energy demand for the gas-
ification confirmed the assumption of the promotion of the water–
gas shift reaction.

The comparison of the results of the trial with used bed material
from Güssing in the 100 kW pilot plant with data from the indus-
trial scale plant in Güssing showed good scale-up properties.
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" Olivine is modified by the ash during biomass steam gasification which enhances the gasification properties.
" Reducing the gasification temperature is desired to increase the efficiency of the plant and to reduce fouling issues.
" The reduction of the gasification temperature leads to slightly higher tar concentrations in the product gas.
" The condition of the bed material is more important for tar decomposition than the gasification temperature.
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a b s t r a c t

To meet the aims of the worldwide effort to reduce greenhouse gas emissions, product gas from biomass
steam gasification in DFB (dual fluidized bed) gasification plants can play an important role for the pro-
duction of electricity, fuel for transportation and chemicals. Using a catalytically active bed material, such
as olivine, brings advantages concerning tar reduction in the product gas. Experience from industrial scale
gasification plants showed that a modification of the olivine occurs during operation due to the interac-
tion of the bed material with ash components from the biomass and additives. This interaction leads to a
calcium-rich layer on the bed material particles which influences the gasification properties and reduces
tar concentration in the product gas. In this paper, the influence on the gasification performance, product
gas composition and tar formation of a reduction of the gasification temperature are studied. A variation
of the gasification temperature from 870 !C to 750 !C was carried out in a 100 kW pilot plant. A reduction
of the gasification temperature down to 750 !C reduces the concentration of hydrogen and carbon mon-
oxide in the product gas and increases the concentration of carbon dioxide and methane. The product gas
volume produced per kg of fuel is reduced at lower gasification temperatures but the calorific value of the
product gas increases. The volumetric concentration of tars in the product gas increases slightly until
800 !C and nearly doubles when decreasing the gasification temperature to 750 !C. The tars detected
by gas chromatography–mass spectrometry (GCMS) were classified into substance groups and related
to the fuel input to the gasifier and showed a decrease in naphthalenes and polycyclic aromatic hydro-
carbons (PAHs) and an increase in phenols, aromatic compounds and furans when reducing the gasifica-
tion temperature. The comparison with results from an earlier study, where the gasification properties of
unused fresh olivine were compared with used olivine, underlines the importance of a long retention
time of the bed material in the gasifier, ensuring the formation of a calcium-rich layer in the bed material.

" 2012 Elsevier Ltd. All rights reserved.

1. Introduction

Various countries are aiming to utilize renewable sources for
the supply of energy, such as heat, electrical energy or fuels for
transportation. The European Commission is aiming to substitute
nearly all fossil fuels by renewable sources for the production of

electricity by the year 2050 [1]. Similar strategies are also pro-
moted by decision-makers, opinion leaders, societal groups and
scientists in the United States [2] and other countries.

Electrical energy produced from biomass may make redundant
partly the randomly produced electricity from wind and photovol-
taic materials because biomass is stored by nature and can be uti-
lized by proper technology with varying energy loads at any time.

A proven technology for the utilization of woody biomass for
electricity generation is biomass steam gasification in a dual
fluidized bed (DFB) gasifier. In this process, biomass is gasified
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thermally and the product gas is used in a gas engine to generate
electricity and heat. Various studies are ongoing for the utilization
of the product gas to produce fuels for transportation [3–7], mak-
ing the technology even more suitable for usage and electricity
production with different loads depending on the demand of the
consumers. The polygeneration of electricity, fuels and heat is con-
sidered to be more efficient for the utilization of biomass and high-
er profits can be generated compared to single-product plants
[8,9]. Biomass gasification is described as a key technology for
the reduction of greenhouse gas emissions using polygeneration
technologies [10].

The first industrial scale application of a biomass steam gasifi-
cation plant in a DFB reactor went into operation in 2001 and is lo-
cated in Güssing (Austria; 8 MWth). Several plants went into
operation recently; for example in Oberwart (Austria), Villach
(Austria), and Ulm (Germany). The typical plant size is around 8–
15 MW but larger plants are planned or are in the realization
phase, for example in Goteborg (Sweden; 32 MWth).

Biomass steam gasification in a DFB gasifier is carried out in two
reactors. The main reactor is the gasification reactor operated in a
bubbling bed mode where the endothermic steam gasification of
the biomass takes place. In a second reactor, the combustion reac-
tor, thermal heat for gasification is provided by the combustion of
char, which is transferred with the bed material from the gasifica-
tion reactor to the combustion reactor. The combustion reactor is
operated in a fast-fluidized bed regime. The heat is transferred
via a circulating bed material between the combustion and the gas-
ification reactor. The product gas consists of the main components,
hydrogen, carbon monoxide, carbon dioxide and methane. Trace
substances, like higher hydrocarbons, tars, and organic sulfur,
and nitrogen components are also detectable in the product gas
in small amounts. In industrial scale applications, the product gas
is cooled down, dust is separated and tar components are removed
in a rapeseed methyl ester (RME) scrubber before further utiliza-
tion of the product gas in a gas engine to produce heat and electric-
ity. The RME loaded with tars from tar washing is burnt in the
combustion reactor. The process is well-described in literature
[11–16].

The type of bed material used is important for the gasification
performance of the plant. Using olivine, a magnesia-iron silicate,
is state of the art for these gasifiers. The positive effects of olivine
on tar reduction have been shown in various studies [17–22].

Earlier investigations carried out in the industrial scale plant in
Güssing by the authors showed that the biomass ash of the fuel
interacts with the olivine during the long-term operation of the
plant [14]. Calcium-rich layers accumulate on the surface of the
particles. The influence of olivine particles with this calcium-rich
layer on gasification compared to unused fresh olivine as bed
material was investigated in a pilot plant at the Vienna University
of Technology (VUT), showing that the ‘‘coated’’ bed material re-
duced the tar content by around 80% for tars detected by gas chro-
matography–mass spectrometry (GCMS) and 65% for tars detected
by gravimetric analyses [15]. These studies were carried out at
850 !C because industrial scale plants regularly run at this temper-
ature where safe operation is ensured.

Decreasing the gasification temperature has various advanta-
ges, for example higher efficiencies of the plant are expected and
the risk of ash related problems, such as slagging, fouling and
bed material agglomeration is reduced. Different low grade bioge-
neous fuels other than woody biomass are available for lower
prices but ash related problems such as fouling, slagging and bed
material agglomeration are even more expected for these fuels
[23,24]. A reduction of the gasification temperature can, therefore,
bring advantages also in terms of greater fuel flexibility.

Operational experience at the industrial scale plant in Güssing
showed also that good gasification performance at 850 !C can lead,

in some cases, to high hydrogen contents in the product gas, which
can limit the maximum power of the gas engine because of a lower
specific energy density of the product gas with a high hydrogen
content. By reducing the gasification temperature it is expected
to decrease the amount of hydrogen in the product gas and to in-
crease the specific heat of the gas and further to improve the oper-
ation of the engine.

Tars, which are the collective term for higher, mainly aromatic,
hydrocarbons, are undesired byproducts of gasification. A high
amount of tars in the product gas can lead to deposits and even
plug heat exchangers, pipes and vessels and cause unplanned shut-
downs of the plant.

The formation mechanism of tars, depending on the tempera-
ture and state of pyrolysis or gasification, was described by Milne
et al. [25]. The authors classified the tars in primary, secondary, al-
kyl tertiary and condensed tertiary products. Cellulose-derived
products characterize primary products; secondary products are
characterized by phenolics and olefins; alkyl tertiary products in-
clude methyl-derivative aromatics such as methyl acenaphthylene,
methylnaphthalene, toluene, and indene; condensed tertiary prod-
ucts are characterized by polycyclic aromatic hydrocarbon (PAH)
series without substituents: benzene, naphthalene, acenaphthyl-
ene, anthracene/phenanthrene, and pyrene. The formation of each
group of tars depends on the pyrolysis/gasification temperature as
shown in Fig. 1.

A reduction of the gasification temperature is generally as-
sumed to lead to higher tar content in the product gas. Various
studies confirm this assumption.

Wolfesberger et al. [26] summarized results from various test
runs at the pilot plant at VUT and concerning GCMS tar contents
and their compositions. These test runs were carried out with un-
used fresh olivine. The trend by decreasing the temperature from
850 !C to 800 !C showed a slight increase in GCMS tar content in
the product gas. Since various test runs under different conditions
are compared, a clear trend cannot be seen. The relative composi-
tion of the tars during the gasification of wood chips showed a de-
crease in naphthalene and PAHs and an increase in aromatic
compounds when lowering the gasification temperature from
850 !C to 800 !C. The relative amount of phenols in the GCMS tars
increased significantly; furans and aromatic nitrogen compounds
did not show a trend when reducing the temperature. During the
gasification of wood pellets, the relative amount of naphthalene
also decreased when decreasing the temperature from around
870 !C to around 830 !C. In contrast to wood chips, the relative
amount of PAHs (without naphthalenes) increases with lower tem-
peratures as do the relative amounts of phenols and furans.

Shen et al. simulated the gas composition of steam gasification
in a similar gasifier to the DFB gasifier [27]. The gas composition
changed by decreasing the gasification temperature from 900 !C
to 650 !C. As expected an increase of carbon dioxide and methane
was seen and a decrease of hydrogen and carbon monoxide.

Pfeifer et al. studied the gasification of wood pellets in the DFB
gasifier at the VUT using nickel-enriched olivine as bed material
[28]. The tar content in the product gas increased 3 or 4-fold when
the gasification temperature was lowered from 900 !C to about
780 !C. The gas yield decreased from about 1.1 Nm3/kg biomass
to about 0.9 Nm3/kg biomass at the same time.

A model for steam gasification of biomass in a DFB gasifier,
applying thermodynamic equilibrium calculations, was used by
Schuster et al. to simulate the effect of the gasification temperature
on the gas composition of the product gas [29]. A decrease in the
concentration of carbon monoxide and an increase in the carbon
dioxide and methane content in the product gas were calculated
at temperatures between 1000 !C and 700 !C. Hydrogen stays con-
stant and drops at temperatures lower than 850 !C. The tar content
of the product gas was not considered in this simulation work.
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A parametric study of the gasification of biomass using olivine
in a lab-scale bubbling-bed gasifier was published by Rapagna
et al. [30]. The authors reported a decrease in the carbon monoxide
and hydrogen content in the product gas and an increase in the
carbon dioxide and methane content when reducing the tempera-
ture from 820 !C to 700 !C. The tar content increased significantly
from 0.5 to 1 g/Nm3 db to more than 6 g/Nm3 db.

Hofbauer and Rauch [31] presented an extensive parametric
study in a DFB gasifier with ‘‘a natural mineral’’, which is consid-
ered to be olivine, as the bed material. The gas composition chan-
ged by lowering the temperature from 900 !C to 780 !C with
reducing hydrogen from 40 to 35 vol.%, carbon monoxide de-
creased slightly, while the carbon dioxide and methane content in-
creased. The tar content increased significantly from 1 to 2 g per
normal cubic meter of gas at 880 !C to approximately 4–7 g/Nm3 -
db at 800 !C. The measurement method for the tar is not indicated
but is assumed to be the gravimetric method.

Koppatz et al. [22] compared the behavior of the bed material
olivine with silica sand in the 100 kW pilot plant of the VUT,
including a temperature variation for olivine. The authors conclude
that the variation in the gasification temperature influences the
hydrogen content in the product with a decrease in the hydrogen
content when decreasing the temperature from 850 !C to 770 !C.
A moderate increase in carbon monoxide content is reported. The
content of tars in the product gas increases by decreasing the tem-
perature. Tar values were twice as high at 770 !C compared to
850 !C. The composition of the tars shows a decrease of naphtha-
lene, acenaphthylene and anthracene while phenol and styrene in-
crease when reducing the gasification temperature from 850 !C to
770 !C.

Similar studies are also available for air blown gasification [32],
showing a decrease of hydrogen and CO2 when decreasing the tem-
perature from 850 !C to 800 !C with dolomite as a bed material. An
increase in the tar content of the product gas is reported.

However, in these studies described above unused fresh olivine
or dolomite as a bed material were applied. The influence of the
calcium-rich layer at the surface of used olivine bed material par-
ticles in DFB steam gasification plants is unknown. A study of tem-
perature variations with this bed material has not yet been
published. The exact influence of the gasification temperature with
used olivine particles on gas composition and tar content of the
producer gas is not quantified. Since the bed material is built up
under regular operational conditions in an industrial scale DFB gas-
ifier, these results can have a significant impact on the operation of
these plants.

This paper summarizes the influence of the gasification temper-
ature on the tar concentration and the composition of tars with dif-
ferent temperatures. Used olivine from the industrial scale plant in
Güssing is used and the results are compared with results using
fresh olivine from a previous study [15]. The knowledge about
the behavior of tars at reduced gasification temperatures is the ba-
sis to reduce the gasification temperature in an industrial scale
plant in Güssing/Austria as a part of an optimization program.

2. Experimental section

Test runs with different gasification temperatures were carried
out at a 100 kWth pilot plant at the VUT. Used olivine taken out
from the industrial plant in Güssing, which is described in earlier
publications [14,15], was used as a bed material.

2.1. DFB biomass gasification

The DFB biomass steam gasification plant in Güssing, Austria,
from where the bed material was taken, has a thermal power of
8 MW and an electrical output of 2 MW. The plant went into oper-
ation in late 2001 and, up to July 2012, has had an operation time
of 66,000 h for the gasifier and 60,500 h for the gas engine. Wood
residues harvested in the local area are utilized as fuel. Olivine is
applied as a bed material. Various literature is available about
the Güssing plant [11,12], therefore no further description is given
here.

2.2. Sampling of the bed material at the industrial scale plant

The required amount of used bed material for the tests in the
pilot plant was 150 kg. The bed material was taken during regular
operation from the bottom of the combustion reactor of the indus-
trial plant. To avoid impact on the production of the plant, several
batches were taken over a period of two days.

To get a similar particle size distribution compared to fresh oliv-
ine, the used olivine from the Güssing plant was sieved and frac-
tions smaller than 400 lm and bigger than 1 mm were removed
to avoid the presence on the one hand of fine ash and on the other
hand of nails and a broken refractory lining in the pilot rig.

The sieved used olivine which was applied as bed material in
the pilot plant has a mean particle size dp50 of 510 lm, a dp10 of
395 lm and a dp90 of 662 lm analyzed by a sieve analysis. The ele-
mental composition calculated as oxides of the bed material is
shown in Table 1. The calcium content of the bed material occurs
mainly in the layers on the surface of the particle, which was de-
scribed in earlier studies [14]. A polished micrograph of a particle
with a layer is shown in Fig. 2.

2.3. Description of the pilot plant

The pilot plant at the Institute of Chemical Engineering, VUT has
got a fuel power of 100 kW. The good scale-up properties of the re-
sults obtained from this pilot plant to industrial scale plants have
been proven by performing specific test runs [15]. For this purpose
used olivine from the Güssing plant were used in the pilot plant
and the test runs were carried out at the same operation conditions
as normally applied at the Güssing plant. A comparison showed

Fig. 1. Tar formation at different temperatures [25].

Table 1
Bed material composition.

Metal oxide Used olivine
wt.%

Na2O 1.67
MgO 40.52
Al2O3 0.44
SiO2 33.60
P2O5 0.19
SO3 0.08
K2O 3.89
CaO 10.71
Cr2O3 0.38
MnO 0.24
Fe2O3 7.45
NiO 0.33
Cl 0.27
Others 0.23
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good agreement of the data from the pilot plant with those from
the industrial scale plant in Güssing/Austria [15].

The pilot plant shown in Fig. 3 is well-described in literature
[17,21,22,33–36].

The gasifier consists of a gasification reactor operated with a
bubbling bed, which is fluidized by steam, and a combustion reac-
tor with a fast-fluidized bed, which is fluidized by air. The bed
material is circulated between the two reactors to carry the heat
from the combustion reactor to the gasification reactor. The

separation of the bed material and the flue gas after the combus-
tion reactor is carried out using a gravity separator. Siphons are lo-
cated in the tubes between the gasification reactor and the
combustion reactor to avoid gas leakages from the combustion
reactor, such as air or flue gas, into the gasification reactor and vice
versa.

The fuel can be fed from various hoppers at different locations.
During these test runs, feedstock hopper 1 (see Fig. 3) is used and
the fuel is fed directly into the fluidized bed of the gasifier where
water and volatile components of the fuel are released. The
remaining char is gasified with steam. A part of the char is trans-
ported with the bed material to the combustion reactor, where
the char is burnt.

The pilot plant is designed to add also fuel into the combustion
reactor to provide a part of the required heat for gasification, not
via transport through the chute, but from outside the system. Light
fuel oil is used in the pilot plant as fuel for the combustion cham-
ber. Industrial scale plants are designed to recycle product gas and
to avoid external fuel addition to the combustion reactor, but for
research proposes, separate fuel addition to the combustion reac-
tor is useful. The pilot plant is equipped with gas composition mea-
surements in the product gas stream as well as in the flue gas
stream. Relevant temperatures and pressures are registered by a
data acquisition tool.

2.4. Sampling at the pilot plant

Wood pellets were used as a fuel during the test runs in the pi-
lot plant. A wood pellet sample was taken before the test runs in
the pilot plant and analyzed. To obtain representative values, the
samples were taken on the basis of the standard DIN 51701. Ash
content was determined according to DIN 51719 but at 550 !C.
The content of volatile matter was determined using DIN 51720
and the higher and lower heating values according to DIN 51900
T2. The same batch of wood pellets was used for all test runs.

Gas and tar analysis of the product gas of the pilot plant is well-
described in the literature [17,33–35,37]. Carbon monoxide, car-
bon dioxide, methane were measured by a non-dispersive infrared
analyzer; hydrogen by thermal conductivity and oxygen was mea-
sured by a paramagnetic sensor (Rosemount NGA2000). The com-
ponents, nitrogen, ethylene, ethane, and propane, were measured
by a gas chromatograph (Perkin Elmer Arnel 1015 Refinery Gas
Analyzer). Tars are absorbed in toluene and measured similarly
to the tar protocol. Detailed descriptions of the tar measurement
are given by Wolfesberger et al. [26] and Aigner et al. [38]. Gravi-
metric tars represent the heavy tars while GCMS tars represent the
smaller tar molecules. As the measurement ranges of both tar anal-
yses overlap, they cannot be added. Three samples of tar were ta-
ken during each test run and averages were calculated. The test
runs were carried out on two days to ensure enough time for sta-
tionary conditions for each operation point. At day one the opera-
tion points at gasification temperatures of 870, 800 and 750 !C
were studied, at day two the temperatures 830 !C, 780 !C and
remaining tar measurements at 750 !C were carried out. For the
calculation of average values of continuous measurements, a sta-
tionary phase of the plant was taken into consideration. The dura-
tion of the stationary phases is summarized for each temperature
in Table 2.

The GCMS tars were classified into substance groups according
to Wolfesberger et al. [26], shown in Table 3. For the calculation of
the average values, the results of each sample were split into the
substance groups and the average of these values was ascertained
for each gasification temperature. The relative content of the sub-
stance groups was calculated by relating to the average of the total
GCMS tars. The tar analyses were also related to the biomass fuel
input (including water and ash).

Fig. 2. Polished micrograph of used olivine particles [14].

Fig. 3. 100 kW gasifier at the VUT [35].
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The simulation software IPSEpro was used to calculate mass
and energy balances to determine gas yields. The software and
model library is described by Pröll and Hofbauer [39].

2.5. Materials used in the pilot plant trials

Wood pellets were used as fuel in the test runs in the pilot
plant. The typical composition of the fuel used is shown in Table 4.
Wood pellets were chosen because they have better conveying
properties in the screw feeder of the pilot plant and because woody
biomass is used in the actual operating industrial scale gasification
plants.

Used olivine from the industrial scale plant in Güssing was used
as described above.

3. Results

The operational parameters at the pilot plant, except those of
the gasification temperature, were chosen to be similar to those
of the industrial scale plant in Güssing. Table 5 shows a summary
of the important operational parameters at different temperatures.
The marked values are set points while the other values given were
measured. The temperature range was chosen between 750 !C and
870 !C. The upper limit of the gasification temperature was chosen
to be slightly higher than the regular operational temperature of
the industrial scale plants which is 850 !C. The lower limit was
considered to be governed by the setup and fluidization properties
of the pilot plant. The fuel input into the gasifier was kept constant
for each temperature. The fuel input into the combustion reactor
decreased from 3.1 kg/h light fuel oil at 870 !C to 0.1 kg/h at
750 !C gasification temperature. The steam to carbon ratio was
kept constant for all test runs.

The demand for fuel into the combustion reactor, shown in
Fig. 4 decreases with reducing gasification temperature. Consider-
ing the heat loss of the pilot plant which was estimated in previous
test runs with 20 kW and considered to be constant for simplifica-
tion, the temperature where additional fuel into the combustion
reactor is not required can be estimated for similar, larger plants.
The gasification temperature where the char which is transferred

with the bed material into the combustion reactor is sufficient
can be defined for the pilot plant with around 750 !C. The esti-
mated value for an industrial scale plant with less heat losses is
at around 820 !C which is in agreement with the experience of
the 8 MW plant in Güssing, where product gas is used in the com-
bustion zone.

Table 6 shows gas yields and calorific values of the pilot plant
for the test runs between 750 !C and 870 !C. The specific gas yield,
which is the volume flow of product gas related to the wood pellets
input, is reduced from 1.18 Nm3 per kg of pellets at 870 !C to
0.75 Nm3 per kg of pellets at 750 !C. The total gas yield, which is
the volume flow of product gas related to the energy of the total
fuel input (pellets to gasifier plus fuel to combustion zone), is re-
duced when the temperature is reduced. An increase of the lower
calorific value of the product gas can be seen with decreased gas-
ification temperature.

Considering the main components of the product gas, shown in
Fig. 5, the trend is linear. The trends show reducing contents of
hydrogen and carbon monoxide in the product gas with decreasing
gasification temperatures. In contrast, the content of carbon diox-
ide and methane increases. Trace substances, such as ethylene, eth-
ane, nitrogen and higher hydrocarbons, were detected but are not
indicated in the graph. In general the higher hydrocarbons are low-
er at higher temperatures.

The amount of tars in the product gas (Fig. 6) shows a similar
trend for the GCMS detectable tars and the tars measured with
the gravimetric method. The amount of GCMS tars are generally
higher than that of gravimetric tar. Concerning temperature
dependence similar values between 870 !C and 800 !C and increas-
ing values below 800 !C were detected.

The tars detected with both measurement methods related to
the input of fuel into the gasifier are shown in Fig. 7. The trends
are slightly different compared to those in Fig. 6 as the product
gas yields are different for different temperatures. Both measure-
ment methods show a minimum of tar concentration related to

Table 2
Duration of the stationary phases.

Target temperature (!C) Duration stationary phase (h)

750 1:49
780 1:45
800 1:55
830 1:31
870 0:48

Table 3
Tar substance groups.

Substance group Component

Phenols Phenol, 2-methylphenol, 4-methylphenol, 2,6-dimethylphenol, 2,5 and 2,4-dimethylphenol, 3,5-dimethylphenol, 2,3-dimethylphenol, 3,4-
dimethylphenol, 2-methoxy-4-methylphenol, 1,2-dihydroxybenzene

Furans 1-Benzofuran, 2-methylbenzofuran, dibenzofuran
Aromatic compounds Phenylacetylene, styrene, mesitylene, 1H-indene, 1-indanone,
Aromatic nitrogen

compounds
Isoquinoline, indole, carbazole, quinoline

Naphthalenes Naphthalene, 2-methylnaphthalene, 1-methylnaphthalene
PAH Biphenyl, acenaphthylene, acenaphthene, flourene, anthracene, phenanthrene, 4,5-methylphenanthrene, 9-methylanthracene,

flouranthene, pyrene, benz[a]anthracene, chrysene, benz[b]flouranthene, benz[k]flouranthene, benz[a]pyrene, benz[g,h,i]perylene, indeno
[1,2,3-cd]pyrene, dibenz[a,h]anthracene

Guaiacols Eugenol, isoeugenol
Thiophenes 1-Benzothiophen, dibenzothiophen
Phthalates Dimethylphthalate, diethylphthalate, butylbenzylphthalate

Table 4
Typical fuel composition.

Parameter Value Unit

C 51.07 mass% db
H 5.79 mass% db
N 0.13 mass% db
S 0.005 mass% db
Volatile matter content 86.12 mass% db
Lower heating value (db) 19.0 MJ/kg db
Higher heating value (db) 20.3 MJ/kg db
Ash 0.32 mass% db
Water content 6.74 mass%

db – Dry base with ash.
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the fuel input into the gasifier at 800 !C. This trend is more evident
when considering the relative concentrations of GCSM tar groups,
shown in Fig. 8 or the concentration of the tar groups related to
the fuel input into the gasification reactor that is shown in Fig. 9.

The relative content of naphthalenes and PAHs decreases with
decreasing temperatures while the group of phenols and furans in-
crease as shown in Fig. 8. The aromatic compounds also increase
with lower gasification temperatures with a maximum at 780 !C
and slightly decrease at lower gasification temperatures.

Relating the concentration to the fuel input to the gasifier,
which considers the different specific gas yields, shows similar re-
sults (Fig. 9). The groups of naphthalenes and PAHs decrease while
the amount of phenols, furans and aromatic compounds increases.
The increase in phenols is significant and follows an exponential
trend with decreasing temperatures.

The main components representing 70–85% of the GCMS tars,
depending on the temperature, are naphthalene, 1H-indene, ace-
naphthylene, phenol, styrene and anthracene. The composition of
these main components of GCMS tars is shown in Fig. 10. The con-
centration of anthracene and acenaphthylene decreases slightly
when lowering the gasification temperature while styrene and
1H-indene increases. A significant decrease of naphthalene can

be seen, while the content of phenol increases significantly at low-
er gasification temperatures.

Guaiacols, thiophenes and phthalates were not detectable at
any temperature. Aromatic nitrogen compounds were measured

Table 5
Operational parameters.

Unit

Target gasification temperaturea !C 870 830 800 780 750
Measured gasifier bed temperature !C 869 ± 4 835 ± 6 803 ± 5 784 ± 3 751 ± 3
Temperature of the combustion reactor !C 905 ± 4 862 ± 4 832 ± 5 811 ± 3 776 ± 2
Fuel input kW 97a 97a 97a 97a 97a

Fuel into the combustion reactor kg/h 3.1 1.9 1.4 0.5 0.1
kW 36b 22b 17b 5b 1b

Total fuel input kW 133b 119b 114b 103b 98b

Steam to carbon ratio – (kg/kg) 1.6a

a Set points and target values respectively.
b Results from mass and energy balance.

Fig. 4. Fuel input into the combustion chamber depending on the gasification
temperature. (1) – Measured values, (2) – linear trend of the measured values, and
(3) – estimated trend without 20 kW heat losses.

Table 6
Gas yields and calorific values (results from mass and energy balance).

Gasification temperature !C 870 830 800 780 750
Specific gas yield Nm3/kg pellets 1.18 1.00 0.94 0.80 0.75
Total gas yield Nm3/kW total fuel 0.178 0.170 0.166 0.155 0.153
Lower calorific value of the product gas MJ/Nm3 12.22 12.37 12.40 12.76 12.64

Fig. 5. Product gas composition, main components.

Fig. 6. Gravimetric tars and sum of GCMS tars related to the gas volume at different
gasification temperatures.
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in concentrations below 30 mg/Nm2 db in the product gas and are
not indicated in the graphs. A clear trend of aromatic nitrogen
compounds in connection with the gasification temperature could
not be seen.

4. Discussion

The results show a clear trend for the decomposition and forma-
tion of different tar species dependent on temperature. The con-
centration of large aromatic compounds, which are described in
the literature as tertiary tars, decreases by lowering the gasifica-
tion temperature, while the concentration of smaller molecules,
such as phenols, increases. These findings agree with other studies
carried out with unused fresh olivine [22,26].

For the design and operation of DFB gasification plants, the fol-
lowing points are important in terms of tar handling. (1) The con-
centration of tar per volume of product gas: this concentration
influences the temperature to which the product gas can be cooled
before condensation of the tars occurs. (2) The amount of tar that is
accumulated per unit of fuel: This value influences the size of the
tar cleaning unit (in general a RME-scrubber) and the demand for
the scrubber liquid. (3) The composition of the tars: Different tar
compounds have different boiling points and condense at different
temperatures.

Earlier studies showed that biomass gasification with used oliv-
ine as a bed material reduces the concentration of tars in the prod-
uct gas significantly compared to unused fresh olivine [15]. The
sum of GCMS tars in the product gas was measured in the earlier
study with unused fresh olivine at around 15 g/Nm3 while the
sum of GCMS tar concentration with used olivine in this study is
between 4.5 g/Nm3 at 870 !C up to 7.8 g/Nm3 at 750 !C. This trend
is even clearer when splitting the GCMS tars into groups and relat-
ing them to the fuel input, as shown in Fig. 11. The PAH group
using fresh olivine in the gasification is the main group. In case
of used olivine PAH is significantly lower and a reduction in the
gasification temperature even reduces this amount as shown in
this study. The group of naphthalenes with unused fresh olivine
is also present in a higher concentration compared to the results
with used olivine from the temperature variations in this study.
Furthermore, the concentration of the group of naphthalenes in
the tars can be reduced by decreasing the gasification temperature.
The amount of aromatic compounds detected in the product gas
using fresh olivine is nearly doubled compared to the results of this

Fig. 7. Gravimetric and sum of GCMS tars related to fuel input into gasification
reactor.

Fig. 8. Relative content of GCMS tar groups at different temperatures.

Fig. 9. Tar concentration of GCMS tar groups related to fuel input into the
gasification reactor.

Fig. 10. Main GCMS tar components related to fuel input into the gasification
reactor.
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study. But the concentration of aromatic compounds slightly in-
creases when the gasification temperature is reduced. The amounts
of phenols and furans with unused fresh olivine are low and also
similar to the results in this study.

This study shows that naphthalenes and PAHs are components
which accumulate at higher temperatures. The comparison of the
results presented in this article with an earlier study [15] shows
that utilization of used bed material inhibits the recombination
of cyclic hydrocarbons into multi-ring hydrocarbons [40] which
are even more inhibited at lower gasification temperatures. This
can be explained by the catalytically active Ca-rich surface of the
used olivine where O2 dissociatively chemisorbs onto the cal-
cium-oxide-rich surface to form CaO(O). The active oxygen (O)
from CaO(O) reacts with carbon to form C(O) what reacts with
additional oxygen and is released as CO2 from the active sites from
the CaO-rich bed material particles. This mechanism was sug-
gested by Kyotani et al. [41] for calcium catalyzed carbon gasifica-
tion with oxygen. A similar mechanism is suggested for the
gasification of biomass. The water gas shift reaction is promoted
with calcium rich used bed material [15] which can be explained
by a high availability of active oxygen which moves the equation
to carbon dioxide and hydrogen. This high availability of active
oxygen with low activation energy is considered to influence also
the decomposition and recombination of tars.

The increase in phenols at lower temperatures shown in this
study confirms this theory. Phenols contain a hydroxyl group
(–OH), which can be assumed to be an intermediate product of
the decomposition of woody biomass with the participation of
oxygen. The decomposition mechanism is inhibited at lower tem-
peratures and the thermodynamically stable hydroxyl groups are
not further decomposed.

Tar content of the product gas can cause operational problems
of the plant when the product gas is cooled down and tar species
are condensing at heat exchangers. The dew point where tars start
condensing is depending on the tar concentration and on the tar
composition and the boiling point of the components. Inhibiting
the formation of PAHs by using used olivine with a calcium-rich
layer can be considered to reduce the dew point of the total tar
mixture with similar tar concentrations. While the boiling points
of naphthalenes and phenols are in the range of 180 !C to 220 !C
the boiling points of components which belong in the group of
PAHs are at temperatures around 380–500 !C (e.g. chrysene:
448 !C; benzo(a)pyrene; 495 !C). A greater impact on the

condensing properties of tars in the gasification plant can be ex-
pected by higher concentrations of PAHs compared to higher con-
centrations of phenols. This leads to the conclusion that the impact
of tar decomposition and formation on the operation of a DFB gas-
ification plant is influenced mainly by inhomogeneous bed mate-
rial quality rather than the gasification temperature (Fig. 11).
High calcium content in the bed material and high catalytic activity
of the bed material reduces the tar content and the concentrations
of tar components, such as PAHs, which are more relevant for con-
densation and better than temperature variations in the gasifier.

The utilization of used olivine, that has a calcium-rich layer
with a constant quality, leads to an ‘‘optimization problem’’ be-
tween the naphthalene and PAHs, which accumulate at higher gas-
ification temperatures, and the phenols, aromatic compounds and
furans, which suffer from less decomposition at lower gasification
temperatures. This study showed an optimum (minimum) con-
cerning the tar formation related to the fuel input at a gasification
temperature of about 800 !C.

This optimization of inhibiting the formation of large multi-ring
hydrocarbons at higher temperatures and the decomposition of
hydrocarbons could be achieved by accurate controlling of the
bed material inventory, ash loops and also the temperature. The
controlling of the retention time of the bed material in the system
should be prioritized compared to temperature control.

5. Conclusions

Test runs with used olivine of an industrial scale DFB gasifica-
tion plant in a 100 kW DFB gasifier were carried out to study the
influence of the modification which olivine undergoes during
long-term usage in industrial plants. The test runs showed that
reducing the gasification temperature has an influence on the
product gas composition, the tar concentration and GCMS tar com-
position in the product gas. The hydrogen and carbon monoxide
content in the product gas are reduced while the carbon dioxide
and methane contents increase. The specific gas yield decreases
with lower temperatures.

The concentration of tars related to the volume of product gas
increases at temperatures lower than 800 !C. Related to the fuel in-
put, the tar concentration has a minimum of around 800 !C.

A closer examination of the tar components shows that the
group of naphthalenes and PAHs decreases when the gasification

Fig. 11. Comparison of results of the temperature variations with the result of unused olivine from an earlier study (Values marked with ! are from an earlier study [15]).
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temperatures are lowered and the group of phenols, furans and
aromatic components increases.

The minimization of the tar content related to the fuel input by
reducing the gasification temperature is an optimization of the
increasing components, which are considered as decomposition
products, and the components, which accumulate at higher tem-
peratures. This leads to moderate increase of the sum of GCMS
tar concentration related to the volume of product gas to temper-
atures down to 800 !C.

The comparison of the tar concentrations of the temperature
variations with a test run with unused olivine in an earlier study
[15] showed the importance of the calcium-rich layer in the used
olivine.

This leads to the conclusion that the retention time of the bed
material in the system and the formation of the calcium-rich layer
has a higher influence on tar reduction in the product gas than the
gasification temperature.

With accurate controlling of the bed material inventory, ash
flows and retention time of the bed material in the system, further
optimization of the plant is considered to be possible by reducing
the gasification temperature to 800 !C without risking condensa-
tion of tars on the heat exchanger walls or in pipes.

Acknowledgments

This study was carried out in the frame of the Bioenergy2020+
project ‘‘C-II-1-7 Biomass Steam Gasification’’. Bioenergy2020+
GmbH is funded within the Austrian COMET program, which is
managed by the Austria Research Promoting Agency FFG. Thanks
are given for the support of the project partners Biomasse-Kraft-
werk Güssing GmbH, Repotec Umwelttechnik GmbH, and the Insti-
tute of Chemical Engineering, Vienna University of Technology. The
authors are grateful for the support of the operational and labora-
tory team of the pilot plant at the Institute of Chemical Engineer-
ing, Vienna University of Technology.

References

[1] EC. A roadmap for moving to a competitive low carbon economy in 2050. vol.
112. European Commission. Brussels; 2011. <http://ec.europa.eu/clima/
policies/roadmap/index_en.htm>. COM(2011).

[2] US Department of Energy. US billion-ton update: biomass supply for a
bioenergy and bioproducts industry. In: Perlack RD, Stokes BJ (Leads). ORNL/
TM-2011/224. Oak Ridge (TN): Oak Ridge National Laboratory; 2011. 227p.
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The bed material and especially its catalytic activity plays an important role in biomass steam gasification in
dual fluidized bed gasifiers. The bed material is modified by interaction with biomass ash during operation of
the gasification plant forming layers at the particles which are induced by the biomass ash. Optimization of
dual fluidized biomass steam gasification will have significant influence on the process variables such as tem-
peratures, inorganic composition and product gas composition. The influence of these changes on layer for-
mation is still unknown. This paper summarizes results of investigations about bed material characteristics
taken from the industrial-scale biomass steam gasification plant in Güssing where woody biomass is used
as fuel. Analyses of the surface and the crystal structures of the bed material particles treated in gasification
and combustion atmospheres were carried out. The thermal behavior of used olivine and fresh olivine in dif-
ferent atmospheres was analyzed. A suggestion for the mechanism of formation of the layers is presented and
the influence of possible optimization measures is discussed. A change in the elemental composition of the
surface was not detectable but a slight change in the crystal structure. Thermal investigations show a weak
endothermic weight loss with used olivine in a CO2-rich atmosphere which could not be determined with
fresh olivine. The formation of layers at the olivine particles is considered to be caused by the intensive con-
tact with burning char particles in the combustion reactor.

© 2013 Elsevier B.V. All rights reserved.

1. Introduction

The utilization of biomass for energy generation seems to be indis-
pensable for the supply of energy from renewable energy sources. A
well proven technology for the generation of electrical energy and
heat is biomass steam gasification in a dual fluidized bed (DFB) gasifi-
er in connection with gas engines [1–6].

Biomass steam gasification in DFB plants is carried out in two flu-
idized beds. In a gasification reactor that is operated in bubbling bed
mode, mainly endothermic gasification reactions take place. The bed
is fluidized with steam. A part of the fuel is transported via the bed
material in a chute to the combustion reactor where it is combusted
and the bed material is heated up. The combustion reactor is operated
in a fast fluidized bed regime. Due to circulation of the bed material
between the combustion reactor and the gasification reactor, heat is
transferred from the combustion reactor to the gasification reactor.
The product gas is cooled down and filtered to remove inorganic par-
ticles and char. Tars are removed in a scrubber that is operated with
rapeseed oil methyl ester (RME). The cleaned product gas is utilized
in a gas engine to generate electricity and heat. The flue gas from

the combustion reactor is cooled down, and fly ash is separated in a
fabric filter and the clean flue gas is released into the atmosphere
via a chimney. Detailed descriptions of the process can be found in
the literature [1–6]. A flow sheet of the gasification process is
shown in Fig. 1.

This technology is developed to industrial-scale size in various
plants in operation inEurope [7–9]. The development of different
technologies for alternative utilization of the product gas from the
dual fluidized steam gasification such as Fischer–Tropsch synthesis,
synthesis of synthetic natural gas (BioSNG), and mixed alcohols is on-
going and each type of synthesis has different requirements regarding
the composition of the product gas [10–14]. The most efficient way to
influence the composition of the product gas is to change the param-
eters directly in the gasification process rather than the downstream
application of upgrading steps, for example, a steam reformer.

On the other hand, the economic pressure which is caused on the
one hand by increasing wood prices and on the other hand a constant
feed-in tariff for electricity creates demand for a further optimization
of the gasification process in terms of economic and technological
efficiency. This can be achieved by increasing the product flexibility
by generating not only electricity and heat but also synthetic fuels
or chemicals. Higher fuel flexibility can have similar positive effects
on the economic efficiency due to lower prices of alternative fuels.
Woody biomass, which is used in industrial scale biomass steam
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gasification plants nowadays, has a high softening as well as melting
temperature of the ash compared to other biomass, which has an im-
pact on the agglomeration behavior [15–17]. Other biogenous fuels
such as energy crops or biogenous waste from agriculture such as
straw, corn cobs, and others have even a worse melting behavior of
the ash and often causes problems in biomass combustion plants
[18–22].

A promising way to increase the technological and economic effi-
ciency is to decrease the gasification temperature. A reduced gasifica-
tion temperature brings advantages in the technical efficiency of the
plant [23,24] and reduces the risk of ash related problems such as
bed material agglomeration, fouling, and slagging [25,26].

The utilization of catalytic bed material is state of the art for the
biomass steam gasification in DFB plants. The natural mineral olivine,
which is a magnesium iron silicate, (Mg, Fe) SiO2, is used in these
plants, because it showed good results in laboratory-scale experi-
ments concerning tar reduction in the product gas [27–34].

Olivine which is most frequently used as bed material in the DFB
gasification plants interacts with the biomass ash during its utiliza-
tion [4,35]. The long-term interaction with woody biomass in an in-
dustrial scale plant in Güssing was documented in an earlier study
[4]. Two different calcium-rich layers are built at the surface of the
bed material particles. The inner layer is homogenous and consists
mainly of calcium and silicate. The outer layer has a similar composi-
tion to the fly ash of the plant.

This calcium-rich layer at the surface of the bed material influ-
ences the gasification properties significantly [5,36]. The water–gas
shift reaction is enhanced, leading to higher hydrogen and CO2

content in the product gas and to lower carbon monoxide content
and lower content of higher hydrocarbons. The decomposition of pri-
mary tars is enhanced and formation of secondary tars is reduced,
leading to lower total tar concentrations in the product gas. The en-
hancement of the water–gas shift reaction was confirmed by Kern
et al. [37] in laboratory scale examinations of the bed material.

The high amount of calcium at the surface of the bed material par-
ticles can make CO2 adsorption and transport with the bed material
possible. The CO2 transport with the bed material is desired in the
sorption-enhanced reforming (SER) process, where calcium-rich bed
material such as calcite is used. The adsorption of CO2 in the gasifica-
tion reactor at lower temperatures and the desorption of CO2 in the
combustion reactor at higher temperatures transports CO2 from the
gasification reactor to the combustion reactor, bringing higher hydro-
gen contents in the product gas from around 55–70 vol.% depending
on the bed material and process conditions. Details about the SER
process (also called adsorption enhanced reforming, AER) can be
found in the literature [3,38–44].

A new, optimized reactor design for a DFB gasifier presented by
Schmied et al. [45] proposes significant changes in the reactor design,
ash loops, and operating conditions of the process.

A wide range of desired process variations are possible, such as
plant optimization by temperature reduction and the utilization of
different fuels in industrial plants or overall optimization for the
production of second generation biofuel plants via gasification and
Fischer–Tropsch synthesis, BioSNG, or production of hydrogen rich
gas by selective CO2 transport. The bed material in a DFB gasifier
can play an important role for directing the gas composition of the

Fig. 1. Basic flow sheet of the DFB gasification in Güssing.
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syngas to the desired composition according to its application. How-
ever, detailed knowledge about the fundamentals of the formation
of the calcium rich layer and the influence of the operating conditions
of DFB plants would be necessary. Details about the mechanism of the
layer formation have not been published and the location in the gas-
ification plant where the layer formation takes place is still matter of
speculations.

This paper summarizes recent research activities and analyses of
bed material modification in DFB plants and describes the mechanism
of formation of the layers. Qualitative statements are made about the
thermal behavior of the bed material. The formation mechanism is
discussed in the context of different possibilities for optimizing the
operation of DFB biomass steam gasification plants. This study
aimed on clarifying conditions for lab scale tests and for further inves-
tigations of bed material catalysts.

2. Fundamentals

Olivine the bed material in DFB plants is a natural mineral that
has its origin in basaltic magma. It is a magnesium iron silicate and
the first or an early crystallization phase from basalts [46]. Various
authors from different disciplines have published examinations of
the crystal structure and properties of olivine. Calcium diffusion in
olivine is of interest in mineralogy for determining the cooling rate of
samples frommeteorites. These studies also show interesting results re-
garding the utilization of olivine in DFB gasifiers, its modification during
long-term utilization, and the interaction with biomass ash.

Olivine consists of two crystal structures: fayalite and forsterite.
Fayalite is an iron-containing silicate, Fe2SiO4, and forsterite is the
phase which is rich in magnesia, Mg2SiO4. The crystal structure of ol-
ivine is orthorhombic; it has two distinct metal sites (called M1-O and
M2-O in literature) of the octahedrally coordinated cations, which
can be Fe, Mg, Ni, Mn, or Ca. These two positions are interchangeable
with different ions. At temperatures higher than 600 °C the angular
distortion of the M1 and M2 octahedra increases and the exchange
of ions at these positions is enabled [47]. With increasing temperature
the distances at the M\O positions increase while the Si\O distances
show zero or slightly negative expansions [47]. The behavior of
fayalite is similar to forsterite with increasing temperature [47]. The
position M2 is suggested to be preferred by calcium ions when ex-
changing Fe ions [47]. The Ca\Fe substitution in olivine is more
extensive than Ca\Mg substitution because of the difference between
the radii of Fe and Mg cations [48]. The diffusion rate of calcium into ol-
ivine is lower than the diffusion of iron or magnesium [48,49]. The dif-
fusion rates along the different axes of the crystal structures show that
diffusion occurs four to eight times faster along one axis compared to
the other two axes [49]. The diffusion rates of calcium into the olivine
structure increase with increasing oxygen fugacity because the partial
oxidation of the Fe2+ ions to Fe3+ is charge balanced by the formation
of these vacancies [49].

These findings seem to be relevant to the application of olivine in
DFB gasification. They can help understanding the influence of the
calcium rich woody biomass ash on layer formation, and its influence
on the gasification properties. The modification of olivine due to the
mobility of the iron ion at high temperatures is reported to have a
positive influence on tar cracking in biomass gasification [28,30].
Fredriksson et al. [50] reported that unused olivine in a DFB gasifier
is modified by the different atmospheres in the combustion reactor
and the gasification reactor. In the combustion atmosphere, iron is
mostly available as Fe2O3 and Fe3O4 or MgFe2O4, but it is reconverted
under a reducing atmosphere to Fe0 and Fe3C and the formation of
graphitic carbon can be detected [50]. The incorporation of calcium
into the olivine structure takes place during long-term interaction
with the calcium-rich biomass ash, resulting in a homogeneous inner
layer of the particle [4].

Beside the diffusion of calcium into the olivine structure at the
surface of bed material particles, a second, outer layer is built. This
layer is composed mainly of biomass ash components [4].

The formationmechanism of the layers on the bedmaterial particles
is described by Öhman et al. [51] and was improved by Brus et al. [52],
De Geyter [53], and Grimm et al. [54] for quartz as bed material. This
mechanism is summarized byGrimmet al. [35] as follows: (a) Initiation
by coating: ash components are melted and sintered onto the surface of
the particle. This is initiated by potassium silicate melting accompanied
by the diffusion or dissolution of calcium into themelt. This mechanism
is suggested to be typical for woody fuels with ash rich in calcium and
potassium with small amounts of silicon and phosphor. (b) Potassium
compounds in gaseous or aerosol phase react directly with the particle
surface, forming potassium silicates at the surface followed by sintering
and agglomeration. This mechanism is suggested to be typical for fuels
with high alkali content and relatively low silicon and phosphor con-
tents. (c1) Direct adhesion of melted potassium silicate particles or
droplets: this mechanism is typical for fuels with high potassium con-
tent and high content of organically bound silicon. (c2) Direct adhesion
by partly molten potassium-calcium phosphates or magnesium phos-
phates: this is typical for biomass rich in phosphor, potassium, and cal-
cium or magnesium.

Scala et al. [55] described the formation of agglomerates around
burning particles where the temperatures are locally even higher
than in the rest of the fluidized bed.

Phosphor is described in literature to have significant influence on
the agglomeration behavior which from interest with alternative
fuels [35,54,56]. The influence of phosphor on the adhesion of potas-
sium and its influence on the layer formation are considered to be low
because of low phosphor concentrations in the fuel ash and in the
particles.

3. Experimental Section

The investigations were carried out with bed material from the 8
MW (thermal) gasification plant in Güssing/Austria. Bed material
samples were taken during regular operation. These samples were
analyzed and investigations were carried out in small-scale test rigs.

3.1. Sampling and Analyses

The bed material which is described as “fresh olivine” was taken
after delivery to the plant before usage in the system. The bed mate-
rial was already calcined by the supplier at a maximal temperature of
1600 °C before delivery. Bed material which is described as “used ol-
ivine” was taken from the bottom of the combustion zone during
regular operation. Samples were taken after cooling under ambient
conditions.

The used bed material was taken after a period of regular produc-
tion with wood residues as a fuel. A typical composition of the bio-
mass ash is presented that represents the average composition of
the ash.

Sieve analyses of fresh olivine and used olivine were carried out to
determine the typical size distribution of the bed material.

The used bed material taken from the bottom of the combustion
reactor of the Güssing plant was treated in a lab-scale fluidized reac-
tor under a simulated gasification and combustion atmosphere. One
sample was analyzed before treatment in the lab scale reactor as a
reference, one sample was analyzed after treatment in gasification
conditions, and one sample was analyzed after treatment under com-
bustion conditions.

Used bed material samples after the exposing in combustion and
gasification atmosphere were analyzed by X-ray diffraction measure-
ments (XRD). X-ray diffraction measurements were performed with a
PANalytical X’Pert PRO system. Refinements were carried out using
the program package TOPAS 4.2. The preparation of the samples
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was carried out in two ways: one analysis of the particles without fur-
ther treatment and an analysis of grinded particles. Both samples
showed similar trends, the sample without grinding will be presented
because the trend is more pronounced.

The samples of particles which were exposed in gasification and
combustion atmosphere were analyzed using a scanning electron mi-
croscope (SEM)–energy dispersive X-ray spectroscopy (EDX) analysis.
The samples for analysis of the surface of the particles were fixed on a
sample holder without further treatment. For themicrographs the sam-
ples were mounted in epoxy, sanded, and polished. Analyses were car-
ried on an FEI Philips model XL30 SEM combined with EDX. At least
three spot analyses were carried out to determine the composition of
the layers or surfaces on different particles and average compositions
were calculated. The EDX-analysis indicates the elemental composition
of the surface of the sample. The resultswere calculatedwithout carbon
or oxygen.

Thermo-gravimetric analysis (TGA), differential thermal analysis
(DTA), and differential scanning calorimetry analysis (DSC) of fresh

and used bed material particles were carried out in a NETZSCH STA
449 C Jupiter System. The sample crucible is equipped with a thermo-
couple for direct measurement of the temperature. The mass is mea-
sured by an electromagnetically compensated microbalance with a
resolution of 0.1 μg and a maximum capacity of 5 g. The furnace
allows temperatures of up to 1650 °C with heating rates between
0.01 and 50 K/min. Heating rates of 10 K/min were chosen to ensure
minor mass or heat transfer limitations. The signal-to-noise ratio of
the DSC is 15 μW. The gas used to provide the desired atmosphere
flows upwards and the desired gas composition is mixed out of gas
bottles with the aid of mass flow controllers. Gas flows were set to
40 ! 10"6 m3/min. The mass for each sample was chosen to be ap-
proximately 70 mg. The results of the TGA were related to the mass
at 250 °C as a reference mass. Temperatures below 250 °C are not
considered due to inaccurate temperature controlling of the oven
and because temperatures lower than 250 °C are not from interest
for this topic.

The thermal analyses were carried out once for each sample in
three different atmospheres. These analyses were part of an optimiza-
tion program in the DFB plant in Güssing where thermal analyses of
various inorganic matter were carried out. Due to the good agreement
with other results the quality of the analyses are considered as good
to conclude on qualitative trends.

Typical conditions for the bed material in the DFB plant in Güssing
are summarized in Table 1. The temperature in the combustion reac-
tor is depending on the fuel water content and is varying. The set

Table 1
Typical operation conditions for the bed material.

Parameter Unit Range

Temperature in combustion reactor °C 940–1050 °C
Temperature in gasification reactor °C 830–870 °C
Average retention time h 35–70

Fig. 2. Flow sheet of the 5 kW lab-scale reactor.
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point for the temperature of the gasification reactor is 850 °C, due to
variations in the fuel water content, this temperature can vary be-
tween the limits shown in Table 1. The retention time of the bed ma-
terial in the system is depending on the performance of the cyclone
between combustion reactor and gasification reactor. The typical
range of the retention time is given in Table 1.

3.2. Lab-scale Fluidized Bed Experiments

A bench-scale fluidized bed reactor was used to evaluate the influ-
ence of the surrounding gas atmosphere on the crystal structure of the
particles to obtain a better knowledge of whether the incorporation of
calcium takes place in the gasification or the combustion reactor of
the DFB system. The test rig consists of a reactor, a gas-supplying sys-
tem, a solid-fuel-dosing system, and off gas handling (heat exchanger,
cyclone, and filter). The off gas leaving the reactor and cooling section
at gasification operation conditions has to befinally burnt before releas-
ing to the environment. A flow sheet of the test rig is shown in Fig. 2.

The bench-scale reactor is made of stainless steel (1.4841) with a
total height of 1.85 m, inner diameter of 65 mm, andwall thickness of
3 mm in the bed section. The reactor consists of two fluidized beds
(FB1, FB2). Two perforated stainless steel plates are used as distribu-
tors. The lower fluidized bed serves for pre-heating the gas and the
upper fluidized bed is used for the reaction and investigations. The
lower fluidized bed has a height of 550 mm between the two distrib-
utors and the lower bed itself has a height of 100 mm; the upper flu-
idized bed is 1200 mm in height from the distributor to the gas exit.
At the beginning of the experiments bed material is fed in to obtain
a bed height of 100 mm.

The gas composition and flow rate are controlled by mass flow
controllers. An electrically heated steam generator is used for supply-
ing steam at atmospheric pressure. A bin with a screw-dosing system
can be used for adding material into the fluidized bed. The conveying
screw is speed-controlled by a frequency converter.

Before leaving the flue gas to the atmosphere, the gas is cooled
down in a tube heat exchanger and cleaned in a cyclone and filter,
and at operation in gasification conditions it has to be burned before
it is released into the atmosphere.

To heat the fluidized bed and keep the temperature constant, the
reactor is equipped with electrical wall-heating elements which are
regulated with proportional controllers. One heating shell is used
for heating the lower fluidized bed (heating shell 1). The upper fluid-
ized bed is heated with three heating elements.

The temperature is measured with one thermocouple at the lower
fluidized bed and with three thermocouples at the upper fluidized
bed and freeboard sections. All thermocouples are of type K with a
measuring range of up to 1050 °C.

To generate similar gasification and combustion conditions com-
pared to the industrial-scale DFB gasification plant, similar fuels are
used. The gasification atmosphere is generated by using product gas
from the Güssing plant for fluidization as the test rig was located in
a laboratory just beside the Güssing plant. Since the tapping point of
the product gas in the industrial-scale plant is located after the prod-
uct gas cleaning (filter and scrubber), the gas is mixed with steam to
generate a water content similar to that in the gasifier. The test con-
ditions used in the test rig are summarized in Table 2. The product
gas composition of the main components is shown in Table 3. The de-
tailed gas composition is described elsewhere [1,13]. The combustion
conditions were generated by combustion of product gas and char
from the industrial-scale plant. To ensure a similar steam content in
the combustion atmosphere, steam is added. The gas atmospheres
of the gasification and combustion conditions are summarized in
Table 3.

4. Results

The typical composition of the ash of the woody biomass which is
utilized as a fuel in the gasification plant in Güssing is shown in
Table 4. The composition is typical for woody biomass with a high
amount of calcium oxide, silicon oxide, potassium oxide and other
elements.

The particle size distribution of the fresh and used olivine which is
utilized in the plant in Güssing is shown in Fig. 3. Used olivine has a
slightly higher content of fine particles due to abrasion.

Earlier studies only showed micrographs of the particles [4] with-
out recognizing their impact on the gasification performance. But
later the influence of the bed material and especially the modification
of the particles on the gasification properties became known [5,36]. A
detailed examination of the surface of the olivine particle is of inter-
est. A picture of the surface of one particle is shown in Fig. 4. A
non-porous surface can be seen, with small dimples as the suggested
origin of abrasion in the fluidized bed or elsewhere in the plant. A de-
tailed picture of the surface is shown in Fig. 5, revealing small cracks
in the surface, which is mainly smooth. The formation of the two
layers outside on the particles is shown in Figs. 6 and 7 in detail.
The inner layer could be explained by the diffusion of calcium into
the crystal structure of the olivine while the outer layer is similar to
the fly ash composition and is considered to grow outward from the
particle (see Kirnbauer et al. [4]).

Table 2
Test conditions for gasification and combustion in the test rig.

Unit Gasification Combustion

Temperature °C 840 ± 8 960 ± 10
Duration of the test run min 150 150
Fluidization gases and
supplements

Product gas (from industrial
scale gasification plant, dry,
after scrubber)
Steam

Air
Product gas
Char dust
Steam

Table 3
Gas composition of combustion and gasification atmosphere.

Component Unit Gasification atmosphere Combustion atmosphere

Hydrogen %db ~42 –

CO %db ~20 –

CO2 %db ~23 ~9
CH4 %db ~9 –

O2 %db b0.2 8.5
Nitrogen %db b1.5 Rest
Higher hydro-carbons b4.3 –

Water % 40 19

Table 4
Typical composition of the biomass ash results of XRF.

Wood chip ash

Average Standard deviation

wt.% wt.%

Na2O 2.77 2.66
MgO 5.13 0.45
Al2O3 2.57 1.10
SiO2 15.36 7.52
P2O5 2.36 0.24
SO3 1.26 0.51
K2O 12.40 2.75
CaO 52.47 6.16
MnO 1.67 0.43
Fe2O3 1.73 0.66
Cl 0.42 0.36
Others 1.85
Water content 26.25 9.00
Ash content (ds) 1.42 0.10
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A comparison of the elemental composition of the surface of the
particle is shown in Fig. 8. Both the outer layer and also the analysis
of the surface showed that calcium had the highest concentration,
followed by magnesium and silicon. The concentration of silicon is
lower at the surface of the particle than in the outer layer, while the
concentrations of potassium and phosphor are higher. The other ele-
ments are in the same range in both pictures. In general the composi-
tion in the surface of the particle is similar to that in the outer layer in
the micrograph.

An analysis of the surface of the particle at different gas atmospheres
simulating the atmospheres in the gasifier and the combustion reactor
is shown in Fig. 9. No significant change in the composition of the sur-
face between the reference case and the treatment under gasification
conditions and combustion conditions can be observed. Gasification
conditions showed slight increases in iron, chrome, and nickel, which
are considered to come from the stainless steel reactor walls of the
test rig. The composition of the stainless steel wall is removed in the
fourth column of Fig. 9 by calculation and shows a similar composition
compared to the reference case and the combustion atmosphere.

The examination of the crystal structure by XRD analysis under
gasification and combustion conditions is shown in Fig. 10. The
main crystal structure is forsterite, which is the main component of
olivine; periclase, calcium silicates such as larnite, and iron oxides

such as magnetite and hematite could be detected. Small amounts
of potassium silicates were also detectable.

A comparison of the samples under gasification conditions and
combustion conditions showed an increase of monticellite, which is
a calcium-magnesium silicate, in the combustion atmosphere. Larnite
could be detected in a slightly higher amount under combustion con-
ditions compared to gasification conditions. The amount of magnetite
decreased under combustion conditions compared to gasification
conditions. A slightly weaker signal of forsterite could be detected
under combustion conditions.

Figs. 11 and 12 show a comparison of the thermal behavior of fresh
and used olivine particles, respectively, in different atmospheres.

A TGA of the bedmaterials showsmoderate weight losses for fresh
olivine in air, inert gas (nitrogen) and carbon dioxide gas (mixed with
nitrogen) at different temperatures. The only exemption is air, where
an increase in weight can be seen at temperatures higher than 900 °C.
The weight loss is around 0.05% up to 0.1% of the total mass. The DSC
signals shows a plateau between 250 and 450 °C with an endother-
mic weight loss and a change of thermal properties over the whole
temperature range but no characteristic peak with a weight loss at
temperatures above 450 °C.

Used olivine shows weight losses of around 0.1% (up to 0.2%) of
the mass in the TGA. In nitrogen and air atmosphere, the weight
loss occurs at temperatures of around 550 to 600 °C. In a mixture of
15% carbon dioxide and 85% nitrogen by volume a weight loss can
be seen at around 800 °C. In a carbon-dioxide-rich atmosphere, the

Fig. 3. Typical size distribution of the bed material particle.

Fig. 4. REM picture of a used olivine particle.

Fig. 5. REM picture of used olivine — surface detail.

Fig. 6. REM micrograph of used olivine.
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DSC signals only indicate a significant endothermic peak at 800 °C,
where the weight loss occurs. At higher temperature (>850 °C) a
slight decrease in mass can be observed which amounts about 0.2%
above 2100 °C.

In an air atmosphere, both the fresh and the used olivine showed
significant increases in weight at temperatures higher than 850 °C.

5. Discussion

Investigations of the particle surface of used bed material particles
and comparison with the outer layer using micrographs showed no
significant differences in the elemental composition. Only small
differences in the amount of potassium and phosphor can be seen,
which might be explained by condensation reactions during the
cooling process when the samples were taken. The difference could
be also caused by the accuracy of the measurement the results are
average values from multiple samples which reduces the mistake.
The relative error of for concentrations between 1 and 5 wt.% is
given with 20% by the supplier of the EDX.

The elemental composition of the carbon- and oxygen-free particle
surface of used olivine particles also seemed to be stable in different

atmospheres during test runs under laboratory conditions. Only the
concentration of potassium in the surface decreases compared to the
reference in a combustion atmosphere and even more in a gasification
atmosphere. This can be explained by the assumption that potassium
is mainly available as KOH [35] in the gasification atmosphere and
also in the combustion atmosphere and is released from the reactor
with the gas phase (product gas and flue gas respectively). Also the
high calcium content can be considered to enhance the potassium re-
lease in the gas phase [57–59]. In the industrial-scale plant, the condi-
tions can be considered balanced, where a constant balance between
incoming potassium that is fed into the gasifier with the biomass and
a loss of potassiumwith the product gas flow leads to a constant potas-
sium concentration in the gas atmosphere and within the bed material.
A similar balance can be considered in the combustion reactor, where
potassium is fed via ash loops to the combustion reactor and released
with the flue gas.

Consideration of the crystal structures of used bedmaterial particles
in combustion and gasification atmosphere shows that an increase of
monticellite is detected under combustion atmosphere, while forsterite
is detected in lower amounts. This can be explained by the incorpora-
tion of calcium into the crystal structure of the olivine. The substitution
of Fe with Ca is promoted compared to the substitution of Mg with Ca
[48]. Nevertheless, a significant amount of MgO can be detected. The
diffusion of Ca into the crystal structure of olivine is promoted at higher
oxygen fugacities because the partial oxidation of Fe2+ to Fe3+ is
charge-balanced to the formation of these vacancies [49]. In contrast
to an earlier study [4], iron silicates are not detected in samples in this
study. This might be due to changes in the solid loops (ash circulation
and bed material circulation) of the gasification plant which were car-
ried out between this study and the earlier study [4] with the aim of re-
ducing bed material consumption, which leads to a longer retention
time of the bed material in the system. Iron silicate structures are con-
sidered to be removed from the crystal structures of the olivine during
plant operation [30,50].

The detection of crystal structures of potassium silicates in used
bed material particles also contrasts with the findings of the earlier
study and can be explained again by the change in the ash loops.
K6Si6O15 is a crystal of K2O and SiO2 at the ratio of 1:2 on a molar
basis. Considering the binary phase diagram of potassium and silicon
oxide [60], this structure crystallizes when cooling down a melt to

Fig. 7. Micrograph of particle layer of used olivine (1) — outer layer, (2) — inner layer.

Fig. 8. Comparison of the elemental composition of used olivine shown in the micrograph and the surface (C- and O-free basis).
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1036 °C, which is the maximum melting temperature of the binary
phase in the concentration range between two eutectics points with
a potassium oxide concentration of more than 30% on a molar basis.
This crystal structure is a mixture of 57% potassium oxide and 43% sil-
icon oxide by weight. Temperatures higher than 1036 °C are consid-
ered to be possible locally around burning char particles in the
combustion reactor. Considering the mechanism of the layer forma-
tion summarized by Grimm et al. [35], described above, the potassi-
um silicate can be considered to be incorporated in the outer layer
according to mechanism (a), where melted ash components stick on
the surface of the particle and calcium is diffused into the particle.
The investigation of the particle surface (see Figs. 4 and 5) shows a
smooth surface, which confirms the assumption that layer formation
mechanism (a) occurs with a molten surface.

The thermal analysis showed a weight increase of both samples
(used and unused bed material) in air at higher temperatures:
This might be caused by the oxidation of magnetite [50] or by the

decomposition of fayalite with the oxidation of iron. Since fayalite
was not detected by analyses of the crystal structure it is evident
that the iron of the bed material sample that was taken as a reference
was neither oxidized to Fe2O3, nor were the samples treated in the
combustion atmosphere or gasification atmosphere fully oxidized to
Fe2O3.

The weight loss at 400 °C with fresh olivine might be caused by
the decomposition of magnesium carbonates, which decompose at
400–600 °C [61]. The weight loss of used olivine at around 600 °C is
suspected to be caused by the decomposition of calcium hydroxide,
which can be built at the surface due to the humidity of the ambient
air after sampling.

TGA in an atmosphere of 15% CO2 in nitrogen shows a similar picture
compared to the air and nitrogen atmosphere. The DSC signal of used
olivine shows a small but clear endothermic peak at 800 °C during a
weight loss of around 0.1 mass%. This peak is considered to be caused
by the decomposition of calcium carbonates. The investigations of the

Fig. 9. Elemental composition of the particle surface of used olivine under different atmospheres (C- and O-free basis).

Fig. 10. Crystal structures of used olivine under different gas atmospheres.

101F. Kirnbauer, H. Hofbauer / Powder Technology 245 (2013) 94–104



surface of the particles showed a calcium content of 45 to 50%. As the
crystal structures showed, at least a part of the calcium is incorporated
into the calcium silicate structures but also a part seems to be reactive
and can react with CO2, forming CaCO3 which is released at elevated
temperatures. Pure calcium carbonate decomposes in an atmosphere
of 15% CO2 at temperatures of around 800 °C [40,62]. The thermal anal-
ysis showed that CO2 transport of the used olivine is possible in condi-
tions similar to the SER (Sorption Enhanced Reforming) process
[3,38–44]. In regular conditions in DFB gasifiers with gasification tem-
peratures of 850 °C and temperatures in the combustion reactor higher
than 900 °C, CO2 transfer between the gasification and combustion re-
actors is negligible. The surface investigations of the bed material
showed a flat surface with a low specific surface of the particle, indicat-
ing a low capacity for the transport of CO2. The weight loss in the CO2-
rich atmosphere is around 0.1%, which represents a far lower specific
transport capacity of the bed material compared to bed materials that
are typically used in the SER process [63].

Considering optimization potentials of the DFB biomass steam
gasification, important results were obtained by this study.

(i) One option for optimization is the reduction of the gasification
temperature which increases the electrical efficiency of the
plant. By this measure the temperature in the combustion re-
actor is reduced accordingly. Since the layer formation is sug-
gested to be dependent not only on the temperature of the
fluidized bed but also on the combustion temperature of char
particles, a lower temperature in the combustion reactor does
not necessarily affect the layer formation. The combustion

temperature of the char particles can be influenced by the ox-
ygen excess in the combustion reactor.

(ii) The utilization of alternative fuels (other than woody biomass)
will have an impact on the composition of inorganic matter in
the plant and this will have an impact on the layer formation.
According to Grimm et al. [35] the layer formation mechanism
and the composition of the layer will change with different
fuels, such as fuels rich in potassium or phosphorus. Since the
elemental composition of the surface of the particle is similar
to the ash composition (see Kirnbauer et al. [4]), a significant
impact on the operation of the plant is expected by using dif-
ferent fuels with different ash compositions. Detailed investi-
gations with different fuels and fuel blends are required to
evaluate the influence of the different ash compositions on
the gasification properties.

(iii) The synthesis of fuels and chemicals such as Fischer–Tropsch
synthesis and synthesis of synthetic natural gas (BioSNG),
mixed alcohols, or chemicals have different requirements re-
garding the product gas composition, for example the optimal
H2:CO ratio. A reduction of the gasification temperature will in-
fluence the product gas composition [36], and by choosing the
correct temperatures of the gasification reactor and the com-
bustion reactor, the transport of CO2 from the gasification reac-
tor to the combustion reactor is possible. The low CO2 load
capacity of the used bed material limits the influence on the
product gas composition.

6. Conclusions

The following conclusions can be drawn from this work:

• The elemental composition at the surface of the used bed material
particles is similar to the composition of the outer layer measured
in micrographs and does not change significantly between the gas-
ification and combustion atmospheres.

• The investigation of the crystal structure showed an increase of
calcium-silicates in the combustion atmosphere, which is in accor-
dance with theoretical considerations. Higher diffusion rates can
be expected at higher temperatures and higher oxygen concentra-
tions in the combustion reactor.

• An intensive contact of olivine particles and ash promotes the for-
mation of the layers in the combustion reactor. Burning char parti-
cles promotes layer formation due to melt formation and random
collisions of bed material with burning char particles.

• The calcium-rich surface of the used bed material particles allows the
reaction with CO2. At typical temperatures of DFB biomass steam gas-
ification plants, CO2 transport from the gasification to the combustion
reactor is not expected.
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ABSTRACT: Ash components of biomass fuels can cause fouling, slagging, and bed material agglomeration during thermal
utilization in fluidized bed combustion and gasification plants. The influence of ash components on these problems in dual
fluidized bed biomass gasification plants is investigated in an industrial scale plant in Güssing, Austria. Samples of fouling are
analyzed, and the results are evaluated. The samples were analyzed by X-ray fluorescence analysis and thermal analyses such as
thermogravimetric analysis, differential thermal analysis, and differential scanning calorimetry. Mass balances of inorganic matter
are presented, evaluating different loop configurations. The analyses showed high potassium contents compared to the fuel ash
composition in fouling of up to 23% by weight. The potassium content of fly ash with a particle size smaller than 200 μm is half
that of coarse fly ash with a particle size larger than 200 μm. The thermal analyses showed a large difference between samples of
inorganic streams such as fly ash or fly char and fouling. Different fractions of fly ash samples (particle fraction smaller than
200 μm and particle fraction larger than 200 μm) showed similar thermal behavior: endothermic weight losses at around 400 °C
and around 720−820 °C caused by decomposition of carbonates. The composition of inorganic matters of fly ash and fly char is
similar. The elemental composition of deposits at the cyclone wall and the first heat exchanger in the flue gas path showed high
potassium contents up to 23.6%. While samples of fly ash and fly char did not show significant melting in their thermal behavior,
melting could be detected with fouling at temperatures higher than 1000 °C. Mass balances of inorganic matter showed a flow
of potassium oxide from the combustion reactor to the gasification reactor, which leads to unexpected high potassium
concentrations in the fly char. A reduction of ash loops reduces the amount of potassium that is transferred from the combustion
reactor to the gasification reactor. Recommendations are made for the operation of dual fluidized bed gasification plants in terms
of ash handling to reduce tendencies for fouling, slagging, and bed material agglomeration.

! INTRODUCTION
Biomass fuels are well-known to cause operational problems
and unscheduled downtime in fluidized bed combustion plants.
These problems are often caused by slagging, fouling, and
bed material agglomeration.1,2 Gasification plants face similar
problems. Studies published about fouling, slagging, and bed
material agglomeration in gasification plants are often carried out
in lab-scale test rigs, but studies of these phenomena in industrial-
scale gasification plants are sparse. This might be due to a lack
of operating fluidized bed biomass gasification plants.3

A technology for the gasification of biomass, which is demon-
strated successfully at industrial scale, is biomass steam gasifica-
tion in a dual fluidized bed (DFB) gasifier. Various plants
working with the DFB gasification technology are in operation,
for example, in Güssing (Austria; 8 MWth),4 Oberwart (Austria;
8.5 MWth),5 Villach (Austria; 15 MWth),6 and Ulm (Germany;
15.1 MWth).7

The DFB biomass steam gasification plant in Güssing was
the first industrial scale DFB biomass steam gasification plant to
go into operation. It began operating in 2002 and demonstrated
the DFB process successfully.
Because this plant in Güssing was the first installation of

an industrial-scale DFB steam gasification plant, potential for
improvements in terms of plant design and engineering was
determined. These disadvantages in the design of the Güssing

plant lead to a higher risk of fouling and slagging. Knowledge
about design improvements was considered in plants that
were constructed recently, and fouling and slagging cannot be
determined in the gasification plant in Oberwart, for example.
The present operation of the plant in Güssing also differs from
what was defined during the planning phase in some aspects.
The fuel−water content has a big influence on the operation,

and is 33% on average today; in comparison, the design value
was 15%. The consequence is that the combustion chamber
is operated with a higher load than designed, which leads to
higher velocities and lower excess air.
However, a better understanding of the fouling and slagging

mechanism for woody biomass at the plant in Güssing may be
a precondition for design improvements in future plants and for
the utilization of cheaper alternative fuels in DFB gasifiers such
as energy crops, straw, sewage sludge, and so on. By now, the
gasification plants are running with woody biomass as a fuel.
This study is part of a process of overall optimization of the

plant to increase its efficiency in terms of technological efficiency,
economic efficiency, and availability. This paper presents the
results of analyses of inorganic matter in solid flow streams and
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fouling and documents different ash loop setups with balances
of inorganic matter at the plant in Güssing. The formation
mechanism of fouling is investigated, and suggestions for a
mechanism are given. Proposals for improvements of the
inorganic loops and the operation of the plant are given.

! FUNDAMENTALS
The principle of DFB steam gasification is based on the separa-
tion of the endothermic gasification process and the external
heat supply from a separate combustion chamber. Heat is
transferred via circulating bed material between the gasification
zone (gasifier) operated in bubbling bed mode and the combus-
tion reactor operated in fast-fluidized bed mode. Details of
the DFB steam gasification process are summarized else-
where.4,8!13 A basic flow sheet of the Güssing plant with a
focus on inorganic material streams is shown in Figure 1.
Input streams for inorganic matter are biomass streams into

the gasifier (wood chips), precoat material (dolomite) prior to
the product gas filter, and bed material supplement to the
combustion zone. The output stream is only fly ash that leaves
the process after the flue gas filter and is collected in a container.
The main internal stream of inorganic matter is the circula-

tion stream of bed material between the gasifier and the
combustion zone. A fine fraction of inorganic matter such as
biomass ash and abraded bed material leaves the gasifier with
the product gas and is separated in the product gas filter (fly
char). This dust from the product gas filter contains organic
matter that is not gasified, such as char and tar. To utilize this
remaining energy, char and tars are burned in the combustion
zone.

Inorganic matter plays an important role in the gasifica-
tion properties but can also lead to fouling, slagging, and bed
material agglomeration, which can cause unplanned shut-
downs of thermal biomass conversion plants. Various studies of
fouling and bed agglomeration are available in the literature,
with a focus on the utilization of coal with biomass,14!16 but
several studies are also available for woody or other biomass
combustion.2,17!20 The difference between combustion plants
and the DFB biomass gasifier in terms of fouling, slagging, and
bed agglomeration is caused by the utilization of two main
reactors: a gasification reactor with a reducing atmosphere and
a combustion reactor with an oxidizing atmosphere. Intensive
exchange of inorganic matters originating from the fuel and
bed materials occurs between the two reactors. In contrast to
regular fluidized bed combustion plants where quartz sand is
used, the bed material in DFB biomass gasification plants is
olivine, which is a magnesium iron silicate.
Ash of woody biomass can be described as a system that is

dominated by silicates with different contents of basic oxides
and a high content of volatile alkaline sulfates and alkaline
chlorides.21,22 Besides alkali metals, the alkali earth metals also
react to form silicates.21,22

The state of matter of the inorganic material (solid, liquid,
gas) plays an important role in the reactivity of the substances.
Table 1 shows general relationships of the state of matter and
the reactivity of the substances. Two gaseous components
show the highest reactivity, followed by a gaseous and a liquid
component. Gaseous and solid components have a higher
reactivity than two liquid components, followed by a liquid and
a solid component. Two solid components show the lowest

Figure 1. Flow sheet of the CHP plant in Güssing with sampling points.
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reactivity with each other. This is valid for the reactivity and the
reaction rate.22

The substances that are typically detectable in biomass ashes
can be split into acid and basic substances (Table 2). The
reactivity decreases from the first to the last row.22

Considering the main components of biomass ash, a binary
mixture of potassium and silicon oxides is the substance with
the lowest melting point, forming a eutectic point at 752 °C
with a ratio of 31% K2O to 69% SiO2 by weight. Three different
crystal phases are formed: K2O·SiO2 (melting point 976 °C),
K2O·2SiO2 (melting point 1036 °C), and K2O·4SiO2 (melting
point 765 °C).23

The phase diagram for the three-component system of the
oxides of potassium, calcium, and silicon, which represents the
main components of biomass ash, forms eutectic points with
melting temperatures of around 850 °C.24 Other elements such
as sulfur, chlorine, and potassium have a significant influence
on the physical form of the ash mixture at high temperature.
The main reactions of ash components were summarized by
Boström et al.22 and are shown in Table 3. These reactions can
take place under proper conditions such as temperature, pre-
ssure, and availability of reaction partners. Mineral substances
can be formed, and amorphous melts can also be detected at fast
cooling rates.

The release of alkaline metals in the gas phase is important for
the formation of fouling, slagging, and bed material agglomera-
tion because these elements condense after cooling and react
with other elements during condensation, which can lead to
fouling at heat exchangers. On the other hand, the reactivity
of elements in the gas phase is higher compared to elements
incorporated in a solid crystal structure, as described above.
Van Lith et al.25 studied the mechanism and modification

of potassium during the devolatilization and combustion of
biomass, as shown in Figure 2. Due to its metabolic function,
potassium is highly mobile within all levels of the plant. During
drying of the wood, potassium is likely to precipitate in the
form of salts such as KCl, K2SO4, KOH, and K2CO3. Some of
the potassium is bound in organic structures in carboxyl groups.
In spruce and beech, about 40% of the potassium is organically
associated. During devolatilization and combustion of biomass,
organically bound potassium and inorganic bound potassium
follow different reaction schemes. Inorganic bound potassium
(e.g., potassium chlorine) is stable and is evaporated at higher
temperatures. Carboxyl groups start to decompose at temper-
atures lower than 300 °C, and atomic potassium will be
released. This elemental potassium is likely to react with phenol
groups, which are stable at these temperatures, or it remains in
the gas phase. At higher temperatures, it is suggested that
potassium is bound to phenol groups, which decompose at
temperatures higher than 400 °C, while potassium is released to
the gas phase, probably in elemental form. During the combus-
tion at temperatures about 850 °C, organically bound potassium
is oxidized to potassium carbonate. Elemental potassium can
also react with minerals that remain stable, or it reacts with oxygen
to form potassium carbonate. The decomposition of potassium
carbonate (K2CO3) seems to be the dominant mechanism at
temperatures higher than 800 °C.
Novakovic ́ et al.26 showed in laboratory scale trials with

mixtures of potassium, calcium, and silicon that the release of
potassium into the gas phase is mainly dependent on the calcium
content in the mixture, the water content in the gas phase, and
the temperature. The release rate is independent of the origin
of the calcium (e.g., CaCO3 or Ca(OH)2). The absence of steam
reduces the release of potassium, while doubling the calcium
content brings a higher release of potassium.

Table 1. Influence of the Physical Form of the Substances on
the Reactivity21

reactivity of the asha

(g) + (g)≫ (g) + (l) > (g) + (s) > (l) + (l) > (l) + (s)≫ (s) + (s) equation 1
a(g) gaseous elements, (l) liquid elements, (s) solid elements.

Table 2. Classification of Ash Compounds22

basic cmpds acidic cmpds

KOH (l, g) (K2O) P2O5 (g)
NaOH (l, g) (Na2O) SO2 (g)/SO3 (g)
CaO (s) SiO2 (s)
MgO (s) HCl (g) (Cl2)
H2O (g) CO2

H2O (g)

Table 3. Survey of Major Secondary Ash-Forming Reactions (Schematic)22

reaction comments

+ ↔ +P O (g) 2KOH(g) 2KPO (l, g) H O(g)2 5 3 2 fast reaction,a product molten and partially volatile in residual ashb equation 2

+ ↔ +SO (g) 2KOH(g) K SO (l, g) H O(g)3 2 4 2 fast reaction, product molten or not equation 3

+ ↔ +HCl(g) KOH(g) KCl(g, l) H O(g)2 fast reaction, product not stable in residual ash equation 4

+ ↔ +SiO (s) 2KOH(g) K SiO (l) H O(g)2 2 3 2 medium fast reaction, product stable and molten in residual ash equation 5

+ ↔ +CO (g) 2KOH(g) K CO (l, g) H O(g)2 2 3 2 fast reaction, product not stable in residual ash equation 6

+ ↔P O (s) 3CaO(s) Ca P O (s)2 5 3 2 8 medium fast reaction, product stable and solid in residual ash equation 7

+ ↔SO (g) CaO(s) CaSO (s, l)3 4 medium fast reaction, product (not) stable and solid in residual ash equation 8

+ ↔ +2HCl(g) CaO(s) CaCl (g, l) H O(g)2 2 medium fast reaction, product not stable in residual ash equation 9

+ ↔SiO (s) CaO(s) CaSiO (s)2 3 slow reaction,c product stable and solid in residual ash equation 10

+ ↔CO (g) CaO(s) CaCO (s)2 3 medium fast reaction, product not stable in residual ashb equation 11

+ ↔ − −K SiO (l) CaO(s) K Ca Silicate(l)2 3 rather slow reaction,c product stable and molten in residual ash equation 12

aThe reaction rates are classified into four categories on an arbitrary scale. bThe stability in residual ash varies according to the thermal condition of
the specific appliance. cThese reaction rates are also highly dependent upon the dispersion of fuel and reactant particles.
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The chemical mechanism of the release of potassium from
potassium carbonate is shown in eq 6. An excess of water
moves the equilibrium according to Le Chatelier’s principle
toward KOH(g) and CO2(g) and, with that, toward a higher
release rate of potassium into the gas phase.
Comparing the release of potassium into the gas phase in an

oxidizing atmosphere (combustion) and a reducing atmosphere
(gasification), a higher release rate can be expected in the
reducing atmosphere of the gasification reactor at the same
temperatures.27,28

The consequences of ash melting or the release of inorganic
matter into the gas phase can be fouling, slagging, and bed
material agglomeration. Deposits occurring in the high temper-
ature sections of furnaces are called slagging. Radiative heat
transfer is dominant in the areas where slagging occurs. Deposits
in the convective heat transfer zones of the boiler are called
fouling and take place in the areas where the gases are cooled.16

The interaction of biomass ash with the bed material of
the fluidized bed can lead to bed material agglomeration. Bed
material agglomeration cannot be seen in DFB biomass steam
gasification plants because olivine is used as a bed material,
which has a lower agglomeration tendency compared to silicon
sand.29

Earlier studies showed that the bed material olivine is modified
during utilization in the plant.10 Two different calcium-rich layers
are formed at the surface of the bed material particles. The inner
layer is homogeneous and consists mainly of calcium and silicate.
The outer layer has a similar composition to the fly ash.
The importance of this calcium-rich layer concerning the

gasification properties was shown in two earlier studies at a
100 kW pilot plant at the Vienna University of Technology.11,12

The water!gas shift reaction is enhanced, leading to higher
hydrogen and CO2 contents in the product gas and to a lower
carbon monoxide content and a lower content of higher hydro-
carbons. The decomposition of primary tars is enhanced, and
the formation of secondary tars is reduced, leading to lower total
tar concentrations in the product gas.
Detailed investigations on the mechanism of the layer forma-

tion at the bed material were presented by Kirnbauer et al.30

Investigations of the composition of the surface of used bed

material in gasification and combustion atmosphere did not
show a change in the elemental composition but showed a
slight change in the crystal structure. Thermal investigations
show a weak endothermic weight loss with used bed material
in CO2-rich atmosphere, which could not be determined with
fresh olivine. The layer formation is considered by the authors
to be caused by the intensive contact of bed material with
burning char particles in the combustion reactor.
An unsolved problem of the plant in Güssing is the formation

of fouling in the flue gas path after the combustion chamber.
The main fouling that reduces the operation time significantly
is located at the entrance of the first heat exchanger after the
combustion chamber, which is an air preheater. It is a shell in a
tube heat exchanger with the flue gas inside the tubes. The flue
gas temperature at the entrance of the heat exchanger is around
830 °C, with wall temperatures of around 500 °C.
The influence of changing the ash loops on the behavior of

the inorganic matter in the gasification system in terms of layer
formation of the bed material and fouling and slagging is still
unknown.

! METHODS
The investigations of inorganic matters and their behavior in the
system included analyses of the composition and amount of all flows
for a qualitative evaluation of the possible behavior of the components.
Balances of the main components of inorganic matter were determined
to understand the influence of ash loops on the possible accumulation
of substances in the system.

Sampling. Ash samples were taken during operation, and samples
of fouling were taken during stops after cooling the plant. Fly ash
samples (ash exiting the plant in the container, fine ash circulation,
coarse ash circulation) were sieved with a vibratory sieve with 200 μm
mesh size. The fraction smaller than 200 μm is defined as fine ash; the
other fraction is defined as coarse ash.

The sampling points are shown in Figure 1 and described in
Table 4. Mass flows that were not measured via the distributed control
system (DCS) of the plant were measured manually, and three
measurements were carried out over a period of 30 min.

Multiple samples of fouling were taken at the first heat exchanger
(air preheater) of the flue gas after the combustion reactor.

Figure 2. Possible transformations and release mechanisms of organically associated K and KCl during devolatilization and combustion of biomass.25
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Two different representative samples with different textures were
presented as an example in this study.
Various samples of fouling in the cyclone were taken, and

representative results are presented here. Due to the different
appearance of the samples (see Figure 3), three different probes
were analyzed: sample A was located at the surface of the fouling,
sample B is material taken 3!4 mm below the surface, sample C was
taken from the inner layer of the fouling close to the refractory lining.
Analyses. The elemental composition of the samples was

determined using X-ray fluorescence (XRF) and calculated as oxides.
Samples for XRF were melted in a Merck Spectromelt at 1050 °C and
placed on a 400 °C stainless steel plate. The analyses were carried
out with a PANalytical Axios Advanced analyzer under vacuum
atmosphere with a rhodium anode, an excitation voltage of 50 kV,
and a tube current of 50 mA. The results indicate the elemental
composition of the total sample calculated in oxides.
Thermogravimetric analysis (TGA), differential thermal analysis

(DTA), and differential scanning calorimetry (DSC) analysis were
carried out in a NETZSCH STA 449 C Jupiter System. The sample
crucible is equipped with a thermocouple for direct measurement of
the temperature. The furnace allows temperatures of up to 1650 °C
with heating rates of 0.01 to 50 K/min. A heating rate of 10 K/min
was chosen. Gas used to provide the desired atmosphere flows upward
and the desired gas composition is mixed from gas bottles of pure

gases with the aid of mass flow controllers. The mass of each sample
was chosen to be approximately 70 mg. Results of the DSC are
indicated in microvolts, and calibration with BaCO3 gave a calibration
factor of 2.77, allowing the results to be obtained in milliwatts.

The TGA, DTA, and DSC analyses were carried out once for
each sample but in three different atmospheres. Air, pure nitrogen
as an inert gas, and a mixture of nitrogen with 15% CO2 by volume
were used as atmospheres to simulate reactions with the atmosphere
such as combustion and calcination. The purge gas flow was set to
40 ! 10!6 m3/min. Due to the high inhomogeneity of the samples,
a low repeatability of the analysis is expected but the authors expect
to obtain only qualitative results, which will lead to qualitative
conclusions about the operation of the system.

Mass Balances of Inorganic Matter. Ash flows were determined
at different locations, shown in Table 4, for the preparation of the
mass balances. The ash content was determined, and the elemental
composition was measured by XRF and calculated in oxides. For the
determination of the mass flows of the inorganic matter, the samples
were calcined at 1050 °C to release carbonates and organic matter, and
the mass flows are related to the calcined samples.

Mass balances of inorganic matter were calculated using the software
STAN.31 The software allows data reconciliation with the method of
least-squares. The balances of inorganic matter are based on (a) the
total balance of coarse and fine ash, (b) the elemental balance of CaO,
MgO, SiO2, Fe2O3, K2O, and the sum of other elements for fine and
coarse ash mass flows. The composition of bed material and precoat
material was considered to be constant, and average values were taken.
For the composition of biomass ash, an average composition was
considered due to the high inhomogeneity of the fuel due to the
utilization of different wood species, log sizes, and bark contents.

Various assumptions were made for the simplification of the system
and are shown in Table 5. The bed material circulation mass flow
between the gasifier and the combustion reactor was considered to be
balanced and is not indicated in the balances because the mass flow of
around 100 tons per hour is much higher than the other inorganic
flows and would predominate over all other flows.

The standard deviation for the measured mass flows used is given in
Table 6. Mass flows that are measured by DCS are considered to
have a standard deviation of 2%, while manually measured mass flows
are assumed to have a standard deviation of 10%. The abrasion is
estimated from the coarse and fine ash balance and the standard
deviation is chosen with 50% to be adjusted by the calculation method
of the balance. Averages of analyses were obtained for the composition
of biomass ash, precoat material, and bed material and the standard

Table 4. Sampling Points and Flow Determinationa

sample type
sampling
point no. description determination of flow

input flow 1 biomass ash mass flow of biomass, ash
content

input flow 2 bed material level measurement DCS
input flow 3 precoat material weight measurement DCS
internal flow 4 fly char weight measurement DCS/

calculated after rebuild
internal flow 5 fine ash circulation manual weight determination
internal flow 6 coarse ash

circulation
manual weight determination

output flow 7 ash to container manual weight determination
fouling 8 cyclone
fouling 9 air preheater entry
fouling 10 product gas cooler (no analysis presented)
aSampling point numbers are according to Figure 1.

Figure 3. Sampling of fouling in the cyclone.
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deviation of the composition of these mass flows was assumed to
be 5%. Those analyses with specific analysis for the balance were
considered to have 2% standard deviation.

Various balances were prepared, but two are presented that
represent the status before the optimization project and the actual
status. Before optimization, ash circulation is used (called “fine ash
circulation” in Figure 1) where fly ash is circulated into the gasifier to
minimize bed material consumption and to increase the amount of
catalytic substances in the system. Coarse ash circulation was not
implemented at the beginning of the project. During the optimization
of the ash loops, a gravity separator was implemented in the system to
separate bed material particles elutriated with the flue gas path from fly
ash (“coarse ash circulation”). The second balance shows the status
after the optimization project after the implementation of the coarse
ash circulation and after turning off the fine ash circulation.

Table 6. Determination of the Mass Flows and Assumed
Standard Deviations for the Mass Balances of Inorganic
Matter

description determination of flow
SD mass
flow (%)

SD elemental
composition

(%)

biomass ash mass flow of biomass,
ash content

20 5

bed material level meas. DCS 2 5
precoat material wt meas. DCS 2 5
fly char wt meas. DCS (calcd

in Figure 9)
20 2

fine ash circulation manual wt
determination

10 2

coarse ash
circulation

manual wt
determination/wt
meas. DCS

2 2

ash to container manual wt
determination

10 2

layer formation at
the bed material

calcd calcd calcd

abrasion in
combustion
reactor

est. 50/calcd 5

abrasion in
gasification
reactor

est. 50/calcd 5

Table 7. Results of XRF for the Average Composition of
Biomass Ash

wood chip ash

avg (wt %) SD (wt %)

Na2O 2.77 2.66
MgO 5.13 0.45
Al2O3 2.57 1.10
SiO2 15.36 7.52
P2O5 2.36 0.24
SO3 1.26 0.51
K2O 12.40 2.75
CaO 52.47 6.16
MnO 1.67 0.43
Fe2O3 1.73 0.66
Cl 0.42 0.36
others 1.85
ash content (ds) 1.42 0.10

Table 8. Typical Composition of the Precoat Material
Dolomite

precoat material (wt %)

Na2O 2.32
MgO 32.01
Al2O3 1.36
SiO2 1.48
P2O5 0.38
SO3 0.44
K2O 0.87
CaO 59.87
Fe2O3 0.63
Cl 0.30
others 0.35

loss on ignition 600 °C, 1 h 2.77%
loss on ignition 1050 °C, 1 h 44.66%

Table 9. Elemental Analysis of Olivine10

olivine (wt %)

MgO 46.8
SiO2 39.8
CaO 0.9
Fe2O3 10.3
K2O 0.32
Na2O 0.43
Al2O3 0.40
MnO 0.15
P2O5 0.03
Cl 0.10
SO3 0.06
others 0.71

Table 5. Assumptions for the Mass Balance of the Inorganic
Matter

• Mass flows of biomass ash, precoat material, fly char, and the mass flow from
the combustion reactor to the gasifier were considered to have a particle size
smaller than 200 μm.

• Bed material supplement and the flow from the gasification reactor to the
combustion reactor are assumed to have a particle size bigger than 200 μm.

• The system is considered to be in a steady state condition, without
accumulation of material in the system.

• Bed material circulation between the gasification reactor and the combustion
reactor is considered to be balanced in terms of mass flow and composition.
All variation of this balance is shown in the results. The balanced bed
material circulation is not shown in the diagrams.

• Abrasion is the same in the combustion reactor as in the gasification reactor.
• Abraded material has the same composition as the fresh bed material.
• No inorganic matter is detectable in the gas after the product gas filter and
the flue gas filter.

Table 10. Typical Composition of the Ash Entering the
Container

fine ash coarse ash

avg. values (wt %) SD (wt %) avg. values (wt %) SD (wt %)

Na2O 1.19 1.00 1.20 0.92
MgO 19.67 2.06 37.27 2.61
Al2O3 1.52 0.90 0.52 0.21
SiO2 20.28 8.97 35.70 4.00
P2O5 1.22 0.16 0.34 0.05
SO3 0.39 0.22 0.08 0.03
K2O 6.97 1.62 3.81 1.16
CaO 42.45 11.08 11.70 3.96
Fe2O3 4.08 1.60 8.01 0.58
Cl 0.26 0.17 0.19 0.13
others 1.96 1.19

loss on ignition
600 °C, 1 h

4.94% 0.56%

loss on ignition
1050 °C, 1 h

6.81% 1.05%
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! RESULTS

The composition of the biomass ash has a significant influence
on fouling, slagging, and bed material agglomeration tendencies
in the plant because it is the only source of components with
low melting points. The quality of the biomass is constantly
determined by the operational personnel in terms of water
content but not ash content, bark content, or wood type.
Table 7 shows the average biomass ash compositions and their
standard deviations from samples taken in the years 2010 and
2011. The main component of the biomass ash is calcium
oxide, which represents about half of the weight, followed by
silicon oxide and potassium oxide. Magnesium oxide, phosphorus
oxide, aluminum oxide, and sodium oxide are detectable in the

low percentage range. The composition of the biomass ash is
typical for hardwood ash as shown in literature.32

Precoat material is used for precoating the product gas filter
and is added to the system. The precoat material described in
Table 8 shows a typical composition of the natural mineral
dolomite, whose main components are calcium and magnesium
oxide, with a high ignition loss at 1050 °C, when the carbonates
are released. Other elements are available in the low percent-
age range, such as sodium oxide, silicon oxide, and aluminum
oxide.
The elemental composition of the olivine, which is used in the

plant as a bed material, shows the main components magnesium
oxide, silicon oxide, and iron oxide (Table 9). Other elements are
available in low concentrations.

Figure 4. Thermal analysis of fly ash with particle size <200 μm in different atmospheres.
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An overview of the composition of the fine ash (particles
<200 μm) and coarse ash (particles >200 μm), which leave the
process and enter the ash container, is shown in Table 10.
Coarse ash consists of the main components of olivine, such
as magnesium oxide, silicon oxide, and iron oxide, but also
significant contents of calcium oxide (nearly 12 wt %) and
potassium oxide (nearly 4 wt %), which originate from biomass
ash. This is in agreement with the study presented earlier.10

Fine ash mainly consists of calcium oxide, silicon oxide,
magnesium oxide, and also potassium oxide. A high content of
iron oxide is available, and other elements were detected such
as sodium oxide, phosphorus oxide, and aluminum oxide.
Important for the fouling tendency is the amount of potassium
oxide, which is detectable in the fine ash, where it represents

around 7 wt %, and in the coarse ash, where it represents only
4 wt %.

Figure 5. Thermal analysis of fly ash with particle size >200 μm in different atmospheres.

Table 11. Analysis of the fly Char before Optimization of the
Ash Loops

dry base raw

water content wt % 0.91
carbon content wt % 26.14 25.9
hydrogen content wt % 0.48 0.48
nitrogen content wt % 0.06 0.06
ash content (db) wt % 73.32
upper heating value kJ/kg 8301 8225
lower heating value kJ/kg 8196 8097
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The thermal behavior of the fine fraction of fly ash in
different atmospheres is shown in Figure 4. Two main peaks
can be seen up to 1200 °C. At temperatures lower than 100 °C,
small changes in weight are detectable. A weight loss with
an endothermic signal in the DSC at around 400 °C and a
significant endothermic weight loss at temperatures of around
720 to 820 °C are detectable. The results in air and nitrogen are
similar; a significant change can be seen in the mixture of nitrogen
with 15% CO2. In a CO2-rich atmosphere, an endothermic
weight loss at 400 °C is not indicated but an increase in weight
can be seen at temperatures higher than 400 °C with a strong
endothermic peak at 820 °C.
The weight loss at temperatures around 100 °C is considered

to be caused by the evaporation of water. An endothermic peak

with weight loss at around 400 °C, which is not seen in the
CO2-rich atmosphere, is considered to be due to the calcination
of magnesium carbonate. In the CO2-rich atmosphere this is
interfered by the adsorption of CO2 on calcium oxide, which
can be seen from the increase in the weight. Decomposition of
calcium hydroxide is not considered at temperatures around
400 °C because it is expected at temperatures around 550 °C.
The combustion and decomposition of organic matter (unburned
wood) are not considered to happen because a peak can also be
seen in the nitrogen atmosphere.
The thermal analysis of the coarse ash fraction of the fly ash

shows properties similar to those of the fine ash but less
pronounced (Figure 5). In contrast to the fine ash, an increase
in weight can be seen at temperatures higher than 900 °C.

Figure 6. Thermal analysis of fly char in different atmospheres.
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The weight loss of the fine ash fraction is around 10% while
that of the coarse ash fraction is around 0.5%.
Coarse fly ash is considered to consist mainly of bed material,

which is confirmed by the iron content. An increase in weight
in the thermal analysis at temperatures higher than 900 °C
might be caused by the oxidation of magnetite33 or by the
decomposition of fayalite with the oxidation of iron.
The investigations of the properties of the fly char include a

fuel analysis because of the high carbon content of the char.
The fuel analysis is shown in Table 11 and reveals that the fly
char consists mainly of ash and carbon. The heating value
justifies the utilization of the fly char as a fuel in the combustion
reactor. The elemental analysis shown in Table 12 reveals the

highest concentrations of the substances calcium oxide, magne-
sium oxide, silicon oxide potassium oxide, and iron oxide.
The thermal analysis of fly char in different gas atmospheres

(Figure 6) shows two significant endothermic peaks in air and
nitrogen atmosphere at around 417 °C and around 730 °C.
A low weight loss can be detected at temperatures up to
100 °C. In a mixture of 15% CO2 in nitrogen, an exothermic
peak can be seen at temperatures around 412 °C and a complex
endothermic weight loss can be seen at temperatures between
795 and 880 °C.
The thermal analysis of the fly char showed combustion in

air (exothermic peak) at 400 °C. In nitrogen atmosphere an
endothermic weight loss can be seen at around 400 °C, which is
considered to be due to the decomposition of magnesium
carbonate. The low amount of oxygen in the char excludes the
pyrolysis of organic matter, which could be also expected at this
temperature. The endothermic weight loss at around 730 °C in
the air and nitrogen atmosphere is considered to be caused
by the decomposition of calcium carbonate and dolomite.34

This reaction interferes in the CO2-rich atmosphere with the
CO2-gasification of carbon with the peak at 880 °C.
The nature of fouling at the air preheater varies. The texture

of the fouling varies from powder debris to hard and rocky
material, which is difficult to remove. Soft and hard layers can
be observed within one position but also at different locations.
Due to the need for high availability of the plant, the inspection
intervals for the heat exchanger are around four weeks and
an exact determination of the formation of the fouling is not
possible. The results of analyses of two different samples with
different textures are shown in Table 13. Fouling that dis-
aggregates easily to a powder has calcium oxide as its main

component, accounting for nearly half of the mass of the
sample. Magnesium and silicon oxide are detectable in about
the same amount. The hard and rocky fouling shows a higher
magnesium oxide concentration and lower calcium oxide and
silicon oxide concentrations. Potassium oxide is significantly
more highly concentrated in hard fouling, where it represents
around 9 wt %, compared to 3.4 wt % in soft fouling.
The thermal analysis of the fouling shown in Figure 7 gave

different results compared to coarse ash and fine ash. The TGA
shows a constant and significant weight loss of 8 to 10 wt % up
to 1200 °C. The weight loss can be seen over the whole
temperature range but increases at temperatures higher than
800 °C, and this is independent from the gaseous atmosphere.
The DSC signal shows various endothermic peaks. Significant
endothermic weight losses can be determined at around 100 °C,
at 509 °C in air (526 °C in nitrogen and 532 °C in CO2!
nitrogen respectively), around 755 to 791 °C depending on the
atmosphere, 864 to 978 °C, and above 1000 °C.
The first peak of the thermal analysis of the fouling occurs at

temperatures around 100 °C, which is considered to be caused
by evaporation of water. A significant peak can be observed at
509!530 °C, which is similar to the temperature at which the
recrystallization of K2O·SiO2

35 takes place and the similar temp-
erature at which !-quartz is modified to "-quartz (573 °C).36

A peak at 755!791 °C with a high weight loss in air and
nitrogen atmosphere and a moderate weight loss in CO2-rich
atmosphere might be caused by the decomposition of dolomite,
calcium carbonate, or spurrite.37!39 In the CO2-rich atmos-
phere, this peak can be seen at 791 °C but the peak at 879 °C
has a significantly higher weight loss. A high partial pressure
of CO2 can shift the decomposition of carbonates (CaCO3 or
spurrite) to higher temperatures. An overlapping of different
reactions is suggested, where released CO2 reacts with another
component and is only released at higher temperatures. At
temperatures between 864 and 878 °C, a recrystallization of
quartz in "-tridymite40 without weight loss is expected. Arvelakis
et al.38 showed that a mixture of K2CO3 and SiO2 reacts to form
potassium silicates at this temperature, leading to a weight loss
because of the released carbonates.
In the nitrogen and CO2-rich atmosphere, significant decomposi-

tion and melting can be seen (endothermic DSC signal with a
weight loss), which agrees with the findings of Arvelakis et al.38

that at temperatures higher than 1000 °C excessive decomposition
and release in the gas phase of potassium rich compounds (KCl,
K2CO3, K2SO4) as KOH are occurring.

Table 13. Elemental Analysis of Fouling at the Air Preheater

sample date Oct. 3, 2010 Sept. 7, 2010
description hard fouling at air

preheateruntreated
fouling at air preheater that
disaggregates easily

component wt % wt %

Na2O 1.17 1.22
MgO 25.89 18.37
Al2O3 1.28 2.31
SiO2 16.72 18.91
P2O5 1.68 1.92
SO3 0.18 0.21
K2O 9.15 3.40
CaO 36.29 47.81
Fe2O3 4.81 4.12
Cl 0.18 0.22
others 2.67 1.48

loss on ignition 1050 °C, 1 h 13.94% 3.71%

Table 12. Elemental Analysis of Inorganic Matter of Fly
Chara

mean value (wt %) SD

Na2O 1.94 1.36
MgO 25.02 2.83
Al2O3 2.38 0.63
SiO2 22.13 2.17
P2O5 1.18 0.22
SO3 0.38 0.26
K2O 6.09 0.94
CaO 33.11 5.95
Fe2O3 5.24 0.19
Cl 0.52 n/a
others 2.0
loss on ignition 1050 °C, 1 h 36%

aSample date, 2010.
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The results of the elemental composition of the fouling in the
cyclone are shown in Table 14. The elemental analysis confirms
the visual impression of the inhomogeneity of the fouling over
its thickness. Bed material particles can be visually detected in
sample C, which is confirmed by the high iron content of the
sample. The amount of potassium in samples A and B, 23.6 and
19.1%, respectively, is significantly higher than is expected from
the biomass ash. Calcium oxide content is lower in all samples
compared to biomass ash.
Ash Balances. The ash balances were carried out for

different operation modes of the ash loops. The status at the
beginning of the optimization project is shown in Figure 8.
A high amount of ash (coarse and fine) is circulated back into
the gasifier before being released into the container to reduce

bed material consumption and to increase the amount of
catalytic substances in the system. It can be seen that this
circulation of fine ash and coarse ash increases the total amount
of ash in the system significantly. Considering that potassium is
assumed to be responsible for fouling, the total input and
output, respectively, from the system is 2.6 kg/h, while the
potassium flow in the fly char is 16.8 kg/h. A significant amount
of potassium is transferred from the combustion reactor to the
gasification reactor via the siphon.
The status after the optimization of the ash loops is shown in

Figure 9. The coarse ash circulation is fed into the combustion
reactor while the fine ash circulation is turned off and all fine
ash is released into the container. A significant reduction of the
fine ash in the system can be seen. The amount of potassium

Figure 7. Thermal analyses of fouling at the air preheater in different atmospheres.
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that is transferred between combustion reactor and gasification
reactor is reduced to 1.6 kg/h, which is around half of the
amount of potassium that enters the plant with the biomass.

! DISCUSSION
Discussion of Analyses of Inorganic Matter. The

elemental analysis of biomass ash, precoat material (dolomite),
and bed material did not reveal unexpected results. Combustion
plants using alternative fuels such as straw and energy plants
with high concentrations of chlorine, phosphor, and sulfur often
show a fouling tendency.29,41,42 These elements are detectable
only in low concentrations in this study and are not considered
to be the main reason for fouling in this case.
The reason is considered to be the interactivity between the

inorganic flows that enter the plant: biomass ash, precoat
material, and bed material. The influence of the interaction
with the bed material was discussed and presented in earlier
studies.10!12 The tendency for fouling shows that interaction
between biomass ash, abrasion of the bed material, and precoat
material is happening. A comparison of the composition of the
coarse fraction of the fly ash with used bed material10 shows
that the coarse fraction of the fly ash mainly consists of bed
material.
The potassium content, which is considered to be responsible

for fouling tendencies, is nearly doubled in the fine fly ash
compared to coarse fly ash. The origin of potassium oxide is
mainly the biomass ash.
The fuel analysis and elemental analyses of the fly char did

not show unexpected results. The elemental composition of
the inorganic fraction of fly char is similar to the fine fraction
of the fly ash. Mass balances showed that the concentration of
potassium in the fly char is higher than would be expected from
the biomass ash.
The carbon in the fly char is considered to be bound closely

to the ash due to the concentration of the ash component and
condensation of gaseous inorganic species while cooling the
product gas. According to the mechanism and modification of
potassium of van Lith et al.,25 potassium is available in organic
species such as organic acids or bound on phenols.
Considering the elemental composition of the fouling at the

air preheater, a high concentration of potassium and also
calcium oxide and magnesium oxide can be seen. Fouling
after fast fluidized bed combustion is described in the literature
with a higher concentration of alkaline and alkaline earth
metals compared to the composition of the biomass,43 which
can also be seen in this study. The difference in potassium

content between loose agglomerates of ash and hard fouling at
the air preheater is significant. The difference in the morpho-
logy of the fouling might be caused by variations of the opera-
tion conditions in the plant. High variation of the fuel water
content between 20 and 40% causes variations in the operation
of the combustion chamber such as temperature, oxygen
concentration, and retention time.
The assumption that potassium is responsible for fouling is

confirmed by the elemental analyses of the fouling in the
cyclone. The surface of the fouling has a potassium concentra-
tion of around 24% by weight. Samples from the inside of
the fouling and closer to the refractory lining showed lower
concentrations of potassium oxide but higher concentrations of
silicon oxide and magnesium oxide. The amount of calcium
decreases on the inside of the fouling. Operational experience
showed that the fouling formed rapidly within three days, which
can be seen from the amount of bed material that leaves the
cyclone with the flue gas. Operation of the plant is still possible
for some weeks after the formation of fouling in the cyclone.
The growth of the fouling is expected to be lower during this
period, which explains the high potassium content at the
surface of the fouling.
Thermal analyses of fly ash (coarse and fine) and fly char

were similar except for the high carbon content of fly char,
which combusts in an air atmosphere and is gasified in a CO2-
rich atmosphere at temperatures higher than 800 °C. Thermal
analyses of fouling showed a high weight loss and a complex
behavior. Due to the long retention time at the tube sheet
of the heat exchanger, slow reactions are expected, which can
cause recrystallization.
The analyses of the inorganic matter are only snapshots of

conditions that can occur in the system. The standard deviation
of the fuel ash analysis shows high variation in the ash composi-
tion of the fuel. This is evident because biomass is bought from
various fuel suppliers and the wood yard management is mainly
based on the fuel water content. These single analyses are
not sufficient to draw conclusions about the behavior of the
inorganic matter in the system, and mass balances of inorganic
matter need to be considered.

Discussion of Mass Balances of Inorganic Matter. The
ash balances showed that the circulation of ash and the setup of
the loops can lead to the transportation of ash through the
reactors in amounts many times higher than the amount of
inorganic matter, which is introduced into the system. This can
lead to an accumulation of different substances within the system.
Considering the potassium balances, a transfer of potassium from
the combustion reactor to the gasification reactor can be detected
in all the balances. This transfer leads to potassium concentrations
in the fly char that are higher than expected with the mixture of
abraded bed material and precoat material. The fly char also
consists of unconverted char, which is mainly carbon. According
to the findings of Novakovic ! et al.,26 potassium is released to
the gas phase, which is enhanced by the presence of water,
calcium oxide, and high temperatures. The release of potassium
is also pronounced in gasification atmospheres.27,28 Based on
this knowledge, a close connection between potassium that is
released to the gas phase and char can be expected due to the
condensation processes of gaseous potassium during cooling of
the product gas.
During combustion of fly char in the combustion reactor,

the high carbon content of the char (see Table 11) leads to
high combustion temperatures, which are responsible for the
release of potassium into the gas phase. Scala et al.44 showed

Table 14. Elemental Composition of the Fouling in the
Cyclone (Main Components)

cyclone sample A cyclone sample B cyclone sample C

total sample (wt %) total sample (wt %) total sample (wt %)

Na2O 0.53 0.35 2.88
MgO 11.09 14.82 28.51
Al2O3 1.22 2.51 0.89
SiO2 25.84 29.34 36.84
P2O5 0.75 0.96 0.30
SO3 0.13 0.03 0.06
K2O 23.63 19.13 9.98
CaO 33.13 27.88 13.07
Fe2O3 2.36 3.42 6.03
Cl 0.08 0.06 0.44
others 1.26 1.50 0.99
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that agglomeration takes place around burning char particles
because their temperature is the highest temperature in the
fluidized bed.
Low potassium release rates can be achieved by low

temperatures, low water content in the combustion reactor,
and low calcium content in the system. The temperatures are
linked to the demand for a proper gasification temperature and
also the bed material circulation rate between the gasification and
combustion reactors and the excess air ratio in the combustion
reactor. Keeping the excess air ratio in the combustion chamber
high will decrease the adiabatic combustion temperature of the
burning char particles and reduce the potassium release rate.
The mechanism for the transfer of potassium from the combus-

tion reactor to the gasification reactor is unknown. Different
possibilities are suggested: (a) Due to the higher release rate of
potassium in the combustion reactor, the potassium concen-
tration in the bed material particles is increased and potassium is
released in the gasification reactor. Gaseous potassium is
considered to be available in cavities of the bed material.10 (b)
The release rate of potassium is higher in the gasification reactor
due to the reducing atmosphere. The fraction of potassium that is
bound to the bed material is higher in the combustion reactor
compared to the gasification reactor. This can be in the form of
potassium carbonate (liquid or solid) in the combustion reactor,
which is reduced to potassium hydroxide in the gasification
reactor. (c) A higher temperature and the oxidizing conditions in
the combustion reactor lead to partly melting silicates that are
attached to the bed material and transferred with the bed material
into the gasification reactor, where potassium is released to the
gas phase.
Sampling of bed material in the combustion chamber and the

gasifier is not possible due to high temperatures. The difference
in potassium concentration in the bed material between com-
bustion reactor and gasifier can be considered to be below
the detection limit of the analysis. Further investigations are
required to clarify the mechanism of the overflow of potassium
between combustion reactor and gasification reactor.

! CONCLUSION
The following conclusions can be drawn from the analyses and
balances of inorganic matters in the DFB plant presented in this
paper:

• Ash loops can lead to significantly higher material streams
and to an accumulation of substances with low melting
points in the system.

• Potassium, which is considered to be mainly responsible
for fouling, slagging, and bed material agglomeration in
this case, is transferred from the combustion reactor to
the gasification reactor. The mechanism of the transfer is
still unknown.

• An accumulation of potassium can be seen in the fly char.
• The concentration of potassium in fine ash is nearly twice

that in the coarse ash and bed material.
For the operation of the DFB plants, the following

recommendations are given:
• A reduction of potassium in the system can be achieved

by consequent and immediate discharge of fine ash.
Recirculation of fine ash should be avoided.

• The melting behavior of ashes and the catalytic activity
of the bed material are influenced significantly by the
inorganic loops. Accurate measurement and control of
ash and bed material streams are recommended.

• The high concentration of inorganic matter in the fly
char, which is assumed to be closely bound to the char,
demands accurate control of the fly char entering the
combustion chamber as well as accurate control of the
combustion air to avoid temperature variations and to
keep the adiabatic combustion temperature of the particles
as low as possible.

• A convective path for cooling the flue gas is recommended
to cool inorganic matter before it comes into contact
with a tube sheet of heat exchangers or tubes. It is also
suggested that this may be useful while cooling the
product gas.
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Abstract 

Biomass steam gasification using dual fluidized bed gasifiers is a promising technology to generate 

electricity and heat from carbon dioxide-neutral sources. The currently difficult market for the 

utilization of biomass makes optimization necessary, in terms of increasing both plant electrical 

efficiency and availability. The preconditions for optimization of a dual fluidized bed industrial-scale 

gasification plant were developed during analyses of inorganic matter at the plant in Güssing/Austria, 

assisted by investigations and test runs carried out in a pilot-scale plant at the Vienna University of 

Technology. These findings were applied at the plant in Güssing and are presented in this study. The 

main optimization steps included a reduction in gasification temperature, a simplification of ash loops, 

and an upgrade of the gas engine to actual state of the art.  

The optimization was evaluated in terms of mass and energy balance, and plant availability. The 

electrical efficiency of the plant increased from 21 to 23.8%, with a fuel water content around 30% 
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due to the optimization work. Plant availability was increased from an average of 6600 operating 

hours per year to 7440 hours in 2012 due to a reduction in fouling tendency.  

 

KEYWORDS: Gasification, biomass, plant optimization, inorganic matter 

 

1 Introduction 

Biomass represents a carbon-neutral source for the generation of electricity, heat and liquid biofuels, 

with a low impact on climate change.  

However, those involved in the thermal utilization of biomass in Austria have encountered several 

problems in recent years, including: (a) a significant increase in fuel prices within the last decade [1]; 

(b) feed-in tariffs for electricity did not increase in line with fuel prices [2]; (c) the technology for the 

generation of electricity from biomass faces various problems in general, mainly related to ash 

behavior [3-5] and the small scale of plants; (d) as well as new technologies associated with 

operational problems resulting from the  plant  operators’  lack of experience.  

A promising technology for the generation of electricity and heat from biomass which was 

successfully demonstrated in industrial-scale of 8 to 15 MWth is biomass steam gasification in a Dual 

Fluidized Bed (DFB) reactor. The first industrial-scale plant went into operation in Güssing/Austria in 

2002,  with   the   technology’s   subsequent introduction to the market taking place in recent years with 

applications in Oberwart/Austria, Villach/Austria and Senden/Germany. 

The complex framework surrounding the utilization of biomass in general and biomass steam 

gasification in particular makes improvement of the technology crucial. The demands facing biomass 

steam gasification plants for the generation of electricity and heat include reaching an availability of 

around 8000 h per year, as well as electrical efficiencies higher than 25% for plant sizes of around 10 

MWth [6,7]. An optimization scheme aimed at making a significant impact on the commercial success 

of a plant will likely include the utilization of fuels other than woody biomass in order to reduce fuel 

costs. Having a competitive advantage over combustion plants will bring product flexibility by 

producing not only electricity and heat, but also fuels for transportation such as Fischer-Tropsch 

Diesel, BioSNG (Synthetic natural gas), mixed alcohols and synthetic chemicals, in a process also 

known as polygeneration [8,9].  

This paper documents recent activity undertaken concerning the optimization of a DFB biomass 

steam gasification plant in Güssing/Austria, aimed at meeting the demands of the market described 

above. Results obtained from scientific research [10,11], test runs in a 100 kW pilot plant [12,13] and 

analysis of the industrial-scale plant in Güssing [14] were applied to the operation of the latter, with 

the aim of increasing its technical and economic efficiency. This includes an increase in the electrical 

efficiency and availability of the plant.  
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The optimization program was accomplished via simulation of mass and heat balances in order to 

evaluate its success.  

2 Materials and methods 

Most of the studies were carried out at the combined heat and power (CHP) plant in 

Güssing/Austria. In the following section, the process of the Güssing plant is described and the 

differences between the demo plant at Güssing and state of the art technology are summarized. An 

overview of the optimization steps undertaken is given and the method selected for the evaluation of 

this optimization is described.  

2.1 DFB gasification process 

The basic principle of biomass steam gasification in a DFB reactor is the separation of endothermic 

gasification from exothermic combustion; the combustion of a part of the fuel provides the heat 

required for gasification, which is transferred to the gasification reactor via bed material.  

A simplified flow sheet of the plant is shown in Figure 1. Biomass is fed into the gasifier which is 

operated in bubbling bed mode using steam as a fluidization as well as gasification agent. Bed material 

also containing char is transferred to the combustion reactor, where the char is combusted in a fast 

fluidized bed regime. Air is used for fluidization in the combustion reactor. The required heat for 

gasification is transferred via the bed material that is separated from the flue gas in the cyclone 

positioned after the combustion reactor, and transported back into the gasifier. The flue gas is further 

cooled and the fly ash separated in the flue gas filter.  

Figure 1: Flow sheet of the gasification plant in Güssing/Austria 
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After leaving the gasifier the product gas is cooled and particles separated from the gas stream by 

the product gas filter. The fly coke from the product gas filter contains inorganic matter such as 

biomass ash, additives, and products of bed material abrasion, as well as unconverted char and tar. In 

order to utilize the remaining combustible substances, the fly coke is burnt in the combustion zone. 

After separation of the particles from the product gas in the product filter, the gas is washed in a 

rapeseed methyl ester (RME) scrubber to remove water and tars. The cleaned gas is then utilized in a 

gas engine to produce electricity and heat. A small amount of the product gas is also used to control 

the temperature of the combustion zone (product gas circulation). The plant is well described 

elsewhere in the literature [10,12,13,15-18]. 

Wood chips are used as fuel, with a water content of the fuel delivered varying at between 20 and 

45% of fuel weight. Since no biomass dryer is installed at the plant the fuel is used at actual high water 

content. As the behavior of inorganic matter is investigated in this paper a special focus is given to the 

origin of these substances. The average composition of the biomass ash is shown in Table 1. Olivine is 

used as bed material due to its good catalytic properties [19-23]. The composition of a typical olivine 

sample utilized in the Güssing plant is shown in Table 2.  

A dolomite powder is employed for precoating of the product gas filter, with the powder leaving the 

product gas path with the fly char and introduced into the combustion reactor [14].  

 

Table 1: Average composition of biomass ash (from 

3 samples) according to XRF analysis (db, except 

moisture content) [14]  

Table 2: Elemental analysis of 

unused (fresh) olivine (db) [10] 

 Wood chip ash 
 average 

 wt.% 
Na2O 2.77 
MgO 5.13 
Al2O3 2.57 
SiO2 15.36 
P2O5 2.36 
SO3 1.26 
K2O 12.40 
CaO 52.47 
MnO 1.67 
Fe2O3 1.73 
Cl 0.42 
others 1.85 
Moisture 
content 

26.25 

Ash content  1.42 
 

 Olivine 

  
 wt.-% 
MgO 46.8 
SiO2 39.8 
CaO 0.9 
Fe2O3 10.3 
K2O 0.32 
Na2O 0.43 
Al2O3 0.40 
MnO 0.15 
P2O5 0.03 
Cl 0.10 
SO3 0.06 
others 0.71 
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2.2 The state of the art for DFB biomass steam gasification plants 

Due to the demo character of the Güssing plant, the potential for its improvement in terms of design 

and engineering was determined and applied in later plants. 

One of the main differences between the scale of the Güssing prototype plant and those constructed 

in the following years is the size of the combustion reactor and flue gas pathway. While the Güssing 

plant was designed for 15% fuel water content, later plants were constructed with higher levels in 

mind due to the low availability of wood chips and wood residues with water content of around 15% 

on the Austrian and European markets. However, the plant at Güssing now operates using fuel with 

significantly higher water content (20-45%). Besides the larger size of the combustion chamber, a low 

temperature biomass dryer positioned prior to the gasifier in more modern plants can be considered 

state of the art.  

The flue gas path in the Güssing plant includes a post combustion chamber followed by a shell and 

tube heat exchanger, with the flue gas contained inside the tubes. In contrast, the current state of the art 

design for flue gas transport involves convection after the post combustion chamber in order to cool 

the gas to below the melting temperature of all ash components. A comparison of both flue gas 

pathways is shown in Figure 2. 

 

Figure 2: Comparison of flue gas handling at the Güssing plant (A) and the current state of the 
art (B) 

 
 

The Güssing plant currently operates at levels unsuited to its size. This results in the fouling and 

slagging of the combustion chamber, cyclone and at the first heat exchanger (air preheater) [14], issues 

which are not seen in newer plants such as that e.g. in Oberwart/Austria. Nevertheless, the operating 

conditions and scale of the Güssing plant, as well as the resulting problems, can be used to form the 

basis for developing a better understanding of the DFB gasifier in terms of inorganic matter. Indeed, 

various research activities have recently been carried out in order to understand the behavior of 

inorganic matter in the system, and to increase the efficiency and operation time of the plant.  
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Investigation of the employed bed material has revealed that the olivine particles are modified 

during long-term utilization; interaction with biomass ash leads to the formation of two calcium-rich 

layers on the surface of the particles (Figure 3). Whereas the inner layer is homogenous and consists 

mainly of calcium and silicate, the outer layer is similar in composition to the fly ash [10].  

Tests carried out in a 100 kW pilot plant at the Vienna University of Technology have revealed that 

these Ca-rich layers have a significant influence on the catalytic activity of the bed material. Firstly, 

the water gas shift reaction is enhanced, leading to higher hydrogen and CO2 yields and lower CO 

concentrations in the product gas. Secondly, the concentration and amount of tar species in the product 

gas is reduced significantly. Finally, the decomposition of primary tars is enhanced and the formation 

of secondary tars reduced [12].  

 

Figure 3: SEM image of used olivine [10] 

 
 

Temperature variation at the 100 kW pilot plant also demonstrated that the gas composition changes 

when lowering the temperature from 850°C to 750°C, with lower concentrations of hydrogen and 

carbon monoxide and higher concentrations of carbon dioxide and methane observed. In addition, the 

volumetric concentration of tars in the product gas increases slightly between 850°C and 800°C, but 

nearly doubles when decreasing the gasification temperature to 750°C [13].  

Pröll et al. [24] used simulations with the software IPSEpro to reveal the potential for increasing 

plant efficiency by reducing the gasification temperature. An increase in the cold gas efficiency of the 

plant from 64% to 67% could be achieved by lowering the gasification temperature from 850°C to 

800°C, with the electrical efficiency also increasing accordingly.  

However, a reduction in the plant’s   gasification temperature was recently considered to be 

impossible because of the accompanying increase in product gas tar concentration, which would result 

in fouling of the product gas filter (mainly with naphthalene). Studies using fresh olivine in a pilot 

plant confirmed this theory, with tar concentrations increasing to values higher than 5 g/Nm³ when the 

gasification temperature was lowered to 800°C [25].  
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Nevertheless, the discovery of layer formation on the bed material particles and its importance of tar 

reduction as described above have opened the way for further optimization steps to be implemented at 

the plant.  

A reduction in the gasification temperature would likely not only increase the electrical efficiency of 

the plant, but also decrease both the tendency for fouling in the combustion chamber and flue gas path, 

and unplanned plant downtime.  

2.3 Optimization steps 

The investigation of inorganic matter, specifically the nature of its modification and its influence on 

gasification and plant operation, formed the basis for optimization work at the industrial-scale plant in 

Güssing.  

Previously-acquired data regarding the modification of the bed material [10] and its influence on 

gasification properties [12,13], as well as the accumulation of low melting species in the system by ash 

loops [14], resulted in the development of the following optimization steps: 

(a) The catalytic activity of bed material increases with retention time in the system [12,13]. A high 

retention time of the bed material in the system should be aimed.  

(b) The source of low melting species such as potassium is fine wood ash [14]. Fine ash should 

therefore be released from the process immediately and not recycled back into the gasifier. 

(c) High concentrations of potassium can be found in the fly char burnt in the combustion chamber 

[14]. Accurate dosing of fly char is therefore required to ensure perfect combustion conditions 

in the combustion reactor.  

(d) High catalytic activity of the bed material enables temperature reduction in the gasification and 

combustion reactors [13].  

Based on these four steps, the following optimization and modernization procedure was carried out 

at the Güssing DFB gasification plant during the period from 2009 to 2012: 

 Reducing ash loops by turning off the ash circulation and immediately releasing fine ash 

from the system. 

 Focusing on bed material consumption and its retention time in the system via the 

installation of coarse ash circulation after the cyclone in order to compensate for  the  latter’s  

malfunction.  

 Improving constant fly char dosing into the combustion reactor. 

 Focusing on the control of combustion air inside the combustion reactor. 

 Reducing the gasification temperature from 850 - 870°C to a target of 830°C. 

 Reducing the volume of product gas in the combustion reactor by lowering temperatures 

inside the combustion reactor, improving bed material circulation, and air staging. 

 Increasing the efficiency of the gas engine to state of the art level by the supplier of the 

engine.  
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The above optimization procedure was carried out stepwise by the plant operator. After the 

temperature was reduced inside the gasification reactor, the plant was operated for 12 months at the 

new set points before the optimization process was evaluated. 

2.4 Evaluation of optimization  

Evaluation of optimization success was carried out using a variety of different methods. The plants’  

distributed control system (DCS) logs not only important process data such as temperature, pressure, 

flows etc., but also the operation time of the gas engine, power load of the generator, and the 

accumulation of produced electricity. These data were all taken into account in the evaluation of plant 

availability. The average availability for the years 2005 to 2011 was taken as a reference, although 

2008 data were not considered due to a test campaign for an EU research project being carried out 

which had a negative impact on plant availability. The years between 2002 (plant start-up) and 2004 

were also not considered representative because of the likely impact of the start-up phase and the early 

optimization process required for the new technology.  

Biomass water content is measured regularly by plant staff upon delivery. During this process, 

samples are taken at different locations in the truck (logs and wood chips, partly delivered as logs and 

partly as wood chips) and the water content determined. The dry substance is then calculated for each 

truck and the water content allocated. The cumulative distribution was calculated on the basis of 

variation in dry wood water content. The results presented here include values for the whole of 2009 

and 2012. Later modification of water content due to precipitation or evaporation was not considered.  

Gas analyses for the 2009 reference point were carried out using a Rosemount NGA 2000 gas 

analyzer (CH4, CO, CO2, H2 and O2), with N2, C2H4, C2H6 and C3H8 measured in a Syntech Spectras 

GC 955 gas chromatograph. 

Gas analyses in 2012 were performed on a Clarus 500 gas chromatograph (GC; Perkin Elmer). This 

GC was equipped with three different columns - one molecular and two non-polar (Porapak) sieves - 

connected via two automated valves and a 500 µl injection loop. Helium was used as the carrier gas. 

Two types of detector were employed: a thermal conductivity detector (TCD) for permanent gases (O2, 

N2, CO, CO2), and a flame ionization detector (FID) for hydrocarbons up to a carbon number of three. 

Hydrogen concentrations were calculated as 100 minus the sum of the gas concentrations recorded by 

the two detectors. 

Mass and energy balance calculations were performed for the whole plant in order to evaluate the 

success of the optimization process in terms of changes in plant efficiency. For this purpose the 

IPSEpro simulation software program was used, with the model library described by Pröll and 

Hofbauer [26]. Process values recorded by the plant’s   DCS were taken as the basis of these 

calculations, with standard deviations statistically determined and then corrected according to the 

experience of the operation team. Gas composition was measured via GC and implemented into the 

model.  
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A second simulation of plant status in 2012 using again the software IPSEpro was carried out, 

including the impact of a low temperature biomass tower dryer. Operational values for the dryer were 

taken from that at the DFB gasification plant in Oberwart [27].  

The efficiency of the gasification plant was evaluated in terms of both cold gas efficiency, which 

represents the relationship between the heating-value-based chemical energy of the product gas and 

thermal fuel power (Eq (1)), and electrical efficiency (Eq (2)).  

 

ηchem = (mPG*lhvPG)/(mfuel*lhvfuel )=Pchem,PG/Pth       (1) 

ηel,brut = Pel/Pth          (2) 
 

Bed material investigations have previously been carried out in earlier work at Güssing [10]; the 

present study summarizes bed material sample data in relation to the composition of produced gas. 

Samples were obtained after plant shut down and cooling, with their elemental composition analyzed 

via X-ray fluorescence (XRF) and calculated as oxides. Samples for XRF were melted in a Merck 

Spectromelt at 1050°C and dumped on a 400°C stainless steel plate. The analyses were then carried 

out using a PANalytical Axios Advanced analyzer under vacuum atmosphere with a rhodium anode, 

an excitation voltage of 50 kV and a tube current of 50 mA. Bed material calcium oxide levels are 

related to the carbon monoxide content of the product gas, both of which are presented here. Average 

gas composition during the last hour of plant operation (before shut down and sampling) was 

determined and taken for reference. Samples were obtained in the period from March 2010 to January 

2012, at gasification temperatures of around 850°C to 870°C. Sample carbon monoxide content 

provides an indication of the enhancement of the water-gas shift reaction [12,28]. 

3 Results 

The operational parameters of the Güssing gasification plant varied considerably in both 2009 and 

2012, likely as a result of variation in fuel water content, as shown in Figure 4. Despite this, two points 

(29th of October 2009 and 15th of October 2012) were chosen which represent an ordinary operation as 

the basis for simulation with IPSEpro performing mass and energy balances.  
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Figure 4: Water content of delivered biomass 

 
 

The reference product gas composition values are shown in Table 3. As the Table reveals, whereas 

hydrogen content decreased between 2009 and 2012, levels of the main components all increased. In 

contrast, the concentration of higher gaseous hydrocarbons such as ethane, propane and propene fell 

significantly.  

 

Table 3: Comparison of product gas composition before and 

after optimization 
 

Species 

Status 
before 

optimization 
(2009) [29] 

Status after 
optimization 

(2012) 

 vol-%db vol-%db 
Hydrogen H2 39.4 34.4 

Carbon monoxide CO 21.5 24.2 

Carbon dioxide CO2 23.5 24.9 

Methane CH4 9 11.2 

Ethylene C2H4 2.72 3.5 

Nitrogen N2 1.3 1.3 

Higher gaseous 
hydrocarbons  

2.58 0.2 

Oxygen O2 n.a. 0.3 
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Table 4: Performance parameters of the Güssing CHP plant before and after optimization 

  

Initial plant 
design value 

Reference 
2009 

After 
optimization 
2012 

Potential with 
biomass dryer 

Origin of values 
 

- 
Measured and 
simulated 

Measured 
and 
simulated Simulated 

Fuel water content % 15 32.2 28.3 36 - dried to 20 
Gasification 
temperature °C 

 
866.2 844.0 844.0 

Amount of fuel (ds) kg/h  2070 1790 1660 

Fuel power kW 8000 9420 8250 7830 
Net power of product 
gas (LHV) kW 5600 6160 5720 5720 

Generator output kW 2000 1980 1960 1960 

Heat output kW 4500 4150 4100 3550 
Product gas in 
combustion chamber Nm³/h 

 
316 77 77 

Cold gas efficiency ηchem,G [%] 0.70 65.4 69.4 76.6 

Electrical efficiency ηel,brut [%] 25 21.0 23.8 26.2 
 

 

 

The results of the simulation are shown in Table 4. The gasification temperature in the reference 

year of 2009 was 866°C, a figure which was state of the art at the time. As a result of subsequent 

temperature reduction in the gasifier, a gasification temperature of 844°C (typical value after 

reduction) was used in the calculation of plant status after optimization. Electrical efficiency rose from 

21% in 2009 to 23.8% after optimization, representing an increase of 13%. These values are confirmed 

by the amount of wood purchased during the year; with similar generator load, the fuel input 

decreased accordingly. Cold gas efficiency increased from 65.4% to 69.4%, an improvement of 6%.  

The installation of a low temperature biomass dryer would increase plant electrical efficiency to 

26.2% and cold gas efficiency to 76.6%. Heat output used in a district heating system would decrease 

from 4.1 MW to 3.5 MW as a result of drying of the biomass, as this heat would be consumed then for 

drying purposes.  

The optimization measures described above had a significant influence on plant availability, 

reducing downtime associated with unscheduled shutdowns (Figure 5). The mean availability of the 

gas engine between 2005 and 2011, excluding the year 2008, was around 6600 h with a maximum of 

6950 operating hours per year. Plant optimization could increase this value to 7442 hours.   
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Figure 5: Comparison of plant availability before and 
after optimization (yearly average) 

 
 

As mentioned earlier the relationship between bed material calcium content and product gas carbon 

monoxide content is shown in Figure 6 (at 850-870°C gasification temperature). The results of test 

runs carried out in the 100 kW pilot plant at the Vienna University of Technology are included for 

comparison and can be taken as a reference for bed material containing no calcium oxide.  

 

Figure 6: Relationship between bed material calcium 

oxide content and product gas carbon monoxide 

content (Pilot plant values see [12]) 
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4 Discussion 

Fuel water content is an important parameter for gasifier performance. Analysis of fuel water 

content at the gasification plant in Güssing revealed significant variations between 20 and 40%. 

Considering the influence of this parameter on both the heating value of the fuel and on the cold gas 

efficiency of the plant [26], the difference in fuel water content between initial plant design (15%) and 

that actually used in plant operation (average 30%) would mean the impact is likely significant.  

The focus on high bed material retention time and an immediate discharge of fine ash increased 

plant availability in two ways: i) product gas composition is more stable, leading to less impact on the 

gas engine, and ii) downtime due to fouling is decreased, as observed in the availability figures for 

2012 (Figure 5). Accurate dosing of fly char into the combustion reactor further reduced fouling 

tendencies in the combustion reactor and flue gas path. Operational experience has shown that 

variation in fly char dosing and subsequent worsening in combustion can lead to immediate fouling of 

the two aforementioned areas.  

The suggested mechanism of ash transformation in the combustion reactor is shown in Figure 7; the 

elements indicated in this diagram are not considered to be oxides but rather bound in different 

minerals. Inorganic matter is introduced into the combustion chamber with char, which is transferred 

with the bed material from the gasification reactor via the chute, as well as fly char from the product 

gas filter. Organic matter is burnt in the combustion reactor and inorganic matter released from the 

particles. These burning particles are the source of heat in fluidized beds and are, therefore, associated 

with the highest temperatures [30]. Inorganic matter released from the burning material either melts or 

is released into the gaseous phase or is released as solid particles. The release rate of potassium, which 

forms compounds with the lowest melting temperatures, is considered crucial for the initiation of 

fouling and is influenced by temperature, the amount of calcium in the system and water content [31]. 

Not only is the temperature affected by that of the fluidized bed, but the local temperature of burning 

particles is also influenced by the excess air ratio and the adiabatic combustion temperature of the 

particle.  
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Figure 7: Mechanisms of ash transformation (adapted from Frandsen et al. [5]) 

 
 

Inorganic matter released into the gaseous phase condenses after cooling in the heat exchangers, 

which can result in fouling, presumably as a result of a reaction which takes place during condensing 

and cooling with other inorganic matter in the fly ash solid phase.  

Due to the high reactivity of the gaseous species, e.g. potassium, a reaction with solid or melted 

matter can be expected [32]. Such reactions are considered to increase the risk of fouling in high 

temperature sections of the combustion reactor and cyclone [14]. 

Due to the high temperatures which occur locally around burning char particles, the ash components 

of the fuel which are released can react with the bed material to form the observed layers around the 

bed material particles [10]. One possible suggestion for the mechanism of layer formation was given 

in an earlier study [11].  

Temperature variation carried out in a 100 kW pilot plant at the Vienna University of Technology 

has demonstrated that the impact of bed material catalytic activity due to the calcium rich layer on the 

bed particles on tar concentrations is greater than that of a decrease in gasification temperature to 

800°C [13].  

A reduction in the target temperature of gasification from 850-870°C to 830-850°C brought no 

disadvantages in terms of tar-induced plugging of the product gas cooler. Lower gasification 

temperatures resulted in a decrease in the combustion temperature inside the combustion reactor, with 
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the same circulation rate of bed material between the combustion and gasification reactors. Demand 

for product gas recirculation into the combustion reactor for controlling the gasification temperature 

decreased significantly (see Table 4). Variations in air staging inside the combustion reactor influence 

both the circulation rate and the amount of char that is transferred from the gasification reactor to the 

combustion reactor; as a result the demand for the combustion of product gas in the combustion 

reactor can be further reduced.  

Analysis of overall efficiency revealed that besides the two weeks shut-down required for regular 

plant maintenance, the remaining downtime is largely caused by fouling at the air preheater in the flue 

gas pathway. Optimization enabled plant downtime due to fouling at the air preheater to be reduced. 

The installation of a biomass dryer would decrease the load of the combustion reactor because less 

energy would be required for water evaporation in the gasifier, as well as reducing the risk of air 

preheater fouling. The installation of a low temperature biomass dryer would, therefore, significantly 

increase plant efficiency.  

5 Conclusions 

The analysis of inorganic matter, accompanied by test runs carried out at a 100 kW pilot plant, has 

provided important information regarding the operation and optimization of the industrial-scale dual 

fluidized bed gasification plant in Güssing as well as for all other DFB gasification plants in operation.  

A focus on control inorganic matter and bed material composition was able to improve plant 

operation, with reduced fouling tendency observed in terms of inorganic matter.  

Gasification temperatures in the DFB biomass gasifier can be reduced to 830°C with no subsequent 

problems for tar condensation in the product gas path. This procedure can be considered suitable for 

plants operating using woody biomass.  

The flue gas path should be designed so that the gas is cooled via convection to temperatures below 

the initial melting temperature of potassium silicates (approximately 600 °C). A similar design is 

recommended for the product gas path when utilization of potassium-rich fuels is planned. Future 

research should examine the influence of fuels other than woody ash on fouling and bed material layer 

formation.  

Electrical efficiencies of 23% can be obtained when employing fuel with 33% water content. The 

installation of a biomass dryer would increase efficiency to 26%, while still higher values could be 

achieved with the implementation of an Organic Rankine Cycle (ORC) to utilize heat at temperatures 

of around 450°C, as shown in the CHP in Oberwart/Austria [27]. 

Biomass steam gasification in a DFB reactor represents a competitive alternative for the generation 

of heat and electricity, with the potential for high availabilities and electrical efficiencies (>30 %) in 

even small-scale industrial plants. 

Further investigation is required regarding the utilization of biomass fuels other than woody 

biomass. The interaction between fuel ash and olivine bed material has been observed to vary with 

different fuels [33]. 
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Definitions 

Cold gas efficiency ηchem % 

Electrical efficiency ηel,brut % 

Mass flow of product gas mPG kg*s-1 

Lower heating value of product gas lhvPG J*kg-1 

Mass flow of fuel mfuel kg*s-1 

Lower heating value of fuel lhvfuel J*kg-1 

Net power of product gas  

(basis lower heating value) 

Pchem,PG kW 

Thermal fuel power  

(basis lower heating value) 

Pth kW 

Generator output Pel kW 

Volume percentage, dry basis  vol-%db 
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